
BES

Sherd group: 1

Site code: BES 90

Finds number: 147

Unit number:

Number of sherds: 1

X: 187.25‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: mould‐applied



Weight (g): 12,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald með upphleyptu blómi ‐ ljós 
blá,grátt. Kremað að innan, hrúft



Sherd group: 2

Site code: BES 93

Finds number: 534

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald, lítið, blátt og grátt með 
útskornum röndum <<<<< ‐ grátt að inna 



Sherd group: 3

Site code: BES 89

Finds number: 191

Unit number:

Number of sherds: 1

X: 176,8

Y: 124

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: mould‐applied



Weight (g): 18,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald  ‐ fjólublátt og grátt. Uppheypt 
mynstur með brúnum tón



Sherd group: 4

Site code: BES 93

Finds number: 89

Unit number:

Number of sherds: 1

X: 184‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ fjólublátt með gráum 
hringjum. Sennilega úr sama og nr 3, þó 



Sherd group: 5

Site code: BES 92

Finds number: 564

Unit number:

Number of sherds: 1

X: 158,52

Y: 105,01

Hæð: 8,29

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ blátt og grátt, grá þykk rönd 
ofarlega á brotinu



Sherd group: 6

Site code: BES 92

Finds number: 87

Unit number:

Number of sherds: 1

X: 158,171

Y: 114,977

Hæð: 8,898

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ blátt og grátt ‐ óskýrt



Sherd group: 7

Site code: BES 87

Finds number: 502

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ ljóst brot með bláu mynstri ‐ 
sennilega úr chamber pot



Sherd group: 8

Site code: BES 87

Finds number: 672

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ ljóst brot með bláu mynstri ‐ 
sennilega úr chamber pot



Sherd group: 9

Site code: BES 90

Finds number: 1

Unit number:

Number of sherds: 1

X: 194

Y: 123

Hæð:

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,9

EVE (%): 30 (rim)

Diameter (mm): 3

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ stúdur af flösku, grár með 
smá bláu



Sherd group: 10

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,7

EVE (%):

Diameter (mm):

Rim type: 1‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ grátt brot með þunnum 
bláum röndum



Sherd group: 11

Site code: BES 96

Finds number: 385

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ grátt brot með glerung báðu 
megin



Sherd group: 12

Site code: BES 89

Finds number: 48

Unit number:

Number of sherds: 6

X:

Y:

Hæð: 0.75‐1 m

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 167,77

EVE (%): 17 (rim)

Diameter (mm): 14

Rim type: 4‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: chamber pot

Fabric code: 1

Makers mark:

Date range: 1650‐1700

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ grá brot úr næturgagni ‐ 
blátt (aðeins óskýr) mynstur með bláum 



Sherd group: 13

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Svæði III

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ grátt brot ‐ frekar hrúft að 
innan



Sherd group: 14

Site code: BES 87

Finds number: 673

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ grátt brot af rim en of lítið til 
að mæla



Sherd group: 15

Site code: BES 87

Finds number: 352

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,6

EVE (%): 8 (rim)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (small)?

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ grátt brot af rim ‐ gæti 
hugsanlega passað við nr 14 en það gerir 



Sherd group: 16

Site code: BES 93

Finds number: 1025

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,45

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ lítið grátt brot



Sherd group: 17

Site code: BES 87

Finds number: 713

Unit number:

Number of sherds: 5

X: 204

Y: 114

Hæð: 80‐110

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 63,15

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Westerwald ‐ að utan eru brotin grá‐
kremuð flekkó 



Sherd group: 18

Site code: BES 96

Finds number: 255

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ Brún flekkót brot (brúnt og 
ljóst) ‐ rákir eftir rennslu að inna ‐ ljós grátt



Sherd group: 19

Site code: BES 92

Finds number: 130

Unit number:

Number of sherds: 1

X: 159,38

Y: 107,76

Hæð: 8,46

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen? ‐ brúnt lítið brot sem glerung að 
utan en ekki að innan



Sherd group: 20

Site code: BES 87

Finds number: 611

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen? ‐ brún/ljós flekkót brot með 
glerung að innan



Sherd group: 21

Site code: BES 87

Finds number: 668

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ brún flekkót brot með ljós grátt 
að innan með rákir eftir rennslur



Sherd group: 22

Site code: BES 87

Finds number: 615

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ Brúnt að utan en að innan er 
háglans dökk grátt með svörtum doppum



Sherd group: 23

Site code: BES 87

Finds number: 861

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ brún flekkót brot með ljós grátt 
að innan með glerung



Sherd group: 24

Site code: BES 91

Finds number: 204

Unit number:

Number of sherds: 1

X: 162,5

Y: 126,5

Hæð: 8,42

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ Gæti hugsanlega passað við nr 
25 en gerir það þó ekki ‐ brún brot ‐ að 



Sherd group: 25

Site code: BES 91

Finds number: 201

Unit number:

Number of sherds: 1

X: 161,2

Y: 126

Hæð: 8,25

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ Gæti hugsanlega passað við nr 
24 en gerir það þó ekki ‐ brún brot ‐ að 



Sherd group: 26

Site code: BES 87

Finds number: 1015

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ Brún flekkót brot (brúnt og 
ljóst) ‐ rákir eftir rennslu að innan 



Sherd group: 27

Site code: BES 88

Finds number: 45

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ Brún flekkót brot (brúnt og 
ljóst) ‐ rákir eftir rennslu að innan 



Sherd group: 28

Site code: BES 87

Finds number: 668

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,18

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ Brún flekkót brot (brúnt og 
ljóst) ‐ rákir eftir rennslu að innan 



Sherd group: 29

Site code: BES 87

Finds number: 679

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range: 17 ‐18 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Frechen ‐ ljós brúnt að utan ‐ rákir eftir 
rennslu að innan 



Sherd group: 30

Site code: BES 87

Finds number: 501

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 41,9

EVE (%): 32 (rim)

Diameter (mm): 9

Rim type: 1‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar (necked)

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt og grátt brot, þar sem brúnin er brún 
og feitar niður í gráan lit. brúnn glerungur 



Sherd group: 31

Site code: BES 87

Finds number: 904

Unit number:

Number of sherds: 1

X: 210

Y: 114

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt brot sem er með svörtum flekkjum í 
að innan sem utan



Sherd group: 32

Site code: BES 87

Finds number: 737

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mjög lítið brot sem er með brúnum 
glerung að utan en að innan er það frekar í 



Sherd group: 33

Site code: BES 87

Finds number: 501

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt brot með svörtum doppum í 
glerungnum báðu meginn



Sherd group: 34

Site code: BES 87

Finds number: 747

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt ‐ aðeins ljósara en hin í fabricode 3 
en þó saman.



Sherd group: 35

Site code: BES 87

Finds number: 1015

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt brot með rákir að innan eftir rennslu



Sherd group: 36

Site code: BES 95

Finds number: 369

Unit number:

Number of sherds: 1

X: 95,66

Y: 109

Hæð: 7,05

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en að innan er það ljósbrúnt 
og er yrstalagið farið að flagna af



Sherd group: 37

Site code: BES 92

Finds number: 550

Unit number:

Number of sherds: 1

X: 159,1

Y: 105,42

Hæð: 8,22

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að utan en að innan er það 
steingrátt og eru rákir eftir rennslu þar



Sherd group: 38

Site code: BES 89

Finds number: 72

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan sem innan, rákir eftir rennslu



Sherd group: 39

Site code: BES 87

Finds number: 677

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan sem innan, rákir eftir rennslu



Sherd group: 40

Site code: BES 87

Finds number: 485

Unit number:

Number of sherds: 1

X: 200

Y: 114

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan sem innan, rákir eftir rennslu



Sherd group: 41

Site code: BES 96

Finds number: 183

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt með glerung að utan sem innan, 
rákir eftir rennslu



Sherd group: 42

Site code: BES 87

Finds number: 416

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að utan en að innan það 
orange/brúnt með rákir eftir rennslu



Sherd group: 43

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Engin glerungur að utan/flagnað af, Grátt 
að innan 



Sherd group: 44

Site code: BES 90

Finds number: 152

Unit number:

Number of sherds: 1

X: 187.25‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt með dökkum flekkjum í 
glerungunum að utan ‐ að innan 



Sherd group: 45

Site code: BES 88

Finds number: 64

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að utan en að innan það 
orange/brúnt með rákir eftir rennslu



Sherd group: 46

Site code: BES 92

Finds number: 157

Unit number:

Number of sherds: 1

X: 158,41

Y: 108,63

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan sem innan, rákir eftir rennslu



Sherd group: 47

Site code: BES 87

Finds number: 150

Unit number:

Number of sherds: 1

X:

Y:

Hæð: um 20‐40 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að utan en ljóst að innan þar sem 
yrstalagið er farið að flagna af ‐ rákir eftir 



Sherd group: 48

Site code: BES 92

Finds number: 319

Unit number:

Number of sherds: 1

X: 159,83

Y: 108,15

Hæð: 8,37

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að utan en að innan það 
orange/brúnt með rákir eftir rennslu



Sherd group: 49

Site code: BES 92

Finds number: 146

Unit number:

Number of sherds: 1

X: 158,78

Y: 106,28

Hæð: 8,58

Hole/svæði: 13

Production marks/flaws: Hrjúf glerungurinn eftir pennsil

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að utan en að innan það 
orange/brúnt með rákir eftir rennslu



Sherd group: 50

Site code: BES 92

Finds number: 167

Unit number:

Number of sherds: 1

X: 158,87

Y: 109,2

Hæð: 8,56

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Lítið brot sem er af rim (þó ekki hægt að 
mæla)



Sherd group: 51

Site code: BES 87

Finds number: 669

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: tvö brún brot sem eru sennilega úr sama 
ílátinu þó þau passa ekki saman



Sherd group: 52

Site code: BES 87

Finds number: 669

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,97

EVE (%): 9 (rim)

Diameter (mm): 8

Rim type: 3‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt báðu megin, glerungur aðeins að 
utan



Sherd group: 53

Site code: BES 87

Finds number: 342

Unit number:

Number of sherds: 1

X: 206‐208

Y: 120‐122

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,7

EVE (%): 32 (rim)

Diameter (mm): 4

Rim type: 30‐st

Refit/same as: 54?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (small)

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Passar sennilega við nr 54 þó brotinn passa 
ekki saman ‐ Brúnt að utan sem inna en 



Sherd group: 54

Site code: BES 87

Finds number: 455

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 53?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Passar sennilega við nr 53 þó brotinn passa 
ekki saman ‐ Brúnt að utan sem inna, rákir 



Sherd group: 55

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan sem innan, rákir eftir rennslu



Sherd group: 56

Site code: BES 87

Finds number: 751

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan sem innan, rákir eftir 
rennslu (mjög grófar)



Sherd group: 57

Site code: BES 88

Finds number: 66

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan sem innan, rákir eftir rennslu



Sherd group: 58

Site code: BES 87

Finds number: 558

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 88,07

EVE (%): 40 % (base)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: porringer?

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Base með brúnum glerung að utan en ekki 
að innan. Rákir eftir rennslu undir og inní



Sherd group: 59

Site code: BES 92

Finds number: 225

Unit number:

Number of sherds: 1

X: 158,98

Y: 109,66

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws: far eftir hníf (að ég held) og eitthvað annað 
sem hefur rekist í leirinn

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mjög gróf áferð að utan ‐ greinilegur salt 
glerungur með dökkum flekkjum í. Gróft að 



Sherd group: 60

Site code: BES 92

Finds number: 128

Unit number:

Number of sherds: 1

X: 159,06

Y: 107,8

Hæð: 8,51

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sama og nr 59. Gæti vel verið úr sama í láti 
en passar þó ekki.



Sherd group: 61

Site code: BES 92

Finds number: 173

Unit number:

Number of sherds: 1

X: 158,51

Y: 109,01

Hæð: 8,55

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sama og nr 59. og 60.Gæti vel verið úr 
sama í láti en passar þó ekki.



Sherd group: 62

Site code: BES 92

Finds number: 267

Unit number:

Number of sherds: 2

X: 158,83

Y: 109,25

Hæð: 8,46

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 63

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en minna brotið 
passar við nr. 63



Sherd group: 63

Site code: BES 92

Finds number: 297

Unit number:

Number of sherds: 1

X: 159,53

Y: 108,71

Hæð: 8,46

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 62

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið passar saman við annað brotið úr 
nr. 62



Sherd group: 64

Site code: BES 92

Finds number: 296

Unit number:

Number of sherds: 3

X: 159,33

Y: 109,26

Hæð: 8,48

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti vel verið sama og 
59,60,61,62,63,64,66,67,68,69,70,71,72 en 



Sherd group: 65

Site code: BES 92

Finds number: 241

Unit number:

Number of sherds: 1

X: 159,23

Y: 110,06

Hæð: 8,56

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,91

EVE (%):

Diameter (mm):

Rim type: 32‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti vel verið sama og 
59,60,61,62,63,64,66,67,68,69,70,71,72 en 



Sherd group: 66

Site code: BES 92

Finds number: 319

Unit number:

Number of sherds: 1

X: 159,83

Y: 108,15

Hæð: 8,37

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti vel verið sama og 
59,60,61,62,63,64,65,67,68,69,70,71,72 en 



Sherd group: 67

Site code: BES 92

Finds number: 256

Unit number:

Number of sherds: 1

X: 158,31

Y: 108,38

Hæð: 8,43

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti vel verið sama og 
59,60,61,62,63,64,65,66,68,69,70,71,72 en 



Sherd group: 68

Site code: BES 92

Finds number: 338

Unit number:

Number of sherds: 1

X: 159,78

Y: 107,42

Hæð: 8,34

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,1

EVE (%): 11 % (base)

Diameter (mm): 6

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: drug pot?

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti vel verið sama og 
59,60,61,62,63,64,65,66,67,69,70,71,72 en 



Sherd group: 69

Site code: BES 92

Finds number: 466

Unit number:

Number of sherds: 1

X: 160,09

Y: 108,7

Hæð: 8,27

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti vel verið sama og 
59,60,61,62,63,64,65,66,67,68,70,71,72 en 



Sherd group: 70

Site code: BES 92

Finds number: 331

Unit number:

Number of sherds: 2

X: 159,86

Y: 107,98

Hæð: 8,37

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti vel verið sama og 
59,60,61,62,63,64,65,66,67,68,69,71,72 en 



Sherd group: 71

Site code: BES 92

Finds number: 166

Unit number:

Number of sherds: 1

X: 158,85

Y: 109,07

Hæð: 8,55

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti vel verið sama og 
59,60,61,62,63,64,65,66,67,68,69,70,72 en 



Sherd group: 72

Site code: BES 92

Finds number: 157

Unit number:

Number of sherds: 3

X: 158,41

Y: 108,63

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti vel verið sama og 
59,60,61,62,63,64,65,66,67,68,69,70,71 en 



Sherd group: 73

Site code: BES 92

Finds number: 131

Unit number:

Number of sherds: 1

X: 159,46

Y: 107,57

Hæð: 8,47

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá/brún glerungur að utan en að innan er 
það orange/brúnt að lit, enginn glerungur



Sherd group: 74

Site code: BES 92

Finds number: 385

Unit number:

Number of sherds: 1

X: 158,58

Y: 108,46

Hæð: 8,29

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá/brún glerungur að utan en að innan er 
það orange/brúnt að lit, enginn glerungur



Sherd group: 75

Site code: BES 92

Finds number: 289

Unit number:

Number of sherds: 1

X: 159,65

Y: 108,57

Hæð: 8,49

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá/brún glerungur að utan en að innan er 
það orange/brúnt að lit, enginn glerungur



Sherd group: 76

Site code: BES 92

Finds number: 319

Unit number:

Number of sherds: 2

X: 159,83

Y: 108,15

Hæð: 8,37

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá/brún glerungur að utan en að innan er 
það orange/brúnt að lit, enginn glerungur



Sherd group: 77

Site code: BES 89

Finds number: 219

Unit number:

Number of sherds: 1

X: 173‐174

Y: 124‐126

Hæð: 1,31

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá/brún glerungur að utan en að innan er 
það orange/brúnt að lit, enginn glerungur



Sherd group: 78

Site code: BES 96

Finds number: 345

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws: Fingrafar að utan

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,6

EVE (%): 30 % (base)

Diameter (mm): 6

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: drug pot?

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan er það 
dökk brúnt án glerungs. Brotið sjálft er 



Sherd group: 79

Site code: BES 88

Finds number: 273

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Svæði III

Production marks/flaws: aðeins eins og það hafi aflagast 
neðrihlutinn að hluta

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 106,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (large)

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti einnig verið Large jug ‐ Brún 
glerungur að utan en að innan engin 



Sherd group: 80

Site code: BES 89

Finds number: 99

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,51

EVE (%): 80 % (rim)

Diameter (mm): 6

Rim type: 3‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: blottle (small)

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er brúnolíukendur, 
háglansandi að utan en að innan er hann 



Sherd group: 81

Site code: BES 98

Finds number: 3

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws: aðeins ójafnar rendur að utan

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan grátt 
með engum glerung, aðeins dökkir flekkir í 



Sherd group: 82

Site code: BES 87

Finds number: 674

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún flekkót að utan með glerung að 
innan er enginn glerungur, brúnt að lit



Sherd group: 83

Site code: BES 87

Finds number: 456

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan er 
enginn glerungur en brún/orange að lit ‐ 



Sherd group: 84

Site code: BES 87

Finds number: 412

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan sem innan



Sherd group: 85

Site code: BES 89

Finds number: 302

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brúnt með flekkum að utan en innan 
dökk grátt



Sherd group: 86

Site code: BES 88

Finds number: 208

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted: Neðst við botnin er sik sak mynstur

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungurinn að utan en að innan ljós 
brúnt en enginn glerungurinn.



Sherd group: 87

Site code: BES 95

Finds number: 557

Unit number:

Number of sherds: 1

X: 101,25

Y: 112,95

Hæð: 7,59

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Lítið brot með brúnum glerung að innan 
sem utan



Sherd group: 88

Site code: BES 89

Finds number: 79

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 9

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan er það 
kremað að lit og eru rákir eftir rennslu þar



Sherd group: 89

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 2

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Held að brotin séu úr sama ílátinu þó þau 
passi ekki saman og eru ekki eins að utan. 



Sherd group: 90

Site code: BES 88

Finds number: 69

Unit number:

Number of sherds: 5

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 62,37

EVE (%): 33 % (base)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mjög grófur brún glerungur að utan og 
mikið af leirfliksum undir á botnum sem 



Sherd group: 91

Site code: BES 88

Finds number: 263

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: mould‐applied



Weight (g): 16,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug?

Fabric code: 6

Makers mark:

Date range:

Applique motif: Ljón og þverar rendur

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot af Bartamann flösku ‐ tvö brot sem 
passa saman



Sherd group: 92

Site code: BES 87

Finds number: 529

Unit number:

Number of sherds: 1

X: 226

Y: 124

Hæð: 120‐150

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 93?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að innan sem utan en að innan eru 
rákir eftir rennslu ‐ að utan er það eins 



Sherd group: 93

Site code: BES 87

Finds number: 751

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 92?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að innan sem utan en að innan eru 
rákir eftir rennslu ‐ að utan er það eins 



Sherd group: 94

Site code: BES 87

Finds number: 613

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: aðeins að innan

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að innan sem utan en að utan er það 
eins út í grátt ‐ brennt aðeins að innan



Sherd group: 95

Site code: BES 92

Finds number: 365

Unit number:

Number of sherds: 1

X: 159,94

Y: 112,51

Hæð: 8,41

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 96?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 6

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að utan en að innan er það dökk 
grátt án glerungs ‐ frekar kúft brot ‐ Gæti 



Sherd group: 96

Site code: BES 92

Finds number: 96

Unit number:

Number of sherds: 1

X: 159,23

Y: 113,11

Hæð: 8,58

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 95?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 6

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að utan en að innan er það dökk 
grátt án glerungs ‐ Gæti passað við 95?



Sherd group: 97

Site code: BES 87

Finds number: 453

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 6

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Lítið brot af brún (of lítið til að mæla) ‐ 
brúnt að utan sem innan



Sherd group: 98

Site code: BES 87

Finds number: 484

Unit number:

Number of sherds: 1

X: 200

Y: 114

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,17

EVE (%): 13 % (rim)

Diameter (mm): 7

Rim type: 3‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (small)?

Fabric code: 6

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að innan sem utan 



Sherd group: 99

Site code: BES 94

Finds number: 5

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19

EVE (%): 15 % (rim)

Diameter (mm): 15

Rim type: 2‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar (necked)?

Fabric code: 6

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan sem inna en virðist sem 
glerungurinn deyji út þegar neðar dregur, 



Sherd group: 100

Site code: BES 89

Finds number: 141

Unit number:

Number of sherds: 2

X: 172‐174

Y: 125‐126

Hæð: 1m

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 56,2

EVE (%): 30 % (rim)

Diameter (mm): 12

Rim type:

Refit/same as: 101?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem hafa verið límd saman. Brún 
glerungur að utan sem nær aðeins yfir 



Sherd group: 101

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 100?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Að utan eru rákir eftir rennslu ‐ mjög líkt 
broti nr 100 en passar þó ekki. Hrúft að 



Sherd group: 102

Site code: BES 92

Finds number: 570

Unit number:

Number of sherds: 1

X: 158,63

Y: 104,74

Hæð: 8,15

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,2

EVE (%):

Diameter (mm):

Rim type: 2‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan 
kremað með enginn glerung



Sherd group: 103

Site code: BES 89

Finds number: 278

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan 
kremað með enginn glerung



Sherd group: 104

Site code: BES 87

Finds number: 699

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: mould‐applied



Weight (g): 0,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range:

Applique motif: blóm? ‐ lauf?

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mjög lítið brot með skrauti eins og 
laufblað ‐ brún að utan en ljóst að innan



Sherd group: 105

Site code: BES 87

Finds number: 614

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 108,113,116,124?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungurinn að utan sem innan ‐ að 
innan sjást rákir eftir rennslu



Sherd group: 106

Site code: BES 92

Finds number: 124

Unit number:

Number of sherds: 1

X: 159,28

Y: 107,94

Hæð: 8,52

Hole/svæði: 13

Production marks/flaws: Fingrafar að utan

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Að innan ljós orange ‐ rákir eftir rennslu



Sherd group: 107

Site code: BES 87

Finds number: 456

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en ljóst að inna



Sherd group: 108

Site code: BES 87

Finds number: 667

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 105,113,116,124?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Raren/Frechen brot? Að innna sjást rakir 
eftir rennslu



Sherd group: 109

Site code: BES 87

Finds number: 952

Unit number:

Number of sherds: 1

X: 206

Y: 126

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en að inna er glerungurinn 
ljós krem 



Sherd group: 110

Site code: BES 87

Finds number: 495

Unit number:

Number of sherds: 1

X: 208

Y: 124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 2

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Raren/Frechen brot? Frekar mkikið 
doppótt að utan að innan er liturinn út í 



Sherd group: 111

Site code: BES 87

Finds number: 457

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn hefur flagnað af að utan en 
það sést aðeins í hann á tveimur stöðum. 



Sherd group: 112

Site code: BES 92

Finds number: 158

Unit number:

Number of sherds: 1

X: 158,2

Y: 108,38

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws: Fingrafar að utan (frekar óljóst)

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brúnt með flekkum að utan en innan 
orange brúnt með doppum



Sherd group: 113

Site code: BES 87

Finds number: 559

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 105,108,116,124?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan sem utan. 
Að innan sést grooved lína



Sherd group: 114

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws: fingraför á glerung að utan

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að inna er 
leirinn ljós brún



Sherd group: 115

Site code: BES 87

Finds number: 194

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws: Fingrafar að utan

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: að innan ?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en að innan er það frekar 
hrjúft og ójafnt, leifar í því að innan ?



Sherd group: 116

Site code: BES 90

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 105,108,113,124?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Raren/Frechen brot? Frekar hrúft að inna



Sherd group: 117

Site code: BES 90

Finds number: 79

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,17

EVE (%): 18% (rim)

Diameter (mm): 11

Rim type: 1‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar (necked)?

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en að inna er það kremað að 
lit. Glerungurinn nær örlítið inn á 



Sherd group: 118

Site code: BES 93

Finds number: 972

Unit number:

Number of sherds: 2

X: 169.5‐172.9

Y: 121.6‐123

Hæð: 8,8

Hole/svæði: H‐20

Production marks/flaws: Fingrafar að utan

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 43,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 119?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að inna orange. 
Brotin passa saman. Sennilega úr sama íláti 



Sherd group: 119

Site code: BES 89

Finds number: 144

Unit number:

Number of sherds: 1

X: 170‐172

Y:

Hæð: 1,07

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 118?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að inna orange. 
Sennilega úr sama íláti og nr 118 þó það 



Sherd group: 120

Site code: BES 87

Finds number: 1146

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan er 
leirinn ljós brún og eru rákir eftir rennslu



Sherd group: 121

Site code: BES 87

Finds number: 1146

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Stofa B

Production marks/flaws: Fingrafar að utan (frekar óljóst)

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brúnt að innan sem utan. Rákir eftir 
rennslu að innan



Sherd group: 122

Site code: BES 87

Finds number: 1128

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem passa ekki saman en eru 
sennilega úr sama ílátinu. 



Sherd group: 123

Site code: BES 93

Finds number: 199

Unit number:

Number of sherds: 1

X: 124‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws: Rákir að utan, líkar fingrafari

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt (aðeins út í rautt) að utan en ljóst að 
innan



Sherd group: 124

Site code: BES 93

Finds number: 199

Unit number:

Number of sherds: 1

X: 124‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 105,108,113,116?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Raren/Frechen brot?



Sherd group: 125

Site code: BES 93

Finds number: 204

Unit number:

Number of sherds: 1

X: 184‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: H‐16

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt en án glerungs að inna



Sherd group: 126

Site code: BES 90

Finds number: 81

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en að innan ljós kremað og 
rákir eru eftir rennslu



Sherd group: 127

Site code: BES 88

Finds number: 206

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Flower?

Applique method:



Weight (g): 41,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug

Fabric code: 8

Makers mark:

Date range: 1760‐1820

Applique motif:

Turned (lathe): banded

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan er það 
án glerungs og kremað. Að utan er skraut 



Sherd group: 128

Site code: BES 90

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws: fingraför, rákir og fl

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 132,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (large)

Fabric code: 20

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er ljós buff aðeins út í brúnt. 
Að innan er enginn glerungur, buff að lit og 



Sherd group: 129

Site code: BES 90

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws: fingraför, liefar af leir undir

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 92,17

EVE (%): 40% (base)

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (large)

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungur að utan er brún en að innan er 
enginn og leirinn er buff



Sherd group: 130

Site code: BES 89

Finds number: 308

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: mould‐applied



Weight (g): 4,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 18

Makers mark:

Date range: 1560/1570 (Naracha)

Applique motif: biblical story

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot úr Schnellen könnur ‐ Ljóst að utan 
sem innan ‐ erfitt að sjá myndina ‐ 



Sherd group: 131

Site code: BES 87

Finds number: 415

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brúnt að utan en að innan er það út í 
bleikt



Sherd group: 132

Site code: BES 92

Finds number: 256

Unit number:

Number of sherds: 1

X: 158,31

Y: 108,38

Hæð: 8,43

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,84

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt (aðeins út í grænt ?) að utan en að 
innan orange, rákir eftir rennslu



Sherd group: 133

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en kremað að innan



Sherd group: 134

Site code: BES 87

Finds number: 675

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en buff aðeins út í grátt að 
innan



Sherd group: 135

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauðbrúnt að utan en að innan 



Sherd group: 136

Site code: BES 87

Finds number: 763

Unit number:

Number of sherds: 2

X: 204

Y: 124

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 137?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilegt að brot úr nr 137 sé úr sama íláti 
þó það passi ekki við hin tvö sem passa 



Sherd group: 137

Site code: BES ?

Finds number: 414

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 136?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilegt að brot úr nr 136 sé úr sama íláti 
þó það passi ekki við hin tvö. Riflað að utan 



Sherd group: 138

Site code: BES 87

Finds number: 610

Unit number:

Number of sherds: 4

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Lítið brot af handfangi með brúnum 
glerung, hin brotin hafa splittast í sundur



Sherd group: 139

Site code: BES 93

Finds number: 105

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem passa ekki saman en eru 
sennilega úr sama íláti. Brúnt að utan en 



Sherd group: 140

Site code: BES 89

Finds number: 278

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,38

EVE (%): 18% (rim)

Diameter (mm): 8

Rim type: 1‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: drug pot

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan þar sem liturinn dofnar upp 
við brúnina, ljós kremað flekkót að innan



Sherd group: 141

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 142?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilega úr sama íláti og nr 142?, þó það 
passi ekki við. Brúnt aðeins út í grátt að 



Sherd group: 142

Site code: BES 87

Finds number: 414

Unit number:

Number of sherds: 13

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 141?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilega úr sama íláti og nr 14?, þó það 
passi ekki við ‐ Eitthvað af brotunum passa 



Sherd group: 143

Site code: BES 87

Finds number: 1138

Unit number:

Number of sherds: 1

X: 208

Y: 126

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst, aðeins út í orange að utan en að 
innan er það ljós grátt



Sherd group: 144

Site code: BES 92

Finds number: 494

Unit number:

Number of sherds: 1

X: 167,98

Y: 117,49

Hæð: 8,48

Hole/svæði: 12

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Lítið brot, brúnt að utan og innan en þar er 
enginn glerungur



Sherd group: 145

Site code: BES 93

Finds number: 191

Unit number:

Number of sherds: 1

X: 184‐90

Y: 124‐9

Hæð: 8,60

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan sem innan



Sherd group: 146

Site code: BES 87

Finds number: 352

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljósbrúnt að utan en að innan er það ljós 
kremað



Sherd group: 147

Site code: BES 87

Finds number: 749

Unit number:

Number of sherds: 2

X: 206‐10

Y: 118

Hæð: ca 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem passa ekki saman en eru þó 
sennilega úr sama ílátinu. Stærra brotið er 



Sherd group: 148

Site code: BES 93

Finds number: 192

Unit number:

Number of sherds: 2

X: 184‐90

Y: 124‐9

Hæð: 8,60

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot þar sem glerungurinn hefur 
flagnað af báðum brotunum að utan en 



Sherd group: 149

Site code: BES 93

Finds number: 204

Unit number:

Number of sherds: 1

X: 184‐90

Y: 124‐9

Hæð: 8,60

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): partial

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot sennilega af botni en þó brotið af 
báðum endum, Smá hluti af glerung að 



Sherd group: 150

Site code: BES 87

Finds number: 96

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: hluti af botni, þó ekki hægt að mæla, brún 
glerungur að utan en brún/orange að innan



Sherd group: 151

Site code: BES 87

Finds number: 197

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brúnt að utan en að innan er það 
buff/orange ‐ enginn glerungur



Sherd group: 152

Site code: BES 89

Finds number: 288

Unit number:

Number of sherds: 1

X: 192

Y: 125

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Að utan er glerungurinn brún/grár en að 
innan er hann grár, rákir eftir rennslu að 



Sherd group: 153

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós grátt aðeins út í brúnt að utan að 
innan ljós grátt



Sherd group: 154

Site code: BES 92

Finds number: 471

Unit number:

Number of sherds: 1

X: 167,68

Y: 118,2

Hæð: 8,5

Hole/svæði: 12

Production marks/flaws: Fingrafar

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: LJós grár glerungur að utan en hinu 
meginn hefur það brotnað



Sherd group: 155

Site code: BES 89

Finds number: 290

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws: Rák

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en orange að innan án 
glerungs



Sherd group: 156

Site code: BES 89

Finds number: 290

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá‐brúnt að utan en brúnt að innan



Sherd group: 157

Site code: BES 89

Finds number: 290

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,6

EVE (%): 10% (base)

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá‐brúnt að utan en ljós krem‐orange að 
innan, rákir eftir rennslu



Sherd group: 158

Site code: BES 87

Finds number: 760

Unit number:

Number of sherds: 1

X: 206

Y: 128

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 159?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 73

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange‐gullt að utan en buff (ljóst) að 
innan. Sennilega er brot nr 159 úr sama í 



Sherd group: 159

Site code: BES 87

Finds number: 352

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 158?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 73

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange‐gullt að utan en buff (ljóst) að 
innan. Sennilega er brot nr 158 úr sama í 



Sherd group: 160

Site code: BES 87

Finds number: 1128

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt út í ljósbrúnt með smá litlum 
svörtum doppum að utan en að innan er 



Sherd group: 161

Site code: BES 87

Finds number: 612

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan aðeins gróft að hluta að 
innan sjást rákir eftir rennslu og það er ljós 



Sherd group: 162

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: lítið brot sem er brúnt að utan en hefur 
flagnað



Sherd group: 163

Site code: BES 87

Finds number: 207

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brúnt að utan en að ljós brúnt að 
innan



Sherd group: 164

Site code: BES 88

Finds number: 165

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá/brúnt aðeins hrjúft að utan en að 
innan ljós grátt



Sherd group: 165

Site code: BES 87

Finds number: 707

Unit number:

Number of sherds: 1

X: 208

Y: 122‐124

Hæð: 50‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: dökk brúnt aðeins hrjúft að utan en að 
innan ljós brúnt og sjást rákir eftir rennslu



Sherd group: 166

Site code: BES 93

Finds number: 977

Unit number:

Number of sherds: 1

X: 177.3‐188.7

Y: 134.5‐138

Hæð: 8,8

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,8

EVE (%): 25% (rim)

Diameter (mm): 3

Rim type: 3‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (small)?

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brot af stút af flösku 



Sherd group: 167

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að innan sem utan 



Sherd group: 168

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 8

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Partur af handfangi‐glerungur báðumeginn



Sherd group: 169

Site code: BES 87

Finds number: 523

Unit number:

Number of sherds: 1

X: 206

Y: 140

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 71,68

EVE (%): 60% (base)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: Græn slikja við botnin

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún/kremað að utan, enginn 
glerungur ‐ að innan aðeins út í orange, 



Sherd group: 170

Site code: BES 88

Finds number: 70

Unit number:

Number of sherds: 29

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws: Fingraför og rákir

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 184,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (large)

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brúnt/grátt að utan með dökkum 
flekkjum ‐ orange að innan með rákir eftir 



Sherd group: 171

Site code: BES 87

Finds number: 691

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 37,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: sennileg brot af pott?, ljós brúnt að utan 
en að innan brún/orange með rákir eftir 



Sherd group: 172

Site code: BES 88

Finds number: 268

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Stofa D

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range: 18 century 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Duingen? ‐ Brúnt að utan en kremað að 
innan



Sherd group: 173

Site code: BES 87

Finds number: 545

Unit number:

Number of sherds: 3

X: 206

Y: 124

Hæð: 100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,5

EVE (%): 32% (rim)

Diameter (mm): 4

Rim type: 31‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (small)

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot sem passa ekki saman en eru 
sennilega úr sama ílátinu. Ljós brún/orange 



Sherd group: 174

Site code: BES 87

Finds number: 496

Unit number:

Number of sherds: 2

X: 208

Y: 124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö lítil brot sem passa ekki saman en eru 
sennilega úr sama íláti. 



Sherd group: 175

Site code: BES 87

Finds number: 609

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Lítið brot sem er ljóst að utan en kremað 
að innan



Sherd group: 176

Site code: BES 87

Finds number: 609

Unit number:

Number of sherds: 2

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 177?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem passa ekki saman en eru 
sennilega úr sama ílátinu. Sennilega er nr 



Sherd group: 177

Site code: BES 87

Finds number: 680

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 176?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot sem er sennilega úr sama íláti og nr 
176 þó það passi ekki saman.



Sherd group: 178

Site code: BES 92

Finds number: 680

Unit number:

Number of sherds: 1

X: 106,43

Y: 159,98

Hæð: 7,74

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst brot að innan sem utan



Sherd group: 179

Site code: BES 89

Finds number: 298

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en grátt að innan, hrjúft 
báðu meginn



Sherd group: 180

Site code: BES 87

Finds number: 746

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en að innan er það kremað



Sherd group: 181

Site code: BES 87

Finds number: 1123

Unit number:

Number of sherds: 1

X: 225,6

Y: 126,8

Hæð: 200 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en kremað að innan



Sherd group: 182

Site code: BES 87

Finds number: 713

Unit number:

Number of sherds: 7

X: 204

Y: 114

Hæð: 80‐110cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 128,77

EVE (%): 28%(base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar (necked)?

Fabric code: 13

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Kremað að utan sem innan en að utan eru 
gráir flekkir



Sherd group: 183

Site code: BES 89

Finds number: 132

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws: Fingraför niðri við botninn

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 222,28

EVE (%): 35%(base)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: preserve jar

Fabric code: 14

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Fimm brot límd saman en það 6 passar 
ekki við en er sennilega af sama ílátiGrátt 



Sherd group: 184

Site code: BES 89

Finds number: 132

Unit number:

Number of sherds: 11

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws: Tvö strik eftir hníf

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 353,5

EVE (%): 32%(base)‐29% (rim)  

Diameter (mm): 11 og 10

Rim type:

Refit/same as: 185?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: preserve jar

Fabric code: 14

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin eru öll úr sama ílátinu og hafa sum 
verið límd saman. Að utan er það hrúft 



Sherd group: 185

Site code: BES 89

Finds number: 133

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 184?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 14

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilega úr sama íláti og nr 184 þó það 
passar ekki saman.



Sherd group: 186

Site code: BES 89

Finds number: 133

Unit number:

Number of sherds: 4

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws: Grunnar rákir að utan

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 56,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: preserve jar

Fabric code: 14

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós grátt að utan en að innan ljós brúnt 
með rákir eftir rennslu



Sherd group: 187

Site code: BES 89

Finds number: 134

Unit number:

Number of sherds: 1

X: 176‐178

Y: 124‐125

Hæð: 99‐115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 14

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt aðeins út í brúnt að utan en að innan 
brúnt



Sherd group: 188

Site code: BES 92

Finds number: 264

Unit number:

Number of sherds: 2

X: 159,58

Y: 109,54

Hæð: 8,52

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 14

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem eru sennilega úr sama íláti en 
passa ekki saman.



Sherd group: 189

Site code: BES 93

Finds number: 23

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 45,12

EVE (%): 28%(rim)

Diameter (mm): 9

Rim type: 5‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst að utan sem inna



Sherd group: 190

Site code: BES 93

Finds number: 23

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,05

EVE (%): 9% (rim)

Diameter (mm): 8

Rim type: 5‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot af brún af jar en þó of lítill til að mæla 
rim



Sherd group: 191

Site code: BES 87

Finds number: 338

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,39

EVE (%):

Diameter (mm):

Rim type: 5‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot af Bartamann flösku ‐ tvö brot sem 
passa saman



Sherd group: 192

Site code: BES 93

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 37,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Eins báðu megin ‐ ljós grátt



Sherd group: 193

Site code: BES 93

Finds number: 189

Unit number:

Number of sherds: 1

X: 184‐90

Y: 124‐9

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Eins báðu megin ‐ ljós grátt



Sherd group: 194

Site code: BES 93

Finds number: 225

Unit number:

Number of sherds: 1

X: 187,63

Y: 125,84

Hæð: 8,56

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Eins báðu megin ‐ ljós grátt



Sherd group: 195

Site code: BES 89

Finds number: 45

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,02

EVE (%): 15% (base)

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: storage jar

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Eins báðu megin ‐ ljós grátt



Sherd group: 196

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,2

EVE (%): 29%(rim)

Diameter (mm): 8

Rim type: 33‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: storage jar

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe): banded

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún sem er eins báðu megin ‐ ljós grátt



Sherd group: 197

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,92

EVE (%): 18% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: storage jar

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Botn sem er aðeins kúftur undir ‐ Eins báðu 
megin ‐ ljós grátt



Sherd group: 198

Site code: BES 89

Finds number: 31

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Eins báðu megin ‐ ljós grátt



Sherd group: 199

Site code: BES 89

Finds number: 31

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,5

EVE (%): 30% (rim)

Diameter (mm): 9

Rim type: 3‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: storage jar

Fabric code: 15

Makers mark:

Date range: 19 century

Applique motif:

Turned (lathe): banded

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Eins báðu megin ‐ ljós grátt



Sherd group: 200

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X: 226

Y: 120

Hæð: 12‐150 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt með svörtum litlum doppum að utan 
en að innan er það orange/krem  að lit, 



Sherd group: 201

Site code: BES 87

Finds number: 451

Unit number:

Number of sherds: 1

X: 202

Y: 124

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn að utan hefur flagnað að að 
einhverju leyti, hann er olíubrákaður en að 



Sherd group: 202

Site code: BES 90

Finds number: 261

Unit number:

Number of sherds: 1

X: 198

Y: 120

Hæð: 7,7

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan en að innan brúnt



Sherd group: 203

Site code: BES 92

Finds number: 228

Unit number:

Number of sherds: 1

X: 159,66

Y: 107,32

Hæð: 8,4

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Lítið brot úr botni ‐ grátt báðu megin



Sherd group: 204

Site code: BES 87

Finds number: 670

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan en brúnt með rákir eftir 
rennslu að innan



Sherd group: 205

Site code: BES 90

Finds number: 228

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan með rákir í en brúnt að innan



Sherd group: 206

Site code: BES 88

Finds number: 164

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: grátt að utan, aðeins út í grænt. Brúnt að 
innan, rákir eftir rennslu



Sherd group: 207

Site code: BES 88

Finds number: 61

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,38

EVE (%): 12% (rim)

Diameter (mm): 10

Rim type: 5‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: storage jar

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe): reeded

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan með smá gulu við eina 
brúnina. Brúnt að innan, rákir eftir rennslu



Sherd group: 208

Site code: BES 87

Finds number: 707

Unit number:

Number of sherds: 1

X: 208

Y: 122‐124

Hæð: 50‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 3

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan sem innan, aðeins gult að 
utan  en að inna eru svartar doppur



Sherd group: 209

Site code: BES 88

Finds number: 267

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Snið 2

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 32,07

EVE (%): 19%(base)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug

Fabric code: 17

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Siegburg brot ‐ að utan er það brúnt aðeins 
út í rautt ‐ botninn er gerður með 



Sherd group: 210

Site code: BES 96

Finds number: 415

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 18

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot sem er grátt að utan sem innan en án 
glerungs



Sherd group: 211

Site code: BES 88

Finds number: 269

Unit number:

Number of sherds: 1

X: 200

Y: 138‐144

Hæð:

Hole/svæði: Við snið 2

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 18

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot úr Schnellen könnu ‐ Brot sem er grátt 
að utan sem innan en án glerungs



Sherd group: 212

Site code: BES 95

Finds number: 100

Unit number:

Number of sherds: 1

X: 104,31

Y: 112,7

Hæð: 7,92

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: að innan?

Frost affected:

sub‐angular: angular

Vessel type: storage jar

Fabric code: 18

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot úr botni úr Schnellen könnu ‐ Að utan 
er það grátt aðeins útí dökk sumstaðar en 



Sherd group: 213

Site code: BES 89

Finds number: 301

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 18

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að innan sem utan



Sherd group: 214

Site code: BES 95

Finds number: 439

Unit number:

Number of sherds: 1

X: 102,71

Y: 115,83

Hæð: 8,16

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 18

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Lítið brot



Sherd group: 215

Site code: BES 87

Finds number: 392

Unit number:

Number of sherds: 1

X: 206

Y: 122

Hæð: 80‐110cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan með litlum dökkum doppum 
en að innan er það grá/orange með 



Sherd group: 216

Site code: BES 87

Finds number: 998

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt að utan en að innan er það 
grá/brúnt, dökkar doppur báðu meginn



Sherd group: 217

Site code: BES 87

Finds number: 764

Unit number:

Number of sherds: 1

X: 204

Y: 124

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá‐brúnt að utan en að innan ljós 
buff/orange 



Sherd group: 218

Site code: BES 87

Finds number: 676

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá‐brúnt að utan en að innan ljós 
buff/orange 



Sherd group: 219

Site code: BES 88

Finds number: 272

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Við snið 3

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 10

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt með dökkum doppum í að utan en 
að innan ljós brúnt



Sherd group: 220

Site code: BES 95

Finds number: 719

Unit number:

Number of sherds: 1

X: 100,38

Y: 112,53

Hæð: 7,39

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún gerlurngur að utan en ljóst að 
innan 



Sherd group: 221

Site code: BES 96

Finds number: 404

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 12

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: brún/grátt að utan mmeð litlum dökkum 
doppum en að innan ljós gtátt með 



Sherd group: 222

Site code: BES 87

Finds number: 698

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 12

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan en ljós brúnt að innan



Sherd group: 223

Site code: BES 87

Finds number: 373

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,84

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 14

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan með gulum doppum í en 
brúnt að innan 



Sherd group: 224

Site code: BES 87

Finds number: 753

Unit number:

Number of sherds: 1

X: 155

Y: 115

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 16

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að inna sem utan og er 
hann frekar grófur með svörtum flekkjum í



Sherd group: 225

Site code: BES 88

Finds number: 65

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 19

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilega Westerwald brot ‐ Ljós grátt að 
utan með dökkum doppum í en að innan 



Sherd group: 226

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 227

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (large)

Fabric code: 20

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot sem passar í flöskuna nr 227 ‐ Ljós 
brúnt að utan en ljóst að innan



Sherd group: 227

Site code: BES 89

Finds number: 352

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g):

EVE (%): 100% /base)

Diameter (mm): 9

Rim type:

Refit/same as: 226

Residues:

Repair hole:

Wear marks: tvö óljós fingrafrör

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (large)

Fabric code: 20

Makers mark:

Date range: 1850‐1900?

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Öll brotinn hafa verð límd saman og er 
flaskan næri heil þó vantar efsta hlutan en 



Sherd group: 228

Site code: BES 94

Finds number: 21

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: Báðu meginn?

sub‐angular: angular

Vessel type: unknown

Fabric code: 21

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Green glazed gray ware báðu meginn



Sherd group: 229

Site code: BES 87

Finds number: 678

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 22

Makers mark:

Date range: 1740‐1770

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár glerungur að innan sem  utan



Sherd group: 230

Site code: BES 87

Finds number: 561

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 22

Makers mark:

Date range: 1740‐1770

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár glerungur að innan sem  utan



Sherd group: 231

Site code: BES 87

Finds number: 1128

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 22

Makers mark:

Date range: 1740‐1770

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár glerungur að innan sem  utan



Sherd group: 232

Site code: BES 93

Finds number: 856

Unit number:

Number of sherds: 4

X: 155,34

Y: 111,65

Hæð: 8,23

Hole/svæði: H‐20

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: sprigged



Weight (g): 69,46

EVE (%): 45% (rim)

Diameter (mm): 8

Rim type: 6‐st

Refit/same as: 233

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: vases

Fabric code: 23

Makers mark:

Date range: late 18th century

Applique motif: blóma skraut á handfanginu

Turned (lathe): engine‐turned

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Fjögur brot sem eru sennilega úr sama 
ílátinu, gerð af grískum vasa



Sherd group: 233

Site code: BES 89

Finds number: 221

Unit number:

Number of sherds: 2

X: 171,5

Y: 125

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: sprigged



Weight (g): 11,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 232

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: vases

Fabric code: 23

Makers mark:

Date range: late 18th century

Applique motif: Rendur en enginn mynd

Turned (lathe): engine‐turned

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem hafa verið límd saman. 
Sennilega úr sama íláti og nr 232



Sherd group: 234

Site code: BES 90

Finds number: 268

Unit number:

Number of sherds: 2

X: 198

Y: 121

Hæð: 7,51

Hole/svæði: H‐10

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 39,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 24

Makers mark:

Date range: 13‐14 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem eru úr sama ílátinu þó þau 
passi ekki saman. Þau eru með brún, 



Sherd group: 235

Site code: BES 95

Finds number: 699

Unit number:

Number of sherds: 1

X: 106,14

Y: 111,93

Hæð: 7,5

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 32,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a jug

Fabric code: 24

Makers mark:

Date range: 13‐14 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Hnadfangið er með ljós gul‐grænum 
glerung. Leirinn á því er snúinn



Sherd group: 236

Site code: BES 90

Finds number: 258

Unit number:

Number of sherds: 2

X: 197

Y: 121

Hæð: 7,51

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,84

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 24

Makers mark:

Date range: 13‐14 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem eru límd saman. Að utan er 
glerungurinn græn og frekar hrjúfur en að 



Sherd group: 237

Site code: BES 87

Finds number: 432

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,7

EVE (%): 100% (base)

Diameter (mm): 3

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 25

Makers mark:

Date range: 1700‐1780

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Batavia‐Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Tvö af brotun hafa verið límd saman. 
Bollinn er brún að utan en að innan er 



Sherd group: 238

Site code: BES 93

Finds number: 978

Unit number:

Number of sherds: 2

X: 177.3‐188.7

Y: 134.5‐138

Hæð:

Hole/svæði: H‐20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 1700‐1780

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Batavia

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Tvö brot sem eru sennileg úr sama 
bollanum þó þau passi ekki saman. Þau eru 



Sherd group: 239

Site code: BES 89

Finds number: 239

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 1700‐1780

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Batavia

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot sem er brúnt báðu meginn



Sherd group: 240

Site code: BES 88

Finds number: 266

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Svæði III kirkjugarði ‐ uppfylling

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,46

EVE (%): 12% (rim)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 25

Makers mark:

Date range: 1700‐1780

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Imari ‐ hringir með punkt inni í

Enamelled: Enamelled

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brot sem er hvítt í grunninn en brúnt að 
utan, upp við brúnina eru litlar doppur og 



Sherd group: 241

Site code: BES 93

Finds number: 858

Unit number:

Number of sherds: 1

X: 155,36

Y: 111,51

Hæð: 8,18

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: lítið brot sem er með bláu mynstir



Sherd group: 242

Site code: BES 93

Finds number: 527

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: tvö brot sem passa saman og eru blá að 
innan 



Sherd group: 243

Site code: BES 92

Finds number: 198

Unit number:

Number of sherds: 1

X: 158,43

Y: 110,36

Hæð: 8,64

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: lítið brot sést örlítið í blátt í einu horninu



Sherd group: 244

Site code: BES 87

Finds number: 718

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð: 80‐110cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white ‐ Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brot með bláu blómi



Sherd group: 245

Site code: BES ?

Finds number: 1129

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brot með bláu mynstri ‐ óljóst



Sherd group: 246

Site code: BES 87

Finds number: 433

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: brot sennilega af undirskál en þó ekki 
ljóst ‐ blátt upp við brúnina, tvær þunnar 



Sherd group: 247

Site code: BES 87

Finds number: 103

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: mjög lítið brot sem er með bláa þunna 
rönd að utan en að inna eru /// strik



Sherd group: 248

Site code: BES 93

Finds number: 28

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,96

EVE (%): 10% (base)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotið er með letri að innan 



Sherd group: 249

Site code: BES 87

Finds number: 435

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt að utan með ljósu, sennilega blómi og 
aðeins orange



Sherd group: 250

Site code: BES 95

Finds number: 529

Unit number:

Number of sherds: 2

X: 97,58

Y: 116,8

Hæð: 7,94

Hole/svæði: RH‐6

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Tvö brot sem passa saman, annað er af 
brún og það með tveimur línum með 



Sherd group: 251

Site code: BES 87

Finds number: 700

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white ‐ Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: mjög lítið brot sem er blátt að utan með 
blómum, sést aðeins í organe



Sherd group: 252

Site code: BES 96

Finds number: 178

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,97

EVE (%): 8% (rim)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan sem innan, brún 
brúninn, að innan er ein þunn lína við 



Sherd group: 253

Site code: BES 93

Finds number: 268

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt að innan 



Sherd group: 254

Site code: BES 90

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,1

EVE (%): 7% (rim)

Diameter (mm): 20

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: við brúnina að innan er ein þunn lína upp 
við brún og tvær þunnar fyrir neðan en á 



Sherd group: 255

Site code: BES 90

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2

EVE (%): 10% (rim)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: við brúnina að innan er ein þunn lína upp 
við brún og tvær þunnar fyrir neðan en á 



Sherd group: 256

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,6

EVE (%): 10% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Tvö brot sem passa ekki saman en eru 
sennilega úr sama ílátin. Annað brotið er 



Sherd group: 257

Site code: BES 95

Finds number: 431

Unit number:

Number of sherds: 1

X: 102,04

Y: 113,56

Hæð: 8,15

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Familie Verte ?

Enamelled: Enamelled

Gylden:

Lustre:

Quality (paintwork): clear

Notes: lítið brot sem er með tveimur þunnum 
rauðum röndum og ljós græn/gula liti 



Sherd group: 258

Site code: BES 93

Finds number: 522

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Familie Verte

Enamelled: Enamelled

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brot með gul/grænum blómum ? Og 
rauðum stöngli?



Sherd group: 259

Site code: BES 87

Finds number: 418

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled: Enamelled

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Aðeins grænt í brotinu



Sherd group: 260

Site code: BES 87

Finds number: 701

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled: Enamelled

Gylden:

Lustre:

Quality (paintwork): clear

Notes: mynstur báðu meginn ‐ þunnar línur 



Sherd group: 261

Site code: BES 90

Finds number:

Unit number: úr efsta lagi "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Lítið brot af brúmn sem er með hringjum 
og doppum við brúnina að innan verður. 



Sherd group: 262

Site code: BES 91

Finds number: 70

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,7

EVE (%): 7% (rim)

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white ‐ Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að utan en að inna er 
ein þunn rönd við brúnina



Sherd group: 263

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 27,19

EVE (%): 12% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white ‐ Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að innan



Sherd group: 264

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,4

EVE (%): 12% (rim)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white ‐ Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að utan en að inna 
hvítt



Sherd group: 265

Site code: BES 87

Finds number: 357

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white ‐ Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að innan 



Sherd group: 266

Site code: BES 90

Finds number:

Unit number: úr efsta lagi "ruddanum"

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 33,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white ‐ Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að innan



Sherd group: 267

Site code: BES 90

Finds number:

Unit number: úr efsta lagi "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white ‐ Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að innan ‐ liturinn 
aðeins drekkri en á hinum



Sherd group: 268

Site code: BES 87

Finds number: 210

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,52

EVE (%): 100% (base)

Diameter (mm): 5

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: eggcup

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Tvær bláar þunnar renndur neðst á 
bikarnum 



Sherd group: 269

Site code: BES 91

Finds number: 75

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan



Sherd group: 270

Site code: BES 93

Finds number: 43

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að innan



Sherd group: 271

Site code: BES 87

Finds number: 377

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan sem innan



Sherd group: 272

Site code: BES 92

Finds number: 118

Unit number:

Number of sherds: 1

X: 158,82

Y: 107,81

Hæð: 8,5

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,33

EVE (%): 30% (base)

Diameter (mm): 4

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 26

Makers mark: Royal Copenhagen

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: blátt mynstur að utan



Sherd group: 273

Site code: BES 87

Finds number: 221

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan



Sherd group: 274

Site code: BES 87

Finds number: 228

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan



Sherd group: 275

Site code: BES 89

Finds number: 228

Unit number:

Number of sherds: 1

X: 176‐177

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan



Sherd group: 276

Site code: BES 87

Finds number: 860

Unit number:

Number of sherds: 1

X: 208

Y: 126

Hæð: 80‐90 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 277?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan, aðeins blár blær á 
glerungnum sjálfum, sennilega sama og nr 



Sherd group: 277

Site code: BES 90

Finds number:

Unit number: úr efsta lagi "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan, aðeins blár blær á 
glerungnum sjálfum, sennilega sama og nr 



Sherd group: 278

Site code: BES 92

Finds number:

Unit number: Lausafundur

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark: Royal Copenhagen

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur, eitt brotana er með stimpli 
frá Royal Copenhagen



Sherd group: 279

Site code: BES 92

Finds number: 127

Unit number:

Number of sherds: 1

X: 159,09

Y: 107,5

Hæð: 8,52

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,33

EVE (%): 20% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að innan



Sherd group: 280

Site code: BES 92

Finds number: 127

Unit number:

Number of sherds: 1

X: 159,09

Y: 107,5

Hæð: 8,52

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: blátt mynstur að utan



Sherd group: 281

Site code: BES 89

Finds number: 49

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 33,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan



Sherd group: 282

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,9

EVE (%): 28% (base)

Diameter (mm): 5

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup ?

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan



Sherd group: 283

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan



Sherd group: 284

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 285

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 2

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan en að innan er ein 
þunn, frekar ljósblá rönd upp við brúnina. 



Sherd group: 286

Site code: BES 87

Finds number: 717

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð: 80‐110cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan ‐ aðeins drekkra en 
hin brotinn í FC 26



Sherd group: 287

Site code: BES 87

Finds number: 717

Unit number:

Number of sherds: 2

X: 204

Y: 114

Hæð: 80‐110cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan ‐ Brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 288

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,05

EVE (%): 27% (rim)

Diameter (mm): 14

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan, blóm með fjórum 
laufum



Sherd group: 289

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,15

EVE (%): 8% (rim)

Diameter (mm): 14

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan



Sherd group: 290

Site code: BES 87

Finds number: 430

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,51

EVE (%): 12% (rim)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan ‐ partur af 
handfanginu er með



Sherd group: 291

Site code: BES 87

Finds number: 430

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,2

EVE (%): 15% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan. Tvö brot sem passa 
ekki saman en eru sennilega úr sama ílati



Sherd group: 292

Site code: BES 87

Finds number: 430

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,82

EVE (%): 22% (base)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan



Sherd group: 293

Site code: BES 87

Finds number: 420

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 37,84

EVE (%): 30% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Chinese ‐ Pagodas

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Willow pattern ? Blátt mynstur af Landslagi



Sherd group: 294

Site code: BES 90

Finds number:

Unit number: úr efsta lagi "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12

EVE (%): 19% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 295

Site code: BES 90

Finds number:

Unit number: úr efsta lagi "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 296

Site code: BES 90

Finds number:

Unit number: úr efsta lagi "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Leirinn hefur þó verið 
press molded að einhverju leyti



Sherd group: 297

Site code: BES 90

Finds number:

Unit number: úr efsta lagi "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 298

Site code: BES 89

Finds number: 18

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,3

EVE (%): 10% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 299

Site code: BES 92

Finds number: 574

Unit number:

Number of sherds: 1

X: 158,15

Y: 105,22

Hæð: 8,14

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 300

Site code: BES 93

Finds number: 994

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,69

EVE (%): 10% (base)

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 301

Site code: BES 93

Finds number: 79

Unit number:

Number of sherds: 1

X: 184‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 302

Site code: BES 93

Finds number: 274

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ aðeins gulleit



Sherd group: 303

Site code: BES 93

Finds number: 318

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Leirinn hefur þó verið 
press molded að einhverju leyti



Sherd group: 304

Site code: BES 90

Finds number:

Unit number: Lag II

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 305

Site code: BES 93

Finds number: 208

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a cup

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 306

Site code: BES 87

Finds number:

Unit number: Found in same box as 453 + 452 

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 307

Site code: BES 89

Finds number: 109

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 54,88

EVE (%): 35% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 308

Site code: BES 89

Finds number: 131

Unit number:

Number of sherds: 1

X: 176‐178

Y: 124‐125

Hæð: 115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 309

Site code: BES 89

Finds number: 91

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 310

Site code: BES 89

Finds number: 212

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 311

Site code: BES 93

Finds number: 210

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: X?

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 312

Site code: BES 93

Finds number: 229

Unit number:

Number of sherds: 1

X: 187,82

Y: 127,95

Hæð: 8,57

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 313

Site code: BES 93

Finds number: 78

Unit number:

Number of sherds: 1

X: 184‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 314

Site code: BES 93

Finds number: 45

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: lid ?

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Leirinn hefur þó verið 
press molded að einhverju leyti



Sherd group: 315

Site code: BES 98

Finds number:

Unit number: Hjá/ofan við hleðslu við L110

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: M‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Brotin passa ekki saman 
en eru sennilega úr sama íláti, annað 



Sherd group: 316

Site code: BES 89

Finds number: 110

Unit number:

Number of sherds: 5

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 44,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 317

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Brotin passa ekki saman 
en eitt brotið passar við tvö brot úr nr 



Sherd group: 317

Site code: BES 89

Finds number: 199

Unit number:

Number of sherds: 5

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 146,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 316

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Brotin passa ekki saman 
en tvö brotin passa við eitt brot úr nr 316 ‐ 



Sherd group: 318

Site code: BES 89

Finds number: 16

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Brotin passa ekki saman 
en eru sennilega úr sama íláti ‐ Annað 



Sherd group: 319

Site code: BES 89

Finds number: 55

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Brotin passa ekki saman 
en eru sennilega úr sama íláti ‐ Öll brotin 



Sherd group: 320

Site code: BES 89

Finds number: 55

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Leirinn hefur þó verið 
"press molded" að utan



Sherd group: 321

Site code: BES 89

Finds number: 83

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐  Brotin passa ekki saman 
en eru sennilega úr sama íláti



Sherd group: 322

Site code: BES 89

Finds number: 83

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 323

Site code: BES 89

Finds number: 83

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,3

EVE (%): 10% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 324

Site code: BES 89

Finds number: 83

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,81

EVE (%): 17% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 325

Site code: BES 93

Finds number: 950

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 326

Site code: BES 93

Finds number: 950

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 327

Site code: BES 89

Finds number: 35

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,16

EVE (%): 6% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 328

Site code: BES 89

Finds number: 35

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 329

Site code: BES 89

Finds number: 35

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,49

EVE (%): 10% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 330

Site code: BES 87

Finds number: 958

Unit number:

Number of sherds: 2

X: 202‐204

Y: 124‐126

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,8

EVE (%): 35% (base)

Diameter (mm): 4

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup small ?

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Brotin passa ekki saman 
en eru sennilega úr sama íláti



Sherd group: 331

Site code: BES 93

Finds number: 319

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,5

EVE (%): 11% (base) 

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐  Brotin passa ekki saman 
en eru sennilega úr sama íláti



Sherd group: 332

Site code: BES 93

Finds number: 319

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 333

Site code: BES 93

Finds number: 319

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,95

EVE (%): 9% (rim)

Diameter (mm): 13

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐  Brotin passa ekki saman 
en eru sennilega úr sama íláti



Sherd group: 334

Site code: BES 89

Finds number: 200

Unit number:

Number of sherds: 2

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 37,04

EVE (%): 40% (base) ‐ 17% (rim)

Diameter (mm): 6 og 14

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Brotin passa saman



Sherd group: 335

Site code: BES 89

Finds number: 86

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Leirinn hefur þó verið 
press molded að einhverju leyti



Sherd group: 336

Site code: BES 89

Finds number: 86

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,88

EVE (%): 8% (rim)

Diameter (mm): 14

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 337

Site code: BES 89

Finds number: 86

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,26

EVE (%): 23% base)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 338

Site code: BES 89

Finds number: 202

Unit number:

Number of sherds: 7

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 51,62

EVE (%): 22% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Tvö af brotunum passa 
saman en hin ekki þó þau séu sennilega úr 



Sherd group: 339

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,42

EVE (%): 8% (rim)

Diameter (mm): 14

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ aðeins gulleit



Sherd group: 340

Site code: BES 98

Finds number:

Unit number: Í lagi með kloum ofl.

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: M‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a cup

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 341

Site code: BES 96

Finds number: 178

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 342

Site code: BES 93

Finds number: 267

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 343

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,25

EVE (%): 22% (base)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 344

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark: Óljóst hvaða merki þetta er

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 345

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ aðeins gulleit



Sherd group: 346

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 347

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 2

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 348

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Leirinn hefur þó verið 
press molded að einhverju leyti



Sherd group: 349

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,9

EVE (%): 50% (rim)

Diameter (mm): 3

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (very small)

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 350

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,99

EVE (%): 13% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 351

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur



Sherd group: 352

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐ Brotin passa ekki saman 
en eru sennilega úr sama íláti, annað 



Sherd group: 353

Site code: BES 89

Finds number: 78

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: Leg of a statue

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ekkert mynstur ‐  þetta er fótur af styttu af 
barni



Sherd group: 354

Site code: BES 93

Finds number: 341

Unit number:

Number of sherds: 1

X: 172,03

Y: 114,32

Hæð: 8,42

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: part of a statue?

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ekkert mynstur ‐ Sennilega er þetta partur 
af styttu en þó er erfitt að sjá það



Sherd group: 355

Site code: BES 89

Finds number: 38

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 62,25

EVE (%): 20% (base) ‐ 8% (rim)

Diameter (mm): 13 og 34

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 356

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 149,83

EVE (%): 29% (base)

Diameter (mm): 13

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 357

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 47,65

EVE (%): 11% (base) 

Diameter (mm): 13

Rim type:

Refit/same as:

Residues:

Repair hole: on the edge

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 358

Site code: BES 89

Finds number: 204

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,7

EVE (%): 5% (rim)

Diameter (mm): 20

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 359

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 360

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 361

Site code: BES 90

Finds number: 154

Unit number:

Number of sherds: 1

X: 187.25‐188.45

Y: 122.26‐123.84

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 362

Site code: BES 89

Finds number: 38

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 151,22

EVE (%): 9% (rim)

Diameter (mm): 28

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tureen

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 363

Site code: BES 89

Finds number: 203

Unit number:

Number of sherds: 3

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 44,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tureen

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 364

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 365

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark: Þrjú samhliða strik með punt fyrir framan

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 366

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 51,91

EVE (%): 25% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Þykk gylt rönd við brúnina ‐ Tvö af 
brotunum passa saman



Sherd group: 367

Site code: BES 93

Finds number: 277

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Ein þunn gylt lína ‐ farinn að mást af



Sherd group: 368

Site code: BES 87

Finds number: 445

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt rönd á brúninni og önnur þunn fyrir 
miðju að innan



Sherd group: 369

Site code: BES 89

Finds number: 200

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 30,6

EVE (%): 23% (rim)

Diameter (mm): 14

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt mjög þunn rönd fyrir miðju að innan



Sherd group: 370

Site code: BES 90

Finds number: 183

Unit number:

Number of sherds: 3

X: 187‐188

Y: 123‐124

Hæð: 7,85

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 35,1

EVE (%): 18% (rim)

Diameter (mm): 14

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt rönd á brúninni og önnur þynnri rétt 
fyrir neðan ‐ tvö brotana límd saman



Sherd group: 371

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Þunn gylt rönd á brúninni sem er farinn að 
mást af



Sherd group: 372

Site code: BES 87

Finds number:

Unit number: Úr síðari tíma skurði sem fer í gegnum 
gólfið í reit x‐208/y‐124

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Þunn gylt rönd á brúninni sem er farinn að 
mást af



Sherd group: 373

Site code: BES 96

Finds number: 178

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt rönd á brúninni og önnur þynnri rétt 
fyrir neðan ‐ Hitt brotið er ekki með 



Sherd group: 374

Site code: BES 93

Finds number: 319

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Ein þunn gylt lína ‐ farinn að mást af



Sherd group: 375

Site code: BES 89

Finds number: 68

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,3

EVE (%): 10% (rim)

Diameter (mm): 6

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle (very small)(suger basin?)

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt rönd upp við brúnina að utan



Sherd group: 376

Site code: BES 89

Finds number:

Unit number: Eldhús

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt rönd á brúninni og önnur þunn fyrir 
miðju að innan ‐ sú á brúninni er farinn að 



Sherd group: 377

Site code: BES 89

Finds number: 117

Unit number:

Number of sherds: 1

X: 176‐178

Y: 124‐125

Hæð: 99‐115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,47

EVE (%): 6% (rim)

Diameter (mm): 14

Rim type:

Refit/same as: 378

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern: flora ‐sheet flora

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: Yes

Lustre:

Quality (paintwork): clear

Notes: Gylt blóma mynstur við brúnina með 
vínberum 



Sherd group: 378

Site code: BES 93

Finds number: 947

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,94

EVE (%): 5% (rim)

Diameter (mm): 14

Rim type:

Refit/same as: 377

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: lithograph

Print pattern: Gold‐flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Gylt blóma mynstur við brúnina með 
vínberum 



Sherd group: 379

Site code: BES 89

Finds number:

Unit number: Eldhús

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: lithograph

Print pattern: Gold‐flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Gylt blóma mynstur við brúnina með 
vínberum ‐ sama mynstur og á nr 377og 



Sherd group: 380

Site code: BES 98

Finds number:

Unit number: Í lagi með kloum ofl.

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,07

EVE (%): 13% (rim)

Diameter (mm): 17

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: lithograph

Print pattern: Gold‐banded 

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Gylt þykk rönd við brúnina með eplum og 
laublöðum inn í ‐ ca 1 cm að þykkt ‐ brot nr 



Sherd group: 381

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt þykk rönd við brúnina með eplum og 
laublöðum inn í ‐ ca 1 cm að þykkt ‐ brot nr 



Sherd group: 382

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt rönd upp við brúnina að utan ‐ að auki 
hefur verið þykk rönd sem er búinn að 



Sherd group: 383

Site code: BES 93

Finds number: 30

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Blue‐banded

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá þykk rönd að utanverður við brúnina, 
eitthvert mynstur hefur verið inní en það 



Sherd group: 384

Site code: BES 93

Finds number: 257

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,43

EVE (%): 5% (rim)

Diameter (mm): 17

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Blue‐banded

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá þykk rönd við brúnna og þunn gylt undir



Sherd group: 385

Site code: BES 89

Finds number: 82

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Annað brotið hefur verið með þykkri rönd 
við brúina, sennilega gyltri en hitt brotið er 



Sherd group: 386

Site code: BES 89

Finds number: 82

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,63

EVE (%): 5% (rim)

Diameter (mm): 23

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Rönd yfir brúnina, sennilega hefur hún 
verið rauð eða orange en hefur mást af



Sherd group: 387

Site code: BES 87

Finds number: 216

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Rauð eða bleik rönd hefur verið á brúninni 
en brotið er brunnið og því erfitt að segja 



Sherd group: 388

Site code: BES 98

Finds number:

Unit number: Í lagi með kloum ofl.

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: M‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 55,71

EVE (%): 10% (base)

Diameter (mm): 30

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein orange rönd við brotið á disknum ‐ 
Royal rim pattern



Sherd group: 389

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,57

EVE (%): 12% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Á öðru brotinu er ein orange rönd ‐ eins og 
á nr 388. Brotin passa ekki saman en er þó 



Sherd group: 390

Site code: BES 87

Finds number: 434

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein þunn gylt lína á brúninni en að innan 
upp við brúnina eru þrjár bláar þunnar línur



Sherd group: 391

Site code: BES 89

Finds number: 36

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,64

EVE (%): 50% (base)

Diameter (mm): 6

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: lithograph

Print pattern: Flora ‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bleikt blóm með laufblauðum sem eru 
bleik og aðeins úr í orange á miðri 



Sherd group: 392

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: lithograph

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Mynstrið er grátt með bláu í ‐ sennilega 
blóm?



Sherd group: 393

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brún rönd við brúnina og fyrir neðan líka 
en hún er farinn að mást af



Sherd group: 394

Site code: BES 93

Finds number: 269

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,1

EVE (%): 54% (rim)

Diameter (mm): 6

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Blue lines ‐ horizontally

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bláar þunnar línur lárétt niður bollan ‐ 
Brotin passa saman



Sherd group: 395

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,83

EVE (%): 17% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 27

Makers mark:

Date range: 1790‐ prensent

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bleik blóm að utan með rauð‐gyltri rönd 
við brúnina ‐ Brotin passa saman



Sherd group: 396

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range: 1790‐ prensent

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt mynstur ‐ sést ekki hvað er



Sherd group: 397

Site code: BES 93

Finds number: 31

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grá strá með svörtum útlínum



Sherd group: 398

Site code: BES 87

Finds number: 231

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Brown line

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brún þunn lína við brúnina



Sherd group: 399

Site code: BES 89

Finds number:

Unit number: Eldhús

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grátt mynstur ‐ sennilega laufblað ‐ frekar 
óskýrt



Sherd group: 400

Site code: BES 89

Finds number: 49

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora ‐ Sheet Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan



Sherd group: 401

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Mynstrið er óljóst en er grá/grænt



Sherd group: 402

Site code: BES 93

Finds number: 986

Unit number:

Number of sherds: 2

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: H‐20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grátt blóma mynstur ‐ Brotin passa ekki 
saman en eru þó sennilega úr sama íláti



Sherd group: 403

Site code: BES 93

Finds number: 264

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk brún rönd við brúnina ‐ Brotin passa 
ekki saman en eru sennilega úr sama íláti



Sherd group: 404

Site code: BES 91

Finds number: 69

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: sprigged



Weight (g): 6,25

EVE (%): 9% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 27

Makers mark:

Date range:

Applique motif: Flora

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt franskt mynstur



Sherd group: 405

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: sprigged



Weight (g): 11,49

EVE (%): 11% (rim)

Diameter (mm): 14

Rim type:

Refit/same as: 406

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif: Flora

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublá blóm



Sherd group: 406

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: sprigged



Weight (g): 5,34

EVE (%): 9% (rim)

Diameter (mm): 14

Rim type:

Refit/same as: 405

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif: Flora

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublá blóm



Sherd group: 407

Site code: BES 95

Finds number: 377

Unit number:

Number of sherds: 1

X: 96,39

Y: 109,17

Hæð: 7,02

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: statue

Fabric code: 27

Makers mark:

Date range: 1750?

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt, bleikt og gull í styttunni



Sherd group: 408

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Batavian

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Rauð/orange mynstur að innan



Sherd group: 409

Site code: BES 87

Finds number: 825

Unit number:

Number of sherds: 2

X: 208

Y: 122‐124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Rauð‐gylt strá að utan en að innan upp við 
brún er þunn lína og lítið mynstur undir 



Sherd group: 410

Site code: BES 93

Finds number: 949

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,44

EVE (%): 25% (rim)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: mug

Fabric code: 27

Makers mark:

Date range: late 19‐20 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotið frekar óskýrt sökum bruna



Sherd group: 411

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,92

EVE (%): 19% (rim)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre: copper

Quality (paintwork): clear

Notes: Bleikt að utan en hvítt að innan



Sherd group: 412

Site code: BES 93

Finds number: 213

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: doll face

Fabric code: 28

Makers mark:

Date range: 20th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Andlit á lítilli dúkku



Sherd group: 413

Site code: BES 93

Finds number: 272

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: doll face

Fabric code: 28

Makers mark:

Date range: 20th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Doll face

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Andlit á dúkku, augu og augabrúnir sjálst 
vel en neðripartinn vantar sem og 



Sherd group: 414

Site code: BES 93

Finds number: 17

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: doll

Fabric code: 28

Makers mark:

Date range: 20th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Partar úr dúkku? Á einu brotinu er grafið í 
leirinn 189 en svo vantar aftan á, fyrir 



Sherd group: 415

Site code: BES 87

Finds number: 357

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 28

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Lítið brot sem er hvít án glerungs ‐ óljóst 
hvað þetta er 



Sherd group: 416

Site code: BES 98

Finds number:

Unit number: Í lagi með kloum ofl.

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: M‐2

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,96

EVE (%): 27% (rim)

Diameter (mm): 3

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: end of af skrew terminal

Fabric code: 28

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Riflað brot ‐ gæti verið frá íláti eða 
skrúfgangur á dúkku



Sherd group: 417

Site code: BES 87

Finds number: 384

Unit number:

Number of sherds: 1

X: 206

Y: 122

Hæð: 80‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,98

EVE (%): 15% (rim)

Diameter (mm): 8

Rim type:

Refit/same as: 2249

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Að utan eru rauðbrún bókm en að innan 
upp við brúnina er þunn rönd og þar fyrir 



Sherd group: 418

Site code: BES 93

Finds number: 527

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,57

EVE (%): 9% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: að utan upp við brún er þunn rauð lína og 
þar undir brún með skrautdroppum með 



Sherd group: 419

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bleikt lítið blóm með grænum stöngli



Sherd group: 420

Site code: BES 92

Finds number: 170

Unit number:

Number of sherds: 1

X: 158,51

Y: 105,82

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Föl gul og græn blóm



Sherd group: 421

Site code: BES 93

Finds number: 98

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grár litur í mynstir sem er óljóst



Sherd group: 422

Site code: BES 87

Finds number: 102

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,34

EVE (%): 20% (base)

Diameter (mm): 4

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup ?

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Hvítt brot 



Sherd group: 423

Site code: BES 92

Finds number: 293

Unit number:

Number of sherds: 1

X: 159,38

Y: 108,69

Hæð: 8,46

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Hvítt brot 



Sherd group: 424

Site code: BES 98

Finds number:

Unit number: Í lagi með kloum ofl.

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: M‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: lithograph

Print pattern: Flora‐sheet flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blá, rauð og bleik blóm að auki er græn 
litur sjánlegur ‐ á einu brotinu er þykk rauð 



Sherd group: 425

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,23

EVE (%): 28% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range: moder

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: landscape ‐ bout 

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotið er gult í gruninn en fyrir ca miðju er 
lítill seglbátur á vatni með gróður í 



Sherd group: 426

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,49

EVE (%): 11% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: lid

Fabric code: 25

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Örþunnt brot með mynd af stúlku þar sem 
hún sýr baki í myndina og svo er stór 



Sherd group: 427

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan



Sherd group: 428

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 429

Site code: BES 93

Finds number: 99

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 30,47

EVE (%): 11% (base) 

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt rósa mynstur ‐ sama mynstur og 
á nr 



Sherd group: 430

Site code: BES 93

Finds number: 1024

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þunn lína við brúnina en þar undir er þykk 
græn rönd og svört þunn undir henni ‐ 



Sherd group: 431

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 40,49

EVE (%): 28% (rim)

Diameter (mm): 14

Rim type: 8‐wt

Refit/same as: 432.433.434

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: sting circle 

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Rauðbleik rönd við brúnina en undir henni 
eru grænir hringir og neðan þá eru fjólublá 



Sherd group: 432

Site code: BES 90

Finds number: 144

Unit number:

Number of sherds: 3

X: 187.5‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 46,63

EVE (%): 12% (rim)

Diameter (mm): 14

Rim type:

Refit/same as: 431.433.434

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: sting circle 

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Rauðbleik rönd við brúnina en undir henni 
eru grænir hringir og neðan þá eru fjólublá 



Sherd group: 433

Site code: BES 90

Finds number: 140

Unit number:

Number of sherds: 1

X: 187‐188

Y: 121‐123

Hæð: 8,15

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 431.432.434

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: sting circle 

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Rauðbleik rönd við brúnina en undir henni 
eru grænir hringir og neðan þá eru fjólublá 



Sherd group: 434

Site code: BES 90

Finds number: 165

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 431.432.433

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: sting circle 

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Rauðbleik rönd við brúnina en undir henni 
eru grænir hringir og neðan þá eru fjólublá 



Sherd group: 435

Site code: BES 93

Finds number: 39

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 64,44

EVE (%): 49% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Greek Key elements

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Rauð rönd upp við brúnina, undir því er 
grænt grískt mynstur og undir því er rauð 



Sherd group: 436

Site code: BES 96

Finds number: 178

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Floret & Leaf

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Að utan er grænt laufblað aðeins út í 
brúnt ‐ að innan er bleikt óskýrt mynstur 



Sherd group: 437

Site code: BES 89

Finds number: 71

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Floret

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Fjólublá blóm upp við brúnina sem snúa 
niður 



Sherd group: 438

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: ampule‐cross?

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blátt lykkju‐mynstur upp við brúnina og 
undir því bláir krossar sem tengjast saman



Sherd group: 439

Site code: BES 89

Finds number: 127

Unit number:

Number of sherds: 1

X: 176‐178

Y: 124‐125

Hæð: 99‐115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Grænt mynstur ‐ sést ekki hvað er



Sherd group: 440

Site code: BES 87

Finds number:

Unit number: Munir úr músteins grunni "Bílskúr" 

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 54,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Floret

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Bleik stór blóm og lítil græn að utan



Sherd group: 441

Site code: BES 93

Finds number: 497

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 143,52

EVE (%): 100% (base)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: milk jug (small)

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Zikzak & floret

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Brúnt zik zak mynstur upp við brúina með 
punktum á vixl og blóm fyrir miðju sitti 



Sherd group: 442

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 445?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Floret

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Fjólublá blóm, Brún rönd upp við brúnina



Sherd group: 443

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Floret

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Rauð/bleikt mynstur sem er sést ekki hvað 
er



Sherd group: 444

Site code: BES 93

Finds number: 340

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Rauð rönd upp við brúnina, undir því er 
brúnt mynstur sem sést ekki hvað er



Sherd group: 445

Site code: BES 89

Finds number: 224

Unit number:

Number of sherds: 1

X: 177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,65

EVE (%): 12% (rim)

Diameter (mm): 11

Rim type:

Refit/same as: 442?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Floret

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Fjólublá blóm, Brún rönd upp við brúnina



Sherd group: 446

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 3

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blátt mynstur að innan sem erfitt er að sjá 
hvað er ‐ Brotin passa ekki saman en eru 



Sherd group: 447

Site code: BES 93

Finds number: 91

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: Yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blátt mynstur að innan sem erfitt er að sjá 
hvað er ‐ gæti verið sama og nr 446



Sherd group: 448

Site code: BES 89

Finds number: 74

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Flora & banded

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blátt mynstur með þremur röndum upp við 
brún og undir þeim stór blóm



Sherd group: 449

Site code: BES 95

Finds number: 214

Unit number:

Number of sherds: 1

X: 99,7

Y: 109,72

Hæð: 7,69

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blátt mynstur



Sherd group: 450

Site code: BES 89

Finds number: 69

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5

EVE (%): 12% (rim)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: spots & banded

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Upp við brúnina er rauð rönd, þar undir 
svartir punktar og undir þeim rauð rönd ‐ 



Sherd group: 451

Site code: BES 89

Finds number:

Unit number: Eldhús

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: spots & banded

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Upp við brúnina er rauð rönd, þar undir 
svartir punktar og undir þeim rauð rönd ‐ 



Sherd group: 452

Site code: BES 89

Finds number: 187

Unit number:

Number of sherds: 1

X: 170‐173

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: spots & banded

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Upp við brúnina er rauð rönd, þar undir 
svartir punktar og undir þeim rauð rönd ‐ 



Sherd group: 453

Site code: BES 92

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: spots & banded

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Upp við brúnina er rauð rönd, þar undir 
svartir punktar og undir þeim rauð rönd



Sherd group: 454

Site code: BES 93

Finds number: 95

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Rauðbrún rönd upp við brúnina en hundir 
henni grátt mynstur sem erfitt er að sjá 



Sherd group: 455

Site code: BES 93

Finds number: 995

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Brúnt mynstur sem erfitt er að sjá



Sherd group: 456

Site code: BES 89

Finds number: 255

Unit number:

Number of sherds: 5

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 58,05

EVE (%): 39% (rim)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Centra Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt blóma mynstur með stráum og upp 
við bún er grænt öldu mynstur að innan og 



Sherd group: 457

Site code: BES 89

Finds number: 97

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 33,59

EVE (%): 18% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Centra Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt blóma mynstur með stráum og upp 
við bún er grænt öldu mynstur að innan og 



Sherd group: 458

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Centra Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt blóma mynstur með stráum og upp 
við bún er grænt öldu mynstur að innan og 



Sherd group: 459

Site code: BES 89

Finds number: 107

Unit number:

Number of sherds: 5

X: 173‐177

Y: 125‐126

Hæð: 88‐130 cm

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 29

Makers mark:

Date range: 1814‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Classical‐Columned temples

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublá musteri með trjám að utan en að 
innan er einnig fjólublátt strika mynstur 



Sherd group: 460

Site code: BES 89

Finds number: 107

Unit number:

Number of sherds: 4

X: 173‐177

Y: 125‐126

Hæð: 88‐130 cm

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range: 1814‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Classical‐Columned temples

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá/fjólublátt musteri með trjám að utan ‐ 
sama mynstur og nr 459 ‐ Brotin passa ekki 



Sherd group: 461

Site code: BES 89

Finds number: 39

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1814‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt kassa mynstur að innan



Sherd group: 462

Site code: BES 89

Finds number: 87

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,08

EVE (%): 22% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1814‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Classical‐Columned temples

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt mynstur að innan ‐ sama 
mynstur og nr. 457



Sherd group: 463

Site code: BES 93

Finds number: 9

Unit number: Lag I ‐ Móaska

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 48,11

EVE (%): 27% (rim)

Diameter (mm): 16

Rim type:

Refit/same as: 464?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1785‐1864

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Svart blóma mynstur við brúina ‐  
sennilega sama og nr 464 þó þau passi ekki 



Sherd group: 464

Site code: BES 87

Finds number:

Unit number: Munir úr músteins grunni "Bílskúr" 

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 463?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1785‐1864

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Svart blóma mynstur við brúina ‐  
sennilega sama og nr 463 þó þau passi ekki 



Sherd group: 465

Site code: BES 90

Finds number: 153

Unit number:

Number of sherds: 2

X: 187.5‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,62

EVE (%): 10% (rim)

Diameter (mm): 14

Rim type:

Refit/same as: 466

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range: 1785‐1864

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá aðeins út í grátt tré mynstur að innan 
og utan



Sherd group: 466

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,56

EVE (%): 9% (rim)

Diameter (mm): 14

Rim type:

Refit/same as: 465

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range: 1785‐1864

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá aðeins út í grátt tré mynstur að innan 
og utan



Sherd group: 467

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 54,85

EVE (%): 40% (rim)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range: 1785‐1864

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá aðeins út í grátt tré mynstur að innan 
og utan ‐ sama mynstur og á nr 365 og 466



Sherd group: 468

Site code: BES 89

Finds number: 42

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1818‐1880

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk rautt blóma mynstur



Sherd group: 469

Site code: BES 93

Finds number: 268

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: milk jug (small)

Fabric code: 29

Makers mark:

Date range: 1784‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Romantic‐fanciful building in backroung

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan



Sherd group: 470

Site code: BES 93

Finds number: 14

Unit number: Lag I ‐ Móaska

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt mynstur með blómum og bekk efst 
við brúnina ‐ sennilega sama og nr 471



Sherd group: 471

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt mynstur með blómum og bekk efst 
við brúnina ‐ sennilega sama og nr 470



Sherd group: 472

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt blóma mynstur að utan  ‐sama 
mynstur og nr 473



Sherd group: 473

Site code: BES 93

Finds number: 92

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt blóma mynstur að utan  ‐sama 
mynstur og nr 472



Sherd group: 474

Site code: BES 89

Finds number: 73

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Glerungurinn að innan er nær alveg farinn 
af en á einum endanum sést lítillega í hann 



Sherd group: 475

Site code: BES 93

Finds number: 22

Unit number: Lag I ‐ Móaska

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt blóma mynstur að utan ‐ sama 
mynstur og nr476 og 477



Sherd group: 476

Site code: BES 89

Finds number: 130

Unit number:

Number of sherds: 1

X: 176‐178

Y: 124‐125

Hæð: 99‐115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólablátt blóma mynstur að utan ‐ sama 
mynstur og nr 475 og 477



Sherd group: 477

Site code: BES 93

Finds number: 257

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt blóma mynstur að utan ‐ sama 
mynstur og nr 475, 476



Sherd group: 478

Site code: BES 93

Finds number: 209

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1869

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt blóma mynstur að utan



Sherd group: 479

Site code: BES 93

Finds number: 16

Unit number: Lag I ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1869

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt blóma mynstur að utan



Sherd group: 480

Site code: BES 93

Finds number: 18

Unit number: Lag I ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1869

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt blóma mynstur að innan



Sherd group: 481

Site code: BES 93

Finds number: 211

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1869

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt blóma mynstur að innan



Sherd group: 482

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1880

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Rauð lítil blóm að innan



Sherd group: 483

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1880

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Rauð blóm og franskt mynstur að inna



Sherd group: 484

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1880

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Rauð/bleik blóm að utan ‐ Brotin passa 
ekki saman en eru þó sennilega úr sama 



Sherd group: 485

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1880

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Rauðbrún rönd upp við brúnina en undir 
hennir er rautt mynstur sem erfitt er að sjá 



Sherd group: 486

Site code: BES 89

Finds number: 283

Unit number: Eldhús

Number of sherds: 1

X: 191,6

Y: 125,18

Hæð: 158

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1869

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt kassa mynstur upp við brúinina en 
undir því er einnig brúnt mynstur sem 



Sherd group: 487

Site code: BES 93

Finds number: 981

Unit number:

Number of sherds: 1

X: 177.3‐188.7

Y: 134.5‐138

Hæð:

Hole/svæði: H‐20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1785‐1864

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Svart blóma mynstur að utan



Sherd group: 488

Site code: BES 89

Finds number: 30

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 49,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Central Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt blóma mynstur að utan með skrauti 
við brúnina 



Sherd group: 489

Site code: BES 93

Finds number: 20

Unit number: Lag I ‐ Móaska

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,45

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt blóma mynstur að inna ‐ sennilega 
sama mynstur og nr 490 ‐ Brotin passa ekki 



Sherd group: 490

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt blóma mynstur að inna ‐ sennilega 
sama mynstur og nr 489 ‐ Brotin passa ekki 



Sherd group: 491

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grátt blóma mynstur að utan en að innan 
er skraut upp við brúnina ‐ sennilega bolli



Sherd group: 492

Site code: BES 93

Finds number: 1019

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Gráa lítil strák að inna við botninn



Sherd group: 493

Site code: BES 93

Finds number: 211

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grá strik báðu meginn



Sherd group: 494

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1785‐1864

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Svart mynstur sem erfitt er að sjá hvað er



Sherd group: 495

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1785‐1864

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Svart blóma mynstur að utan



Sherd group: 496

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1785‐1864

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Svartar línur á mynstrinu sem erfitt er að 
sjá hvað er



Sherd group: 497

Site code: BES 87?

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grænt mynstur með trjám ‐ erfitt að sjá 
eitthvað annað



Sherd group: 498

Site code: BES 93

Finds number: 13

Unit number: Lag I ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,2

EVE (%): 27% (rim)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Fruits

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur með hangandi ávötum, 
eplum, perum ofl. 



Sherd group: 499

Site code: BES 89

Finds number: 215

Unit number:

Number of sherds: 1

X: 175,3‐177

Y: 126‐126,7

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur sem erfitt er að sjá 
hvað þar sem brotið er mjög lítið



Sherd group: 500

Site code: BES 93

Finds number: 990

Unit number:

Number of sherds: 1

X: 177,3

Y: 134,5

Hæð:

Hole/svæði: H‐15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur að innan sem utan, 
brúnin er með Royal pattern



Sherd group: 501

Site code: BES 92

Finds number: 253

Unit number:

Number of sherds: 2

X: 158,94

Y: 108,69

Hæð: 8,84

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur að innan sem utan ‐ 
brotin passa saman en 



Sherd group: 502

Site code: BES 89

Finds number: 231

Unit number:

Number of sherds: 2

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur að innan ‐ brotin passa 
ekki saman en eru sennilega úr sama íláti



Sherd group: 503

Site code: BES 93

Finds number: 932

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1859

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk grænt mynstur að innan ‐ fransk 
mynstur



Sherd group: 504

Site code: BES 87

Finds number: 705

Unit number:

Number of sherds: 1

X: 210

Y: 114

Hæð: 110 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan



Sherd group: 505

Site code: BES 89

Finds number: 217

Unit number:

Number of sherds: 1

X: 173‐174

Y: 125‐126

Hæð: 127

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,94

EVE (%): 10% (rim)

Diameter (mm): 18

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að innan ‐ lítil blóm í 
þyrpingu



Sherd group: 506

Site code: BES 89

Finds number: 217

Unit number:

Number of sherds: 1

X: 173‐174

Y: 125‐126

Hæð: 127

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að innan



Sherd group: 507

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 5

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur ‐ brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 508

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: American and British Views

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan sem utan ‐  að utan 
sjást nautgripir



Sherd group: 509

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur að innan ‐  Blá laufblöð 
og blóm



Sherd group: 510

Site code: BES 93

Finds number: 90

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur sem hefur flagnað af öðru 
megin



Sherd group: 511

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur að innan



Sherd group: 512

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur að utan



Sherd group: 513

Site code: BES 87?

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur að utan ‐ einnig eru 
tvær þunnar bláar línur



Sherd group: 514

Site code: BES 87?

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur að utan



Sherd group: 515

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 2

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt blóma mynstur að utan ‐ Brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 516

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt mynstur að utan



Sherd group: 517

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: yes

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur



Sherd group: 518

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að innan ‐  hefur flagnað af



Sherd group: 519

Site code: BES 87

Finds number:

Unit number: Munir úr músteins grunni "Bílskúr" 

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 39,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1802‐1846

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur ‐  Brotin passa ekki 
saman en eru þó sennilega úr sama íláti



Sherd group: 520

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 36,55

EVE (%): 20% (rim)

Diameter (mm): 17

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynsur um allt að innan



Sherd group: 521

Site code: BES 87

Finds number: 787

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð: 40‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt mynstur með hringjum og 
doppum inní



Sherd group: 522

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt mynstur



Sherd group: 523

Site code: BES 87

Finds number: 213

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt mynstur að innan sem eru tíglar 
með strikum og einnig með strikum inní og 



Sherd group: 524

Site code: BES 93

Finds number: 29

Unit number: Lag I ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt mynstur



Sherd group: 525

Site code: BES 96

Finds number: 178

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Bortin passa 
ekki saman en eru þó sennilega úr sama 



Sherd group: 526

Site code: BES 90

Finds number:

Unit number: Úr móösku‐ Lag II

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Sama mynstur 
og nr 



Sherd group: 527

Site code: BES 93

Finds number: 945

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Sama mynstur 
og nr 



Sherd group: 528

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Sama mynstur 
og nr 



Sherd group: 529

Site code: BES 87

Finds number: 443

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Sama mynstur 
og nr 



Sherd group: 530

Site code: BES 87

Finds number: 426

Unit number:

Number of sherds: 5

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Bortin passa 
ekki saman en eru þó sennilega úr sama 



Sherd group: 531

Site code: BES 93

Finds number: 937

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Bortin passa 
ekki saman en eru þó sennilega úr sama 



Sherd group: 532

Site code: BES 89

Finds number: 253

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Sama mynstur 
og nr 



Sherd group: 533

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Bortin passa 
ekki saman en eru þó sennilega úr sama 



Sherd group: 534

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 84,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Sama mynstur 
og nr 



Sherd group: 535

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 82,72

EVE (%): 12% (rim)

Diameter (mm): 26

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Bortin passa 
ekki saman en eru þó sennilega úr sama 



Sherd group: 536

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora‐Sheet Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur ‐ Sama mynstur 
og nr 



Sherd group: 537

Site code: BES 90

Finds number: 148

Unit number:

Number of sherds: 1

X: 187.45‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt blóma mynstur að innan sem 
utan



Sherd group: 538

Site code: BES 94

Finds number: 4

Unit number:

Number of sherds: 2

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1818‐1867

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós blátt mynstur að utan á örðru brotinu 
en hitt er hvítt, sennilega þó úr sama ílátinu



Sherd group: 539

Site code: BES 90

Finds number: 171

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,59

EVE (%): 11% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1840‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Classical‐Greek key elements

Hand painted: pattern/motif

Hand painted pattern: yellowe infill

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt og gult grískt mynstur með þunnum 
röndum fyrir ofan og neðan. Á brúninni er 



Sherd group: 540

Site code: BES 89

Finds number: 205

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,61

EVE (%): 13% (rim)

Diameter (mm): 16

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1790‐present

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bláár, orange, brún og græn litur á 
blómum og laufblöðum með brúnni rönd 



Sherd group: 541

Site code: BES 93

Finds number: 33

Unit number: Lag I ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1790‐present

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Kirsuber með grænum laufum



Sherd group: 542

Site code: BES 92

Finds number: 249

Unit number:

Number of sherds: 1

X: 159,78

Y: 109,73

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Lítið brot sem hefur rautt í einu horninu



Sherd group: 543

Site code: BES 89

Finds number: 116

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 29

Makers mark:

Date range: 1870

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: rauð lína

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Rauð líma niður eftir handfanginu ‐ breið 
efst og þynnist þegar neðar dregur og deyr 



Sherd group: 544

Site code: BES 93

Finds number: 957

Unit number: Hreyft niðurgrafið lag

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup (hemispherical)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Chines garden

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur af kínverskum garði að utan 
en að innan er rönd upp við brún



Sherd group: 545

Site code: BES 88

Finds number: 297

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa D

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: yellowe and brown

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Tværn þunnar brúnar renndur en að milli 
þeirra er þykk gul rönd



Sherd group: 546

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1790‐present

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk rauð blóm með grænum laufblöðum



Sherd group: 547

Site code: BES 87

Finds number: 1087

Unit number:

Number of sherds: 2

X: 206

Y: 130

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1790‐present

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Tvö brot sem passa ekki saman en eru 
sennilega úr sama íláti. Annað er með 



Sherd group: 548

Site code: BES 90

Finds number: 172

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,06

EVE (%): 23% (base)

Diameter (mm): 5

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt ílát ‐  sennilega sama og nr 549



Sherd group: 549

Site code: BES 89

Finds number: 76

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt brot ‐ senniega sama og nr 548



Sherd group: 550

Site code: BES 89

Finds number: 165

Unit number:

Number of sherds: 2

X: 170‐172

Y:

Hæð: 107

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: yellowe and purpule

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólablá rönd á brúninni og þar undir þykk 
gul rönd að utan



Sherd group: 551

Site code: BES 93

Finds number: 265

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Svart laufblöð með gulum klukkublómum



Sherd group: 552

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt blóm með grænum laufum í einu 
horninu ‐ frekar lítið



Sherd group: 553

Site code: BES 87

Finds number: 958

Unit number:

Number of sherds: 1

X: 202‐204

Y: 124‐126

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Dark Brown

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk rönd og undir henni er mjög lítill blár 
depill



Sherd group: 554

Site code: BES 89

Finds number: 183

Unit number:

Number of sherds: 1

X: 170‐173

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Brown

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk brúnar renndur ‐ þrjár ‐  Ein þykk efst 
og undir því tvær þynnri en á milli þeirra 



Sherd group: 555

Site code: BES 89

Finds number: 246

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá blóm með grænum laufblöðum og 
rautt inní blóminu



Sherd group: 556

Site code: BES 89

Finds number: 70

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1790‐present

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Græna laufblöð



Sherd group: 557

Site code: BES 87

Finds number: 219

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern: ?

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Handfang þar sem sést aðeins út í 
fjólublátt í báðum endum



Sherd group: 558

Site code: BES 91

Finds number: 74

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublátt mynstur



Sherd group: 559

Site code: BES 91

Finds number: 42

Unit number:

Number of sherds: 1

X: 164

Y: 119‐120

Hæð: 8,76

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Brown ‐ green

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brún rönd og smá grænt 



Sherd group: 560

Site code: BES 98

Finds number:

Unit number: Í lagi með kloum ofl.

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 90,9

EVE (%): 64% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark: Copenhagen ‐ Danmark

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Dökk blátt með brúnum  og smá grænu í 



Sherd group: 561

Site code: BES 93

Finds number: 38

Unit number: Lag I ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,26

EVE (%): 40% (rim)

Diameter (mm): 2

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: spout

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Stripes

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Hvítur grunnur með brúnum strikum ‐ 
brúnin er aðeins út í grænt



Sherd group: 562

Site code: BES 89

Finds number: 152

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐125

Hæð: 113

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,04

EVE (%): 15% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt í gruninn með drkkri skrikum sem 
fara aðeins út í gylt ‐ Brún litur einnig með



Sherd group: 563

Site code: BES 89

Finds number: 241

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Brown ‐ yellowe

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Tvær brúnar línur, þykk ljós gul lína á milli



Sherd group: 564

Site code: BES 93

Finds number: 40

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 43,09

EVE (%): 35% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Að utan eru þrjár þunnar línur upp við 
brún og ein að innan ‐ á handfanginu er ein 



Sherd group: 565

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 66,2

EVE (%): 45% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup (hemispherical)

Fabric code: 29

Makers mark: Furnival

Date range: 1890‐1913

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotin hafa verið límd saman ‐ Blátt 
mynstur að utan en að innan er mynstur í 



Sherd group: 566

Site code: BES 87

Finds number: 431

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark: Furnival

Date range: 1890‐1913

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóm að innan og Frunival merkið 
undir



Sherd group: 567

Site code: BES 87

Finds number: 431

Unit number:

Number of sherds: 4

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 125,46

EVE (%): 100% (base)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark: Furnival

Date range: 1890‐1913

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóm að innan og Furnival merkið 
undir ‐ brotin er límd saman



Sherd group: 568

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 58,52

EVE (%): 15% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark: Furnival

Date range: 1890‐1913

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt bóm að innan og Furnival merkið 
undir ‐ Brotin passa saman



Sherd group: 569

Site code: BES 88

Finds number: 13

Unit number:

Number of sherds: 2

X: 190

Y: 144

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,1

EVE (%): 6% (rim)

Diameter (mm): 22

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur



Sherd group: 570

Site code: BES 98

Finds number:

Unit number: Í lagi með kloum ofl.

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: M‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark: Funival ?

Date range: 1890‐1913

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur



Sherd group: 571

Site code: BES 94

Finds number:

Unit number: Lausafundur

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 50,79

EVE (%): 9% (rim)

Diameter (mm): 19

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: soup plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur



Sherd group: 572

Site code: BES 87

Finds number: 762

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,61

EVE (%): 7% (rim)

Diameter (mm): 22

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur



Sherd group: 573

Site code: BES 95

Finds number: 392

Unit number:

Number of sherds: 1

X: 92,83

Y: 108,42

Hæð: 7,03

Hole/svæði: RH‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur



Sherd group: 574

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt bóma mynstur ‐ að utan



Sherd group: 575

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 8

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að utan ‐ brotin passa 
ekki saman en eru sennilega úr sama íláti ‐ 



Sherd group: 576

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að utan ‐  sama 
mynstur og nr 575



Sherd group: 577

Site code: BES 93

Finds number: 44

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt bóma mynstur



Sherd group: 578

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,15

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur



Sherd group: 579

Site code: BES 89

Finds number: 216

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð: 20

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að innan en hvítt að utan



Sherd group: 580

Site code: BES 89

Finds number: 252

Unit number:

Number of sherds: 2

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur ‐ brotin passa ekki 
saman ‐ eitt handfang



Sherd group: 581

Site code: BES 89

Finds number: 252

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur



Sherd group: 582

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 30,55

EVE (%): 8% (rim) 

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt bóma mynstur ‐ Bortin passa ekki 
saman en eru þó sennilega úr sama íláti



Sherd group: 583

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 7

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur ‐ brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 584

Site code: BES 93

Finds number: 944

Unit number:

Number of sherds: 2

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,5

EVE (%): 10% (rim)

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur ‐ brotin passa ekki saman en 
eru sennilega úr sama íláti ‐ sama og nr 



Sherd group: 585

Site code: BES 93

Finds number: 42

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur ‐ sama og nr. 584 og 586



Sherd group: 586

Site code: BES 87

Finds number: 225

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,65

EVE (%): 12% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur ‐ sama og nr. 584 og 585 ‐ 
Tvö brotana hafa verið límd saman



Sherd group: 587

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark: Funival

Date range: 1890‐1913

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur



Sherd group: 588

Site code: BES 93

Finds number: 936

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,661

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur



Sherd group: 589

Site code: BES 87

Finds number: 385

Unit number:

Number of sherds: 1

X: 206

Y: 122

Hæð: 80‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur



Sherd group: 590

Site code: BES 93

Finds number: 208

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,84

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur



Sherd group: 591

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur að utan en að innan er blá 
rönd upp við brún ‐ Leirinn er mótaður 



Sherd group: 592

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Mussel

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur



Sherd group: 593

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,51

EVE (%): 14% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 594

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ liturinn 
er farinn að mást af



Sherd group: 595

Site code: BES 94

Finds number: 26

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 596

Site code: BES 93

Finds number: 32

Unit number: Lag I ‐ Móaska

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,39

EVE (%): 10% (rim)

Diameter (mm): 18

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ liturinn 
er farinn að mást af



Sherd group: 597

Site code: BES 93

Finds number: 257

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 598

Site code: BES 96

Finds number: 43

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 599

Site code: BES 89

Finds number: 211

Unit number:

Number of sherds: 1

X: 175,3‐177

Y: 126‐126,7

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 600

Site code: BES 93

Finds number: 945

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 601

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 2

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 602

Site code: BES 96

Finds number: 178

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 603

Site code: BES 93

Finds number: 80

Unit number:

Number of sherds: 2

X: 184‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir



Sherd group: 604

Site code: BES 93

Finds number: 83

Unit number:

Number of sherds: 2

X: 184‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 605

Site code: BES 92

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 606

Site code: BES 95

Finds number: 362

Unit number:

Number of sherds: 1

X: 96,04

Y: 107,48

Hæð: 6,96

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 607

Site code: BES 87

Finds number: 427

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein lína upp við brún



Sherd group: 608

Site code: BES 93

Finds number: 1028

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 609

Site code: BES 88

Finds number: 15

Unit number: Lausafundur

Number of sherds: 1

X: 190

Y: 144

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ liturinn 
er farinn að mást af



Sherd group: 610

Site code: BES 93

Finds number: 208

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 611

Site code: BES 93

Finds number: 208

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 612

Site code: BES 93

Finds number: 208

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 613

Site code: BES 93

Finds number: 208

Unit number:

Number of sherds: 9

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 51,1

EVE (%): 11% (rim)

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir brún og einnig 
þunn lína í brotinu fyrir miðjum disk



Sherd group: 614

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 615

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 2

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 616

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein lína upp við brún að utan



Sherd group: 617

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein lína upp við brún að utan



Sherd group: 618

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir brún og einnig 
þunn lína í brotinu fyrir miðjum disk



Sherd group: 619

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,18

EVE (%): 13% (rim)

Diameter (mm): 18

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 620

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 621

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 55

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 115,49

EVE (%): 6% (rim)

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 622

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein rönd á brotinu



Sherd group: 623

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 624

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 625

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 626

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 9

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 32,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 627

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 628

Site code: BES 93

Finds number: 1018

Unit number:

Number of sherds: 1

X: 184‐188

Y: 125‐128.5

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 629

Site code: BES 93

Finds number: 1018

Unit number:

Number of sherds: 4

X: 184‐188

Y: 125‐128.5

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 630

Site code: BES 93

Finds number: 1018

Unit number:

Number of sherds: 11

X: 184‐188

Y: 125‐128.5

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 631

Site code: BES 93

Finds number: 269

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein rönd á brotinu



Sherd group: 632

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 2

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 633

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 634

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 4

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 635

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 2

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 636

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein lína á handfanginu



Sherd group: 637

Site code: BES 93

Finds number: 96

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein rönd á brotinu



Sherd group: 638

Site code: BES 87

Finds number: 427

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 639

Site code: BES 87

Finds number: 427

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: þykk lína við brún



Sherd group: 640

Site code: BES 87

Finds number: 427

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 641

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 642

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 643

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 644

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 645

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 646

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 647

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 648

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 649

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 650

Site code: BES 89

Finds number: 93

Unit number:

Number of sherds: 31

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 67,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 651

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 652

Site code: BES 95

Finds number: 273

Unit number:

Number of sherds: 1

X: 101,04

Y: 108,36

Hæð: 7,53

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 653

Site code: BES 95

Finds number: 475

Unit number:

Number of sherds: 1

X: 139,45

Y: 112,31

Hæð: 8,28

Hole/svæði: RH 9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk og þunn lína undir við brún



Sherd group: 654

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein rönd á brotinu



Sherd group: 655

Site code: BES 93

Finds number: 93

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein rönd upp við brúnina



Sherd group: 656

Site code: BES 93

Finds number: 82

Unit number:

Number of sherds: 1

X: 184‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk rönd með þunnri undir og yfir



Sherd group: 657

Site code: BES 93

Finds number: 41

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,04

EVE (%): 10% (rim)

Diameter (mm): 13

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá lína á brúninni og ein þunn fyrir miðju 
broti



Sherd group: 658

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þrjár þunnar línur upp við brún



Sherd group: 659

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25

EVE (%): 12% (rim)

Diameter (mm): 16

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue and red

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bláar línur að innan sem utan við brún að 
utan er tvær þunnar rauðar undir og ein 



Sherd group: 660

Site code: BES 90

Finds number:

Unit number: Lag II ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Green

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þrjár grænar línur upp við brún, sú í 
miðjunni er breiðust ‐ Gæti verið sama og 



Sherd group: 661

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Green

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þrjár grænar línur upp við brún, sú í 
miðjunni er breiðust ‐ Gæti verið sama og 



Sherd group: 662

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,83

EVE (%): 11% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: red

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þrjár rauðar þunnar línur upp við brún



Sherd group: 663

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: red

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þunn lína á brotinu ‐ Gæti verið brotu úr 
eihveri annari decoration



Sherd group: 664

Site code: BES 89

Finds number: 24

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: red

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Lína á brúninni og að utan er þunn rönn á 
miðju brotinu en það er eins og hún nái 



Sherd group: 665

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1790‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk rauð rönd upp við brún að utan og 
græn laufblöð undir en að innan er þunn 



Sherd group: 666

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,77

EVE (%): 11% (rim)

Diameter (mm): 17

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: red

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk rönd upp við brún og önnur þynnri 
undir



Sherd group: 667

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: red

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk rönd upp við brún og önnur þynnri 
undir, hinu megin ein þunn upp við brún



Sherd group: 668

Site code: BES 95

Finds number: 317

Unit number:

Number of sherds: 1

X: 108,78

Y: 113,93

Hæð: 7,81

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1870 ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: red

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ein þunn rönd upp við brún



Sherd group: 669

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Þunn rönd neðarlega á brotinu



Sherd group: 670

Site code: BES 89

Finds number:

Unit number: Eldhús

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Tvær þunnar línur með ca 3 cm á milli



Sherd group: 671

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Ein þunn rönd á miðju brotinu



Sherd group: 672

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt lína á brúninni og önnur rönd fyrir 
miðju brotinu.



Sherd group: 673

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Smá bútur af gyltri rönd á brotinu sem er 
hvítt í gruninn, en einnig sést mótun í 



Sherd group: 674

Site code: BES 90

Finds number:

Unit number: N‐ Hluti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: lithograph

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt mynstur upp við brún sem og ein rönd 
á brúninni ‐ brotin passa ekki saman en eru 



Sherd group: 675

Site code: BES 89

Finds number: 68

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: DECAL

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: lithograph

Print pattern: Flora

Hand painted:

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt mynstur að utan



Sherd group: 676

Site code: BES 93

Finds number: 97

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: Green

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Sennilegt að brotið sé partur af einhverri 
annari decoration en það sést þunn rönd í 



Sherd group: 677

Site code: BES 89

Finds number:

Unit number: Eldhús

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: black

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Sennilegt að brotið sé partur af einhverri 
annari decoration en það sést  rönd á 



Sherd group: 678

Site code: BES 89

Finds number:

Unit number: Eldhús

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: yellowe

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Sennilegt að brotið sé partur af einhverri 
annari decoration en það sést þunn rönd í 



Sherd group: 679

Site code: BES 89

Finds number: 216

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð: 20

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: orange

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Sennilegt að brotið sé partur af einhverri 
annari decoration en það er mjög þunn 



Sherd group: 680

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: orange

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Sennilegt að brotið sé partur af einhverri 
annari decoration en það er mjög þunn 



Sherd group: 681

Site code: BES 90

Finds number: 168

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Twigs Fans Marbling

Moulding:

Moulding type:

Applique method:



Weight (g): 42,32

EVE (%): 52% (base)

Diameter (mm): 6

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup (hemispherical)

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotin eru öll úr sama ílátinu þau eru 
kremuð, ljós bl, svört og brún í bland og 



Sherd group: 682

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Twigs Fans Marbling

Moulding:

Moulding type:

Applique method:



Weight (g): 18,32

EVE (%): 32% (base)

Diameter (mm): 6

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup (hemispherical)

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotið er dökk brúnt með svörtu og gráu, 
organe, hvítu og bláu í



Sherd group: 683

Site code: BES 87

Finds number:

Unit number: Munir úr músteins grunni "Bílskúr" 

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 5,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt og hvítt brot sem sennilega hefur 
verið partur af multi‐coloured íláti



Sherd group: 684

Site code: BES 87

Finds number: 753

Unit number:

Number of sherds: 1

X: 155

Y: 115

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 3,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt og hvítt brot sem sennilega hefur 
verið partur af multi‐coloured íláti



Sherd group: 685

Site code: BES 92

Finds number: 252

Unit number:

Number of sherds: 4

X: 158,85

Y: 108,87

Hæð: 8,49

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 4,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blár og brúnar rendur með hvítu á milli þar 
sem svartir sívalingur eru í ‐ sennilegt úr 



Sherd group: 686

Site code: BES 92

Finds number: 276

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 0,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blár og brúnar rendur með hvítu á milli þar 
sem svartir sívalingur eru í ‐ sennilegt úr 



Sherd group: 687

Site code: BES 92

Finds number: 303

Unit number:

Number of sherds: 2

X: 160,01

Y: 110,02

Hæð: 8,43

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 2,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Tvö brot og er annað blátt, ljóst, brúnt og 
orange en hið minna er brúnt og ljóst en 



Sherd group: 688

Site code: BES 92

Finds number: 255

Unit number:

Number of sherds: 1

X: 158,35

Y: 108,94

Hæð: 8,48

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 1,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt og ljóst 



Sherd group: 689

Site code: BES 92

Finds number: 91

Unit number:

Number of sherds: 2

X: 159,1

Y: 110,58

Hæð: 8,64

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 1,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt og ljóst 



Sherd group: 690

Site code: BES 93

Finds number: 264

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 6,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt og ljóst ‐ glerungurinn er brotin af 
öðru og aðeins farinn að flagana af hinu 



Sherd group: 691

Site code: BES 92

Finds number: 249

Unit number:

Number of sherds: 1

X: 159,78

Y: 109,73

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 0,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt og ljóst 



Sherd group: 692

Site code: BES 92

Finds number: 27

Unit number:

Number of sherds: 3

X: 158,77

Y: 109,64

Hæð: 8,6

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 11,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þykk brún rönd og ljós brún undir og yfir 
en ljóst á milli ‐ brotin passa ekki saman en 



Sherd group: 693

Site code: BES 92

Finds number: 198

Unit number:

Number of sherds: 2

X: 158,43

Y: 110,36

Hæð: 8,64

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 3,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt og ljós brúnt og ljóst



Sherd group: 694

Site code: BES 92

Finds number: 156

Unit number:

Number of sherds: 5

X: 158,39

Y: 108,69

Hæð: 8,55

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 4,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt, ljós brúnt og ljóst ‐ eitt brotið er 
með svörtum dropum í ‐Brotin passa ekki 



Sherd group: 695

Site code: BES 92

Finds number:

Unit number: Lausafundur

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 5,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt, ljós brúnt og ljóst ‐ brotið passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 696

Site code: BES 92

Finds number: 163

Unit number:

Number of sherds: 1

X: 158,87

Y: 109,2

Hæð: 8,56

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 1,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: ljós brúnt og ljóst



Sherd group: 697

Site code: BES 92

Finds number: 92

Unit number:

Number of sherds: 2

X: 159,38

Y: 110,87

Hæð: 8,66

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 5,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Tvö brot og eru þau bæði ljós og annað er 
af handfangi



Sherd group: 698

Site code: BES 92

Finds number: 184

Unit number:

Number of sherds: 1

X: 159,1

Y: 110,66

Hæð: 8,63

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 0,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljóst brot



Sherd group: 699

Site code: BES 92

Finds number: 172

Unit number:

Number of sherds: 1

X: 158,8

Y: 109,23

Hæð: 8,56

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 1,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt öðru megin en ljóst hinu megin



Sherd group: 700

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1790 ‐ present

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Fjólublá blóm með grænum laufum og 
svartri umgjörð í kringum allt mynstrið



Sherd group: 701

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,88

EVE (%): 18% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Greek

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Hand painted over a monochrome (black?) 
transfer/tissu printed ‐ Mynstrið er dökk í 



Sherd group: 702

Site code: BES 89

Finds number: 50

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,96

EVE (%): 23% (rim)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Greek

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Hand painted over a monochrome (black?) 
transfer/tissu printed ‐ Mynstrið er dökk í 



Sherd group: 703

Site code: BES 90

Finds number: 155

Unit number:

Number of sherds: 1

X: 187.25‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Greek

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Hand painted over a monochrome (black?) 
transfer/tissu printed ‐ Mynstrið er dökk í 



Sherd group: 704

Site code: BES 89

Finds number: 50

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Greek

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Hand painted over a monochrome (black?) 
transfer/tissu printed ‐ Mynstrið er dökk í 



Sherd group: 705

Site code: BES 89

Finds number: 51

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: Greek

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Hand painted over a monochrome (black?) 
transfer/tissu printed ‐ Mynstrið er dökk í 



Sherd group: 706

Site code: BES 89

Finds number: 244

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Grátt í gruninn með hvítum blómum sem 
eru með grænum stönglum



Sherd group: 707

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Flora

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Rautt blóma mynstur upp við brún



Sherd group: 708

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Flora

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Svart/grátt blóma? Mynstur ‐ glerungurinn 
farinn að flagna af



Sherd group: 709

Site code: BES 95

Finds number: 392

Unit number:

Number of sherds: 1

X: 92,83

Y: 108,42

Hæð: 7,03

Hole/svæði: RH‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1830/1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Grátt mynstur sem sést ekki vel ‐ 
glerungurinn fagnar af



Sherd group: 710

Site code: BES 93

Finds number: 316

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora?

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin er mjög brennd og því erfitt að sjá 
mynstrið vel en eftir eru fjólublár og græn 



Sherd group: 711

Site code: BES 93

Finds number: 211

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brennt brot sem erfitt er að sjá hvort það 
sé eitthvert mynstur á því



Sherd group: 712

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brennt brot sem erfitt er sjá hvort eitthvað 
mynstur sé á því



Sherd group: 713

Site code: BES 87

Finds number:

Unit number: Munir úr músteins grunni "Bílskúr" 

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brennt brot sem erfitt er að sjá hvort það 
sé eitthvert mynstur á því



Sherd group: 714

Site code: BES 93

Finds number: 27

Unit number: Lag I ‐ Móaska

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brennt brot sem ekki passa saman en gætu 
þó verið úr sama íláti



Sherd group: 715

Site code: BES 93

Finds number: 27

Unit number: Lag I ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilega brennt ‐ Grátt að utan en að 
innan er það svart



Sherd group: 716

Site code: BES 92

Finds number: 225

Unit number:

Number of sherds: 1

X: 158,98

Y: 109,66

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1790‐prensent

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Persian/Peasant

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Svart og rautt  mynstur



Sherd group: 717

Site code: BES 95

Finds number: 391

Unit number:

Number of sherds: 1

X: 93,41

Y: 109,22

Hæð: 7,09

Hole/svæði: RH‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá þunn rönd 



Sherd group: 718

Site code: BES 89

Finds number: 84

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þunn blá rönd 



Sherd group: 719

Site code: BES 89

Finds number: 236

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,42

EVE (%): 20% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Ljós blátt að innan verðu á brotinu sem er 
af botni sennilega af skál 



Sherd group: 720

Site code: BES 93

Finds number: 200

Unit number:

Number of sherds: 1

X: 184‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs: Flora

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blá blóm



Sherd group: 721

Site code: BES 89

Finds number: 54

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: TRANS

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Græn/blátt mynstur sem er í einu horninu 
og sést ekki hvað er þar sem glerungurinn 



Sherd group: 722

Site code: BES 89

Finds number: 95

Unit number:

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 68,61

EVE (%): 21% (rim)

Diameter (mm): 22

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: soup plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ Brotin límd saman



Sherd group: 723

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 265,08

EVE (%): 22% (base)

Diameter (mm): 15

Rim type:

Refit/same as: 724

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane 



Sherd group: 724

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 294,2

EVE (%): 20% (base)

Diameter (mm): 15

Rim type:

Refit/same as: 723

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane 



Sherd group: 725

Site code: BES 89

Finds number: 154

Unit number:

Number of sherds: 6

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 234,34

EVE (%): 20% (base)

Diameter (mm): 14

Rim type:

Refit/same as: 726

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ skál á fæti



Sherd group: 726

Site code: BES 89

Finds number: 176

Unit number:

Number of sherds: 1

X: 175‐177

Y: 125‐126

Hæð: 115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,14

EVE (%): 15% (rim)

Diameter (mm): 20

Rim type:

Refit/same as: 725

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 727

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 17

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1292,59

EVE (%): 100% (base)

Diameter (mm): 15

Rim type:

Refit/same as: 728.729

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 728

Site code: BES 90

Finds number: 149

Unit number:

Number of sherds: 1

X: 187.25‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,64

EVE (%): 8% (rim) 

Diameter (mm): 26

Rim type:

Refit/same as: 727.729

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 729

Site code: BES 90

Finds number: 141

Unit number:

Number of sherds: 1

X: 187‐188

Y: 121‐123

Hæð: 8,15

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,61

EVE (%): 7% (rim)

Diameter (mm): 26

Rim type:

Refit/same as: 727.728

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 730

Site code: BES 89

Finds number: 98

Unit number:

Number of sherds: 12

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: sprigged



Weight (g): 116,92

EVE (%): 45% (rim)

Diameter (mm): 19

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif: Flora

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Blóma mynstur á brúninn að innan 
sem hefur verið pressað í leirinn



Sherd group: 731

Site code: BES 89

Finds number: 157

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 732

Site code: BES 89

Finds number: 157

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 67,88

EVE (%): 35% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 733

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 71,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 734

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 15

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 95,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Bortin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 735

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 36,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Tvö brot sem passa saman 



Sherd group: 736

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 49,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐  Brotin passa saman og eru af brún 
en þó erfitt að mæla stærðina



Sherd group: 737

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 69,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 738

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐  Brotin passa saman og eru af brún 
en þó erfitt að mæla stærðina



Sherd group: 739

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ partur af brún



Sherd group: 740

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 741

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa saman og eru af brún



Sherd group: 742

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane 



Sherd group: 743

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,07

EVE (%): 13% (rim)

Diameter (mm): 22

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: soup plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 744

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ partur af brún



Sherd group: 745

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,5

EVE (%): 10% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 746

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,42

EVE (%): 17% (rim)

Diameter (mm): 14

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 747

Site code: BES 89

Finds number: 200

Unit number:

Number of sherds: 3

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,96

EVE (%): 18% (rim)

Diameter (mm): 18

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 748

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 52,9

EVE (%): 13% (rim)

Diameter (mm): 19

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa saman og eru af brún



Sherd group: 749

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,56

EVE (%): 30% (base)

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane



Sherd group: 750

Site code: BES 90

Finds number:

Unit number: NV‐horn ræsi

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 27,45

EVE (%): 25% (rim)

Diameter (mm): 21

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Tvö brot sem passa saman 



Sherd group: 751

Site code: BES 89

Finds number: 101

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Tvö brot sem eru límd saman



Sherd group: 752

Site code: BES 89

Finds number: 126

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 753

Site code: BES 89

Finds number: 96

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 61,05

EVE (%): 35% (base)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Öll brotin hafa verið límd saman 
nema tvö sem eru þó af sama íláti



Sherd group: 754

Site code: BES 89

Finds number: 120

Unit number:

Number of sherds: 3

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 42,56

EVE (%): 23% (rim)

Diameter (mm): 23

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ Brotin límd saman



Sherd group: 755

Site code: BES 90

Finds number: 184

Unit number:

Number of sherds: 1

X: 187‐189

Y: 123‐124

Hæð: 7,85

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 756

Site code: BES 89

Finds number: 120

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 757

Site code: BES 90

Finds number: 145

Unit number:

Number of sherds: 1

X: 187.25‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,48

EVE (%): 16% (rim)

Diameter (mm): 18

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 758

Site code: BES 90

Finds number:

Unit number: Lag II ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 781

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ undirskál en þó erfitt að mæla 
stærð þar sem botnin er brotinn



Sherd group: 759

Site code: BES 87

Finds number:

Unit number: Munir úr músteins grunni "Bílskúr" 

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 62,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Bortin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 760

Site code: BES 93

Finds number: 1023

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 47,54

EVE (%): 25% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 761

Site code: BES 93

Finds number: 943

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brot sem er ekki hægt að mæla en 
er beint upp við brún



Sherd group: 762

Site code: BES 93

Finds number: 1020

Unit number:

Number of sherds: 2

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa ekki saman en eru 
sennilega úr sama íláti ‐ Diskur en þó erfitt 



Sherd group: 763

Site code: BES 93

Finds number: 94

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ pressað hefur verið í leirinn ‐ 
laufblað



Sherd group: 764

Site code: BES 89

Finds number: 129

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 765

Site code: BES 89

Finds number: 167

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ Brúnin er shell‐ edge og er brúnin 
sjálf mótuð "bygljur"



Sherd group: 766

Site code: BES 89

Finds number: 19

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotið er lítið og því erfitt að mæla 
stærð en sennilega er þetta undirskál



Sherd group: 767

Site code: BES 89

Finds number: 52

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ kúft brot



Sherd group: 768

Site code: BES 89

Finds number: 123

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ sennilega diskur



Sherd group: 769

Site code: BES 89

Finds number: 173

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ kúft brot



Sherd group: 770

Site code: BES 93

Finds number: 967

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,71

EVE (%): 6% (rim)

Diameter (mm): 24

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: soup plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 771

Site code: BES 90

Finds number: 150

Unit number:

Number of sherds: 1

X: 187.25‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark: Furnival?

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Framleiðslu merki sést að hluta og 
sennilega er það Furnival?



Sherd group: 772

Site code: BES 93

Finds number: 100

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,57

EVE (%): 30% (base)

Diameter (mm): 5

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ sennilega lítil skál 



Sherd group: 773

Site code: BES 89

Finds number: 159

Unit number:

Number of sherds: 2

X: 175‐177

Y: 124‐125

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,42

EVE (%): 16% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa ekki saman en eru 
sennilega úr sama íláti þar sem þau eru 



Sherd group: 774

Site code: BES 93

Finds number: 948

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane 



Sherd group: 775

Site code: BES 89

Finds number: 87

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Bortin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 776

Site code: BES 89

Finds number: 122

Unit number:

Number of sherds: 3

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 44,66

EVE (%): 7% (rim)

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Bortin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 777

Site code: BES 93

Finds number: 275

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa ekki saman en eru 
sennilega úr sama íláti ‐ Pressað hefur 



Sherd group: 778

Site code: BES 89

Finds number: 32

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 48,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 779

Site code: BES 89

Finds number: 32

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 780

Site code: BES 89

Finds number: 122

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,71

EVE (%): 18% (base)

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark: ..B JONES?

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 781

Site code: BES 90

Finds number:

Unit number: Lag II ‐ Móaska

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 758

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa saman ‐ undir er gull 
leturn ? Eins og 1 og svo sést ekki meir



Sherd group: 782

Site code: BES 90

Finds number:

Unit number: Lag II ‐ Móaska

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 783

Site code: BES 90

Finds number:

Unit number: Lag II ‐ Móaska

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 784

Site code: BES 93

Finds number: 25

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 785

Site code: BES 89

Finds number: 188

Unit number:

Number of sherds: 2

X: 175‐177

Y: 125‐126

Hæð: 115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 786

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,38

EVE (%): 9% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane 



Sherd group: 787

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa ekki saman en eru 
sennilega úr sama íláti ‐ Tvö brotana eru af 



Sherd group: 788

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 789

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 790

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 8

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 791

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 792

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,49

EVE (%): 12% (base)

Diameter (mm): 14

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 793

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane 



Sherd group: 794

Site code: BES 93

Finds number: 208

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,01

EVE (%): 15% (base)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 795

Site code: BES 93

Finds number: 279

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,86

EVE (%): 20% (base)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Sum brotana hafa verið límd saman 
en sennilega eru þau öll úr sama ílátinu ‐ 



Sherd group: 796

Site code: BES 93

Finds number: 946

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 797

Site code: BES 93

Finds number: 946

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ partur af brún sem ekki er hægt að 
mæla



Sherd group: 798

Site code: BES 93

Finds number: 946

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Upp við brúnina er leirinn skorinn, 
renndur þrjár



Sherd group: 799

Site code: BES 93

Finds number: 280

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 800

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark: ..OMI SOiT GUI MPLY PEN…? (Barker & Co)

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane brot með framleiðslustimpli undir 
sem er af ljóni sem stendur upp við kórónu 



Sherd group: 801

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 802

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 803

Site code: BES 89

Finds number: 209

Unit number:

Number of sherds: 8

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 88,77

EVE (%): 19% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Sum brotin hafa verið límd saman



Sherd group: 804

Site code: BES 89

Finds number: 209

Unit number:

Number of sherds: 2

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 45,92

EVE (%): 17% (rim)

Diameter (mm): 22

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið er aðeins út í blátt undir brúninni að 
utan annars plane



Sherd group: 805

Site code: BES 89

Finds number: 209

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 806

Site code: BES 89

Finds number: 155

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ diskur en brotið er of lítið til að 
mæla



Sherd group: 807

Site code: BES 89

Finds number: 155

Unit number:

Number of sherds: 2

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 37,04

EVE (%): 10% (base)

Diameter (mm): 21

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: soup plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 808

Site code: BES 89

Finds number: 155

Unit number:

Number of sherds: 2

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 32,23

EVE (%): 8% (rim) 

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ Brotin límd saman



Sherd group: 809

Site code: BES 89

Finds number: 155

Unit number:

Number of sherds: 2

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,86

EVE (%): 13% (rim)

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 810

Site code: BES 89

Finds number: 155

Unit number:

Number of sherds: 3

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 811

Site code: BES 89

Finds number: 155

Unit number:

Number of sherds: 2

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 812

Site code: BES 89

Finds number: 155

Unit number:

Number of sherds: 2

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 813

Site code: BES 89

Finds number: 63

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,25

EVE (%): 15% (rim)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Leirinn er mótaður



Sherd group: 814

Site code: BES 89

Finds number: 63

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 815

Site code: BES 89

Finds number: 63

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,31

EVE (%): 10% (rim)

Diameter (mm): 16

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane 



Sherd group: 816

Site code: BES 89

Finds number: 206

Unit number:

Number of sherds: 2

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 817

Site code: BES 89

Finds number: 206

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane 



Sherd group: 818

Site code: BES 89

Finds number: 108

Unit number:

Number of sherds: 2

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 819

Site code: BES 89

Finds number: 108

Unit number:

Number of sherds: 2

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Edge ‐ Trendril

Applique method:



Weight (g): 26,31

EVE (%): 13% (rim)

Diameter (mm): 24

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Leirinn er mótaður upp við brún 
með "Feather edge" sem og að 



Sherd group: 820

Site code: BES 89

Finds number: 34

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Edge ‐ Trendril

Applique method:



Weight (g): 20,77

EVE (%): 10% (rim)

Diameter (mm): 24

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Leirinn er mótaður upp við brún 
með "Feather edge" sem og að 



Sherd group: 821

Site code: BES 89

Finds number: 34

Unit number:

Number of sherds: 15

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Edge ‐ Trendril

Applique method:



Weight (g): 148,41

EVE (%): 20% (rim)

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: soup plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Leirinn er mótaður upp við brún 
með "Feather edge" sem og að 



Sherd group: 822

Site code: BES 89

Finds number: 34

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Edge ‐ Trendril

Applique method:



Weight (g): 7,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ aðeins út í blátt



Sherd group: 823

Site code: BES 89

Finds number: 34

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 824

Site code: BES 89

Finds number: 119

Unit number:

Number of sherds: 14

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 41,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ Sum brotin passa saman en önnur 
ekki en sennilega samt allt úr sama ílátinu



Sherd group: 825

Site code: BES 89

Finds number: 56

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 826

Site code: BES 89

Finds number: 56

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ tvö brotana passa saman



Sherd group: 827

Site code: BES 89

Finds number: 56

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 828

Site code: BES 89

Finds number: 56

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 829

Site code: BES 89

Finds number: 56

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 830

Site code: BES 89

Finds number: 56

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 831

Site code: BES 89

Finds number: 56

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ Leirinn mótaður að utan á 
brotunum ‐ tvö brotana passa saman ‐ 



Sherd group: 832

Site code: BES 89

Finds number: 56

Unit number:

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 833

Site code: BES 89

Finds number: 56

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 50,58

EVE (%): 35% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 834

Site code: BES 89

Finds number: 53

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: yes?

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ Brotin límd saman



Sherd group: 835

Site code: BES 89

Finds number: 117

Unit number:

Number of sherds: 1

X: 176‐178

Y: 124‐125

Hæð: 99‐115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 836

Site code: BES 87

Finds number: 849

Unit number:

Number of sherds: 1

X: 208

Y: 122‐126

Hæð: 40‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane 



Sherd group: 837

Site code: BES 89

Finds number: 207

Unit number:

Number of sherds: 8

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 36,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa ekki saman en eru 
sennilega úr sama íláti ‐ Diskur en þó erfitt 



Sherd group: 838

Site code: BES 89

Finds number: 207

Unit number:

Number of sherds: 3

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,15

EVE (%): 9% (rim)

Diameter (mm): 20

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 839

Site code: BES 89

Finds number: 156

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐125

Hæð: 113

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 840

Site code: BES 89

Finds number: 156

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐125

Hæð: 113

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 841

Site code: BES 89

Finds number: 156

Unit number:

Number of sherds: 5

X: 175‐177

Y: 124‐125

Hæð: 113

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 842

Site code: BES 89

Finds number: 156

Unit number:

Number of sherds: 30

X: 175‐177

Y: 124‐125

Hæð: 113

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 88,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 843

Site code: BES 87

Finds number: 429

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 844

Site code: BES 87

Finds number: 429

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,83

EVE (%): 20% (base)

Diameter (mm): 5

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 845

Site code: BES 89

Finds number: 158

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐125

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 846

Site code: BES 89

Finds number: 158

Unit number:

Number of sherds: 2

X: 175‐177

Y: 124‐125

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 847

Site code: BES 89

Finds number: 121

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 848

Site code: BES 89

Finds number: 121

Unit number:

Number of sherds: 5

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane 



Sherd group: 849

Site code: BES 89

Finds number: 121

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane



Sherd group: 850

Site code: BES 89

Finds number: 121

Unit number:

Number of sherds: 1

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,77

EVE (%): 8% (rim) 

Diameter (mm): 23

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane 



Sherd group: 851

Site code: BES 89

Finds number: 121

Unit number:

Number of sherds: 3

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 40,72

EVE (%): 10% (rim)

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 852

Site code: BES 89

Finds number: 121

Unit number:

Number of sherds: 6

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 40,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa ekki saman en eru 
sennilega úr sama íláti ‐ Diskur en þó erfitt 



Sherd group: 853

Site code: BES 89

Finds number: 168

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Leirinn er mótaður



Sherd group: 854

Site code: BES 89

Finds number: 168

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 855

Site code: BES 89

Finds number: 168

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 856

Site code: BES 89

Finds number: 168

Unit number:

Number of sherds: 9

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ undir einu brotinu er rist í leirinn 
1/2 ‐ Sum brotin passa saman en sennilega 



Sherd group: 857

Site code: BES 89

Finds number: 168

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 858

Site code: BES 93

Finds number: 210

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: eftir hníf

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ undir brotinu er X



Sherd group: 859

Site code: BES 93

Finds number: 210

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 860

Site code: BES 93

Finds number: 210

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,58

EVE (%): 12% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 861

Site code: BES 93

Finds number: 210

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,66

EVE (%): 12% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 862

Site code: BES 93

Finds number: 210

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 863

Site code: BES 89

Finds number: 62

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 864

Site code: BES 89

Finds number: 62

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 41,17

EVE (%): 8% (rim) 

Diameter (mm): 21

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 865

Site code: BES 89

Finds number: 62

Unit number:

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 40,92

EVE (%): 8% (rim) 

Diameter (mm): 22

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ Sum brotin passa saman en önnur 
ekki en sennilega samt allt úr sama ílátinu



Sherd group: 866

Site code: BES 89

Finds number: 62

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 66,14

EVE (%): 13% (rim)

Diameter (mm): 24

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane ‐ Sum brotin passa saman en önnur 
ekki en sennilega samt allt úr sama ílátinu



Sherd group: 867

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 2

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane 



Sherd group: 868

Site code: BES 93

Finds number: 200

Unit number:

Number of sherds: 1

X: 184‐9

Y: 124‐9

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 869

Site code: BES 93

Finds number: 193

Unit number:

Number of sherds: 1

X: 184‐9

Y: 124‐9

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 870

Site code: BES 89

Finds number: 198

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 871

Site code: BES 89

Finds number: 124

Unit number:

Number of sherds: 5

X: 174‐176

Y: 124‐125

Hæð: 108

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ fimm litil brot sem gætu verið úr 
sama íláti en passa ekki saman



Sherd group: 872

Site code: BES 89

Finds number: 89

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ sennilega bolli



Sherd group: 873

Site code: BES 93

Finds number: 218

Unit number:

Number of sherds: 1

X: 187,53

Y: 127,44

Hæð: 8,48

Hole/svæði: H‐16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 874

Site code: BES 89

Finds number: 245

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 875

Site code: BES 89

Finds number: 174

Unit number:

Number of sherds: 2

X: 175‐177

Y: 125‐126

Hæð: 115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark: CHANTILLY ?

Date range: 1887/8

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ undir öðru brotinu er brún stimpill 
sem er hálfur og segir …...CH og undir því … 



Sherd group: 876

Site code: BES 95

Finds number: 468

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 877

Site code: BES 92

Finds number: 456

Unit number:

Number of sherds: 1

X: 160

Y: 108,53

Hæð: 8,25

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ hálft brot



Sherd group: 878

Site code: BES 93

Finds number: 993

Unit number:

Number of sherds: 2

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 879

Site code: BES 89

Finds number: 182

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð: 32

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,3

EVE (%): 7% (rim)

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 880

Site code: BES 92

Finds number: 236

Unit number:

Number of sherds: 1

X: 158,99

Y: 108,25

Hæð: 8,47

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 881

Site code: BES 92

Finds number: 547

Unit number:

Number of sherds: 1

X: 158,26

Y: 108,45

Hæð: 8,25

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 882

Site code: BES 89

Finds number: 90

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,18

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ aðeins blátt (ljós) upp við brúnina



Sherd group: 883

Site code: BES 89

Finds number: 64

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 884

Site code: BES 89

Finds number: 64

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 885

Site code: BES 93

Finds number: 276

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 886

Site code: BES 89

Finds number: 248

Unit number:

Number of sherds: 2

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 887

Site code: BES 89

Finds number: 248

Unit number:

Number of sherds: 3

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 888

Site code: BES 98

Finds number:

Unit number: Í lagi með kloum ofl.

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: M‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 889

Site code: BES 89

Finds number: 215

Unit number:

Number of sherds: 2

X: 175,3‐177

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 890

Site code: BES 89

Finds number: 55

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 891

Site code: BES 87

Finds number: 417

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,45

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 892

Site code: BES 89

Finds number: 102

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 893

Site code: BES 92

Finds number: 177

Unit number:

Number of sherds: 1

X: 158,47

Y: 109,23

Hæð: 8,55

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 894

Site code: BES 93

Finds number: 278

Unit number:

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 895

Site code: BES 98

Finds number:

Unit number: Hjá/ofan við hleðslu við L110

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: M‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 896

Site code: BES 98

Finds number:

Unit number: Hjá/ofan við hleðslu við L110

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: M‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Bortin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 897

Site code: BES 90

Finds number: 169

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 898

Site code: BES 93

Finds number: 265

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 899

Site code: BES 93

Finds number: 265

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,15

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 900

Site code: BES 89

Finds number: 125

Unit number:

Number of sherds: 3

X: 177

Y: 126

Hæð: 104

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 901

Site code: BES 87

Finds number: 876

Unit number:

Number of sherds: 1

X: 208

Y: 130

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 902

Site code: BES 89

Finds number: 118

Unit number:

Number of sherds: 9

X: 176‐178

Y: 124‐125

Hæð: 99‐115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 903

Site code: BES 87

Finds number: 788

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð: 40‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 904

Site code: BES 89

Finds number: 84

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 905

Site code: BES 88

Finds number: 83

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 906

Site code: BES 88

Finds number: 78

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 907

Site code: BES 92

Finds number: 294

Unit number:

Number of sherds: 1

X: 159,28

Y: 108,85

Hæð: 8,47

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 908

Site code: BES 93

Finds number: 274

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 909

Site code: BES 92

Finds number: 249

Unit number:

Number of sherds: 1

X: 159,78

Y: 109,73

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotið er aðeins út í blátt



Sherd group: 910

Site code: BES 93

Finds number: 341

Unit number:

Number of sherds: 2

X: 172,03

Y: 114,32

Hæð: 8,42

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 911

Site code: BES 93

Finds number: 217

Unit number:

Number of sherds: 1

X: 187,78

Y: 124,39

Hæð: 8,56

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 912

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 913

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 914

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 915

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 916

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 917

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 918

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 919

Site code: BES 89

Finds number: 33

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 920

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 3

X: 224‐228

Y: 116‐128

Hæð: 20‐80

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 921

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 922

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 2

X: 224‐228

Y: 116‐128

Hæð: 20‐80

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ aðeins út í blátt



Sherd group: 923

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 2

X: 224‐228

Y: 116‐128

Hæð: 20‐80

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ bæði brotin eru aðeins grófari að 
innan



Sherd group: 924

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 11

X: 224‐228

Y: 116‐128

Hæð: 20‐80

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 925

Site code: BES 89

Finds number: 211

Unit number:

Number of sherds: 6

X: 175,3‐177

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 926

Site code: BES 89

Finds number: 211

Unit number:

Number of sherds: 11

X: 175,3‐177

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 927

Site code: BES 89

Finds number: 211

Unit number:

Number of sherds: 19

X: 175,3‐177

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 928

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 937?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin eru úr sama íláti ‐ það hefur 
verið pressað í leirinn



Sherd group: 929

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,1

EVE (%): 45% (base)

Diameter (mm): 4

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 930

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 931

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brot úr undirskál en þó það lítið að 
ekki er gott að mæla stærð



Sherd group: 932

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark: …bOGH (Villero boch?)

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ öðru megin er framleiðslumerki að 
hluta og er það grá/brúnt og sjást stafirnir 



Sherd group: 933

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 26

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 32,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ mörg brot sem passa kannski 
saman … frekar lítil brot og því erfitt að 



Sherd group: 934

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin eru sennilega úr sama íláti 
en passa þó ekki saman



Sherd group: 935

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 24

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 52,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ mörg brot sem passa kannski 
saman … frekar lítil brot og því erfitt að 



Sherd group: 936

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 39

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 63,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ mörg brot sem passa kannski 
saman … frekar lítil brot og því erfitt að 



Sherd group: 937

Site code: BES 93

Finds number: 310

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 928?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ leirinn hefur verið pressaður



Sherd group: 938

Site code: BES 93

Finds number: 310

Unit number:

Number of sherds: 13

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ mörg brot sem passa kannski 
saman … frekar lítil bort og því erfitt að 



Sherd group: 939

Site code: BES 93

Finds number: 310

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handel

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 940

Site code: BES 93

Finds number: 310

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin eru sennilega úr sama íláti 
en passa þó ekki saman



Sherd group: 941

Site code: BES 93

Finds number: 310

Unit number:

Number of sherds: 23

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin eru sennilega úr sama íláti 
en passa þó ekki saman



Sherd group: 942

Site code: BES 93

Finds number: 220

Unit number:

Number of sherds: 1

X: 186,99

Y: 120,15

Hæð: 8,86

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 943

Site code: BES 88

Finds number: 14

Unit number:

Number of sherds: 1

X: 190

Y: 144

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 944

Site code: BES 88

Finds number: 16

Unit number:

Number of sherds: 1

X: 190

Y: 144

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 945

Site code: BES 89

Finds number: 105

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Svartir flekkir eru á brotinu en erfitt 
að sjá hvort það á að vera eða ekki, 



Sherd group: 946

Site code: BES 89

Finds number: 106

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 947

Site code: BES 89

Finds number: 104

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 948

Site code: BES 89

Finds number: 103

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 949

Site code: BES 89

Finds number: 103

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 950

Site code: BES 93

Finds number: 314

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 951

Site code: BES 93

Finds number: 314

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Plane



Sherd group: 952

Site code: BES 93

Finds number: 314

Unit number:

Number of sherds: 11

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ mörg brot sem passa kannski 
saman … frekar lítil bort og því erfitt að 



Sherd group: 953

Site code: BES 93

Finds number: 314

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ mörg brot sem passa kannski 
saman … frekar lítil bort og því erfitt að 



Sherd group: 954

Site code: BES 89

Finds number: 54

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 955

Site code: BES 89

Finds number: 54

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 956

Site code: BES 89

Finds number: 210

Unit number:

Number of sherds: 2

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ annað brotið er með pressaðan 
leir ‐ þau passa ekki saman en eru 



Sherd group: 957

Site code: BES 89

Finds number: 210

Unit number:

Number of sherds: 24

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 57,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 958

Site code: BES 89

Finds number: 210

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ partur af brún sem ekki er hægt að 
mæla



Sherd group: 959

Site code: BES 87

Finds number: 998

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 960

Site code: BES 89

Finds number: 23

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark: VILLEROY AND BOCH

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ öðru megin er framleiðslumerki að 
hluta og er það brúnt stendur þar 



Sherd group: 961

Site code: BES 89

Finds number: 58

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 962

Site code: BES 92

Finds number:

Unit number: Fundir úr róti efst á svæðinu

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 963

Site code: BES 89

Finds number: 216

Unit number:

Number of sherds: 3

X: 174‐175

Y: 125‐126

Hæð: 20

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 964

Site code: BES 89

Finds number: 216

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð: 20

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 965

Site code: BES 87

Finds number: 460

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 966

Site code: BES 92

Finds number: 16

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotin passa saman



Sherd group: 967

Site code: BES

Finds number: 716

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 968

Site code: BES

Finds number: 716

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotið er aðeins út í blátt



Sherd group: 969

Site code: BES 96

Finds number: 112

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 970

Site code: BES 95

Finds number: 214

Unit number:

Number of sherds: 1

X: 99,7

Y: 109,72

Hæð: 7,69

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 971

Site code: BES 95

Finds number: 88

Unit number:

Number of sherds: 2

X: 103,26

Y: 114,57

Hæð: 8,22

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 972

Site code: BES 91

Finds number: 72

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ Bortin passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 973

Site code: BES 95

Finds number: 317

Unit number:

Number of sherds: 1

X: 108,78

Y: 113,93

Hæð: 7,81

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 974

Site code: BES 95

Finds number: 308

Unit number:

Number of sherds: 1

X: 97,29

Y: 108,09

Hæð: 7,23

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 975

Site code: BES 95

Finds number: 393

Unit number:

Number of sherds: 1

X: 93,45

Y: 107,48

Hæð: 6,96

Hole/svæði: RH‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 976

Site code: BES 95

Finds number: 413

Unit number:

Number of sherds: 4

X: 93,07

Y: 112,11

Hæð: 7,39

Hole/svæði: RH‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ mjög lítil brot 



Sherd group: 977

Site code: BES 95

Finds number: 392

Unit number:

Number of sherds: 1

X: 92,83

Y: 108,42

Hæð: 7,03

Hole/svæði: RH‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 978

Site code: BES 91

Finds number: 71

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ glerungurinn er aðeins grófur 



Sherd group: 979

Site code: BES 96

Finds number: 43

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,01

EVE (%): 13% (rim)

Diameter (mm): 14

Rim type:

Refit/same as: 980?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotið er sennilega úr sama íláti og 
nr 980 en passar þó ekki saman



Sherd group: 980

Site code: BES 95

Finds number: 464

Unit number:

Number of sherds: 3

X: 139,38

Y: 113,3

Hæð: 8,33

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,66

EVE (%): 11% (rim)

Diameter (mm): 14

Rim type:

Refit/same as: 979?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ brotið er sennilega úr sama íláti og 
nr 979 en passar þó ekki saman ‐ tvö af 



Sherd group: 981

Site code: BES 95

Finds number: 496

Unit number:

Number of sherds: 2

X: 134,05

Y: 112,23

Hæð: 8,12

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 982

Site code: BES

Finds number:

Unit number: ónúmerað

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: yes?

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 983

Site code: BES 91

Finds number: 225

Unit number:

Number of sherds: 1

X: 162

Y: 122

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,5

EVE (%): 38% (base)

Diameter (mm): 5

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 984

Site code: BES 95

Finds number: 406

Unit number:

Number of sherds: 1

X: 93,07

Y: 110,63

Hæð: 7,24

Hole/svæði: RH‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 985

Site code: BES 95

Finds number: 400

Unit number:

Number of sherds: 1

X: 92,85

Y: 120,47

Hæð: 8,1

Hole/svæði: RH‐7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 986

Site code: BES 95

Finds number: 488

Unit number:

Number of sherds: 1

X: 138,48

Y: 111,11

Hæð: 8,1

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 987

Site code: BES 95

Finds number: 389

Unit number:

Number of sherds: 1

X: 92,97

Y: 110,85

Hæð: 7,3

Hole/svæði: RH‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 988

Site code: BES 95

Finds number: 414

Unit number:

Number of sherds: 2

X: 92,9

Y: 110,18

Hæð: 7,14

Hole/svæði: RH‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 989

Site code: BES 91

Finds number: 40

Unit number:

Number of sherds: 1

X: 164

Y: 119‐120

Hæð: 8,76

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 990

Site code: BES 96

Finds number: 419

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 991

Site code: BES 93

Finds number: 1026

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane ‐ öðru megin er glerungurinn silfur 
með röndum í, sennilega eftir bruna



Sherd group: 992

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 993

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: plane



Sherd group: 994

Site code: BES 93

Finds number: 314

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge: cut‐sponge

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svört eða grátt mynstur sést aðeins í einu 
horninu 



Sherd group: 995

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork):

Notes: Þunn gilt lína á miðju brotinu



Sherd group: 996

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork):

Notes: Þunn gilt lína á miðju brotinu



Sherd group: 997

Site code: BES 89

Finds number: 211

Unit number:

Number of sherds: 1

X: 175,3‐177

Y: 126‐126,7

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork):

Notes: Þunn gilt lína á miðju brotinu



Sherd group: 998

Site code: BES 89

Finds number: 118

Unit number:

Number of sherds: 2

X: 176‐178

Y: 124‐125

Hæð: 99‐115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork):

Notes: Gilt skraut í einu horninu ‐ ekki sést hvaða 
skraut þetta er 



Sherd group: 999

Site code: BES 90

Finds number:

Unit number: úr móösku

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: ?

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Blátt mynstur sem sést ekki hvað er ‐ 
sennilegt að þetta sé handmálað



Sherd group: 1000

Site code: BES 95

Finds number: 460

Unit number:

Number of sherds: 1

X: 138,44

Y: 111,3

Hæð: 8,22

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Blátt mynstur sem sést ekki hvað er ‐ 
sennilegt að þetta sé handmálað



Sherd group: 1001

Site code: BES 93

Finds number: 210

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,18

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print: tissue

Print pattern: flora

Hand painted: pattern/motif

Hand painted pattern: flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gult blóm sem og rönd upp við brún, græ 
máluð laufblöð



Sherd group: 1002

Site code: BES 89

Finds number: 215

Unit number:

Number of sherds: 2

X: 175,3‐177

Y: 126‐126,7

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge: tortioseshell

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Brúnt mynstur sem hefur aðeins lekið til



Sherd group: 1003

Site code: BES 89

Finds number: 291

Unit number: Eldhús

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: lid

Fabric code: 65

Makers mark:

Date range: 1770‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur ‐ sennilega lok af lítilli 
krukku



Sherd group: 1004

Site code: BES 93

Finds number: 1016

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 65

Makers mark:

Date range: 1770‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerjað brot



Sherd group: 1005

Site code: BES 93

Finds number: 201

Unit number:

Number of sherds: 1

X: 184‐9

Y: 124‐9

Hæð: 8,60

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 65

Makers mark:

Date range: 1770‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerjað brot



Sherd group: 1006

Site code: BES 93

Finds number: 35

Unit number: Lag I ‐ Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 65

Makers mark:

Date range: 1770‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerjað brot



Sherd group: 1007

Site code: BES 89

Finds number: 185

Unit number:

Number of sherds: 1

X: 173‐175

Y: 125‐126

Hæð: 120

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 65

Makers mark:

Date range: 1770‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerjað brot



Sherd group: 1008

Site code: BES 95

Finds number:

Unit number:

Number of sherds: 1

X: 102,47

Y: 117,72

Hæð: 8,49

Hole/svæði: RH‐6

Production marks/flaws:

Glaze (extent): all‐over

Decoration: LUSTRE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1820‐1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre: copper

Quality (paintwork): clear

Notes: Bleik rönd og fyrir ofan það bleikt 



Sherd group: 1009

Site code: BES 89

Finds number: 243

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: LUSTRE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1820‐1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern:

Enamelled:

Gylden:

Lustre: copper

Quality (paintwork): clear

Notes: Bleik rönd í mynstri sem hefur verið móað í 
leirinn



Sherd group: 1010

Site code: BES 89

Finds number: 240

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: LUSTRE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1820‐1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre: copper

Quality (paintwork):

Notes: Bleikt báðu megin



Sherd group: 1011

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1890‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern: Airbruch ‐ blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið er með bláum blæ öðru megin



Sherd group: 1012

Site code: BES 89

Finds number: 184

Unit number:

Number of sherds: 1

X: 175‐177

Y: 125‐126

Hæð: 115

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1890‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern: Airbruch ‐ blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið er með bláum blæ öðru megin



Sherd group: 1013

Site code: BES 89

Finds number: 238

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1890‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern: Airbruch ‐ reed

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið er með rauðum blæ öðru megin



Sherd group: 1014

Site code: BES 93

Finds number: 8

Unit number:

Number of sherds: 14

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,88

EVE (%): 11% (rim)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 29

Makers mark:

Date range: 1890‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern: Airbruch ‐ reed

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin eru með rauðum blæ öðru megin ‐  
eitthvað af þeim hefur verið limd saman



Sherd group: 1015

Site code: BES 93

Finds number: 8

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,26

EVE (%): 7% (rim)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range: 1890‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern: Airbruch ‐ reed

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið er með rauðum blæ öðru megin



Sherd group: 1016

Site code: BES 92

Finds number: 416

Unit number:

Number of sherds: 1

X: 158,23

Y: 109,81

Hæð: 8,66

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Shell edge ‐ Even scalloped 

Applique method:



Weight (g): 4,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1017?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 30

Makers mark:

Date range: 1800‐1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Shell edge ‐ blátt mynstur á brún



Sherd group: 1017

Site code: BES 87

Finds number: 428

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Shell edge ‐ Even scalloped 

Applique method:



Weight (g): 6,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1016?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 30

Makers mark:

Date range: 1800‐1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Shell edge ‐ blátt mynstur á brún



Sherd group: 1018

Site code: BES 89

Finds number: 225

Unit number:

Number of sherds: 1

X: 176‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Shell edge ‐ Even scalloped 

Applique method:



Weight (g): 4,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 30

Makers mark:

Date range: 1800‐1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Shell edge ‐ blátt mynstur á brún



Sherd group: 1019

Site code: BES 93

Finds number: 257

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Shell edge ‐ Even scalloped 

Applique method:



Weight (g): 2,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 30

Makers mark:

Date range: 1800‐1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Shell edge ‐ blátt mynstur á brún



Sherd group: 1020

Site code: BES 95

Finds number: 600

Unit number: Efst úr gráa laginu

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: RH 9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Shell edge ‐ Even scalloped 

Applique method:



Weight (g): 2,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 30

Makers mark:

Date range: 1800‐1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Shell edge ‐ blátt mynstur á brún



Sherd group: 1021

Site code: BES 87

Finds number: 931

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Shell edge ‐ Even scalloped 

Applique method:



Weight (g): 4,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 30

Makers mark:

Date range: 1800‐1840

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Shell edge ‐ blátt mynstur á brún



Sherd group: 1022

Site code: BES 92

Finds number: 251

Unit number:

Number of sherds: 1

X: 158,94

Y: 108,77

Hæð: 8,49

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 46,21

EVE (%): 18% (base)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er farinn að flagna af, 
sérstaklega undir



Sherd group: 1023

Site code: BES 90

Finds number: 146

Unit number:

Number of sherds: 1

X: 187.25‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 30,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: yes

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1024

Site code: BES 87

Finds number: 1083

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Stofa c

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1025

Site code: BES 92

Finds number: 197

Unit number:

Number of sherds: 1

X: 159,16

Y: 110,41

Hæð: 8,62

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handel

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1026

Site code: BES 93

Finds number: 964

Unit number:

Number of sherds: 12

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 86,78

EVE (%): 28% (base)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brotana hafa verið límd saman en hinn 
eru sennilega úr sama íláti þó þau passi 



Sherd group: 1027

Site code: BES 96

Finds number: 178

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: royal patten

Applique method:



Weight (g): 8,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: soup plate

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Roayl pattern ‐ Brotið er of lítið til að mæla 
stærð



Sherd group: 1028

Site code: BES 87

Finds number: 444

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: Queen´s shape

Applique method:



Weight (g): 4,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Queen´s shape ‐ brotið er of lítið til að 
mæla stærð



Sherd group: 1029

Site code: BES 92

Finds number: 192

Unit number:

Number of sherds: 1

X: 158,81

Y: 105,6

Hæð: 8,51

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1030

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1031

Site code: BES 95

Finds number: 298

Unit number:

Number of sherds: 2

X: 100,58

Y: 107,84

Hæð: 7,33

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1032

Site code: BES 92

Finds number: 548

Unit number:

Number of sherds: 1

X: 159

Y: 104,9

Hæð: 8,2

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1033

Site code: BES 92

Finds number: 240

Unit number:

Number of sherds: 1

X: 158,85

Y: 108,33

Hæð: 8,48

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1034

Site code: BES 95

Finds number: 220

Unit number:

Number of sherds: 1

X: 101,63

Y: 107,98

Hæð: 7,64

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1035

Site code: BES 95

Finds number: 400

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1036

Site code: BES 93

Finds number: 210

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1037

Site code: BES 92

Finds number:

Unit number: Fundir úr róti efst á svæðinu

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1038

Site code: BES 89

Finds number: 216

Unit number:

Number of sherds: 2

X: 174‐175

Y: 125‐126

Hæð: 20

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1039

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1040

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1041

Site code: BES 87

Finds number: 460

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1042

Site code: BES 92

Finds number: 16

Unit number:

Number of sherds: 1

X: 158,64

Y: 104,91

Hæð: 8,27

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1043

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1044

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1045

Site code: BES 92

Finds number: 225

Unit number:

Number of sherds: 1

X: 158,98

Y: 109,66

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1046

Site code: BES 92

Finds number: 225

Unit number:

Number of sherds: 2

X: 158,98

Y: 109,66

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1047

Site code: BES 93

Finds number: 313

Unit number:

Number of sherds: 13

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brotana hafa verið limd saman en 
önnur passa ekki við en eru sennilega úr 



Sherd group: 1048

Site code: BES 93

Finds number: 313

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,01

EVE (%): 11% (rim)

Diameter (mm): 8

Rim type: 4‐Cm

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1049

Site code: BES 92

Finds number: 120

Unit number:

Number of sherds: 1

X: 159,76

Y: 108,14

Hæð: 8,56

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1050

Site code: BES 92

Finds number: 373

Unit number:

Number of sherds: 1

X: 159,99

Y: 107,21

Hæð: 8,26

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1051

Site code: BES 92

Finds number: 559

Unit number:

Number of sherds: 1

X: 158,42

Y: 105,75

Hæð: 8,13

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1052

Site code: BES 87

Finds number: 217

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1053

Site code: BES 93

Finds number: 957

Unit number: Hreyfti niðurgrafið lag

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: H‐20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1054

Site code: BES 93

Finds number: 957

Unit number: Hreyfti niðurgrafið lag

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: H‐20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún rönd að utan (sennilega kemur eftir 
á)‐ eins grænir og bláir flekkir ‐ Framleiðslu 



Sherd group: 1055

Site code: BES 93

Finds number: 267

Unit number:

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Eitthvað að brotunum passa saman en 
önnur ekki ‐ sennilegt úr sama ílátinu



Sherd group: 1056

Site code: BES 92

Finds number: 187

Unit number:

Number of sherds: 1

X: 158,81

Y: 105,86

Hæð: 8,48

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1057

Site code: BES

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1058

Site code: BES 92

Finds number: 407

Unit number:

Number of sherds: 10

X: 159,99

Y: 107,39

Hæð: 8,26

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1059

Site code: BES 89

Finds number: 25

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1060

Site code: BES 93

Finds number: 218

Unit number:

Number of sherds: 1

X: 187,53

Y: 127,48

Hæð: 8,48

Hole/svæði: H‐16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1061

Site code: BES

Finds number: 716

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð: 80‐90

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1062

Site code: BES

Finds number: 716

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð: 80‐90

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1063

Site code: BES

Finds number: 716

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð: 80‐90

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1064

Site code: BES

Finds number: 716

Unit number:

Number of sherds: 2

X: 204

Y: 114

Hæð: 80‐90

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1065

Site code: BES 93

Finds number: 527

Unit number:

Number of sherds: 1

X: 156,56

Y: 103,69

Hæð: 7,85

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1066

Site code: BES 93

Finds number: 527

Unit number:

Number of sherds: 2

X: 156,56

Y: 103,69

Hæð: 7,85

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki samsn en eru sennilega 
úr sama íláti



Sherd group: 1067

Site code: BES 93

Finds number: 527

Unit number:

Number of sherds: 2

X: 156,56

Y: 103,69

Hæð: 7,85

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki samsn en eru sennilega 
úr sama íláti



Sherd group: 1068

Site code: BES 93

Finds number: 527

Unit number:

Number of sherds: 3

X: 156,56

Y: 103,69

Hæð: 7,85

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,15

EVE (%): 13% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: soup plate

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö af brotunum passa sama en hið þriðja 
er sennilega úr sama íláti



Sherd group: 1069

Site code: BES 90

Finds number: 8

Unit number:

Number of sherds: 2

X: 191,2

Y: 123,2

Hæð: 8,3

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem passa ekki saman en eru 
sennilega úr sama íláti



Sherd group: 1070

Site code: BES 92

Finds number: 169

Unit number:

Number of sherds: 1

X: 158,64

Y: 109,01

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1071

Site code: BES 87

Finds number: 233

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1072

Site code: BES 92

Finds number: 211

Unit number:

Number of sherds: 5

X: 158,87

Y: 109,74

Hæð: 8,57

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1073

Site code: BES 88

Finds number: 265

Unit number: Lausafundur úr kirkjugarði

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugarður II

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1074

Site code: BES 92

Finds number: 205

Unit number:

Number of sherds: 2

X: 158,44

Y: 110,07

Hæð: 8,64

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1075

Site code: BES 89

Finds number: 88

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1076

Site code: BES 89

Finds number: 88

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1077

Site code: BES 92

Finds number: 114

Unit number:

Number of sherds: 1

X: 159,28

Y: 115,21

Hæð: 8,6

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1078

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1079

Site code: BES 87

Finds number: 215

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1080

Site code: BES 93

Finds number: 522

Unit number:

Number of sherds: 1

X: 156,25

Y: 104,14

Hæð: 7,88

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Liturinn er aðeins út í grænt



Sherd group: 1081

Site code: BES 92

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1082

Site code: BES 89

Finds number: 186

Unit number:

Number of sherds: 2

X: 174‐175

Y: 125‐126

Hæð: 32

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1083

Site code: BES 89

Finds number: 186

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð: 32

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: royal pattern

Applique method:



Weight (g): 5,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: plate

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Royal pattern ‐ brotið er of lítið til að mæla 
stærð



Sherd group: 1084

Site code: BES 89

Finds number: 249

Unit number:

Number of sherds: 20

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1085

Site code: BES 92

Finds number: 119

Unit number:

Number of sherds: 2

X: 159,71

Y: 107,83

Hæð: 8,56

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1086

Site code: BES 93

Finds number: 973

Unit number:

Number of sherds: 2

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa saman



Sherd group: 1087

Site code: BES 95

Finds number: 600

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði: RH 9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa saman



Sherd group: 1088

Site code: BES 93

Finds number: 934

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: spearhead

Applique method:



Weight (g): 1,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Spearhead brún?



Sherd group: 1089

Site code: BES 96

Finds number: 144

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: royal pattern

Applique method:



Weight (g): 19,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: soup plate

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Royal pattern ‐ brotin passa saman en 
erfitt að mæla brún þar sem hún er brotin 



Sherd group: 1090

Site code: BES 91

Finds number: 7

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,88

EVE (%): 13% (rim)

Diameter (mm): 7

Rim type: 3‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 31

Makers mark:

Date range: 1770‐1800

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gæti verið sykurkar??



Sherd group: 1091

Site code: BES 89

Finds number: 88

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1092

Site code: BES 95

Finds number: 600

Unit number: Efst úr gráa laginu

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: RH 9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1093

Site code: BES 95

Finds number: 600

Unit number: Efst úr gráa laginu

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: RH 9

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1094

Site code: BES 91

Finds number: 21

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1095

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa saman



Sherd group: 1095

Site code: BES 91

Finds number: 7

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1094

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1096

Site code: BES 95

Finds number: 34

Unit number:

Number of sherds: 1

X: 108,38

Y: 116,51

Hæð: 8,34

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,45

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1097

Site code: BES 95

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1098

Site code: BES 96

Finds number: 82

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1099

Site code: BES 92

Finds number: 225

Unit number:

Number of sherds: 1

X: 158,98

Y: 109,66

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Það er aðeins blá slikja á glerungnum



Sherd group: 1100

Site code: BES 93

Finds number: 964

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi‐coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 0,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Blátt á brotinu



Sherd group: 1101

Site code: BES 92

Finds number: 407

Unit number:

Number of sherds: 1

X: 159,99

Y: 107,39

Hæð: 8,26

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Multi‐coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 1,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún rönd



Sherd group: 1102

Site code: BES 92

Finds number: 193

Unit number:

Number of sherds: 1

X: 159,05

Y: 105,76

Hæð: 8,45

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: late

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er aðeins út í grænt þó hann 
sé ekki litaður



Sherd group: 1103

Site code: BES 92

Finds number: 199

Unit number:

Number of sherds: 1

X: 158,25

Y: 107,23

Hæð: 8,55

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 31

Makers mark:

Date range: late

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er aðeins út í grænt þó hann 
sé ekki litaður



Sherd group: 1104

Site code: BES 92

Finds number: 182

Unit number:

Number of sherds: 2

X: 167

Y: 118

Hæð:

Hole/svæði: 12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk grænt öðru megin en ljós grænt hinu 
megin ‐ brotin passa ekki saman en eru 



Sherd group: 1105

Site code: BES 87

Finds number: 1175

Unit number:

Number of sherds: 1

X: 224‐228

Y: 116‐128

Hæð: 20‐80

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 26

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt danskt mynstur að utan en að innan 
er ein þunn rönd upp við brún



Sherd group: 1106

Site code: BES 93

Finds number: 992

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,69

EVE (%): 25% (rim)

Diameter (mm): 6

Rim type: 7‐Ch

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden: yes

Lustre:

Quality (paintwork): clear

Notes: Gylt rönd á brúninni sem og handfanginu. 
Mynstrið sjálft sést ekki nógu vel en það 



Sherd group: 1107

Site code: BES 87

Finds number:

Unit number: Munir úr músteins grunni "Bílskúr" 

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti ‐ leirinn hefur verið pressaður 



Sherd group: 1108

Site code: BES 89

Finds number: 63

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handel

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Handfang sennilega af bolla



Sherd group: 1109

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,04

EVE (%): 14% (rim)

Diameter (mm): 14

Rim type: 7‐Ch

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucer

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1110

Site code: BES 93

Finds number: 938

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð: 8,5

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,27

EVE (%): 27% (rim)

Diameter (mm): 7

Rim type: 7‐Ch

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: preserve jar

Fabric code: 27

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Upp við brún eru rendur



Sherd group: 1111

Site code: BES 89

Finds number: 289

Unit number: Eldhús

Number of sherds: 3

X: 192

Y: 125

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 73,98

EVE (%): 100% (base)

Diameter (mm): 6

Rim type:

Refit/same as: 1112?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: drug pot

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Blue, yellowe and green

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotin passa sama og hefur botninn verið 
límdur ‐ Bláar línur niður við brún og svo 



Sherd group: 1112

Site code: BES 87

Finds number: 106

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1111?

Residues:

Repair hole:

Wear marks:

Burnt: yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue and yellowe

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotið er sennilega úr sama íláti og nr 1111 
en passar ekki við 



Sherd group: 1113

Site code: BES 87

Finds number: 423

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1114?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotið gæti passað við nr 1114 en þau 
passa ekki saman



Sherd group: 1114

Site code: BES 87

Finds number: 401

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1113?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotið gæti passað við nr 1113 en þau 
passa ekki saman



Sherd group: 1115

Site code: BES 87

Finds number: 422

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes:



Sherd group: 1116

Site code: BES 87

Finds number: 422

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes:



Sherd group: 1117

Site code: BES 87

Finds number: 424

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes:



Sherd group: 1118

Site code: BES 87

Finds number: 440

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bláar renndur 



Sherd group: 1119

Site code: BES 87

Finds number: 227

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue ‐ flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur með þunnri rönd upp 
við brún ‐ brotinn farinn að flagna



Sherd group: 1120

Site code: BES 87

Finds number: 425

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,67

EVE (%): 21% (base)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blátt mynstur sem er frekar óskýrt ‐ farið 
að flagan af



Sherd group: 1121

Site code: BES 87

Finds number: 442

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes:



Sherd group: 1122

Site code: BES 92

Finds number:

Unit number: Fundir úr róti efst á svæðinu

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur með röndum



Sherd group: 1123

Site code: BES 87

Finds number: 135

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blátt mynstur sem hylur alveg brotið



Sherd group: 1124

Site code: BES

Finds number: 7

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue ‐ brown

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Flaga af glerung 



Sherd group: 1125

Site code: BES 87

Finds number: 1146

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brotin eru límd saman og er glerungurinn 
farinn að flagna



Sherd group: 1126

Site code: BES 87

Finds number: 379

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blátt mynstur ‐ sennilegt að brotið hafi lent 
í hita, frekar hrúfur glerungurinn



Sherd group: 1127

Site code: BES 87

Finds number: 398

Unit number:

Number of sherds: 6

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þrjú brot hafa verið límd saman en hinn 
eru sennilega úr sama íláti þó þau passi 



Sherd group: 1128

Site code: BES 87

Finds number: 998

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Blátt mynstur sem er frekar óskýrt ‐ farið 
að flagan af



Sherd group: 1129

Site code: BES 87

Finds number: 998

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur ‐ línur



Sherd group: 1130

Site code: BES 87

Finds number: 437

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur sem sést lítið af



Sherd group: 1131

Site code: BES 96

Finds number: 412

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur sem sést lítið af



Sherd group: 1132

Site code: BES 95

Finds number: 300

Unit number:

Number of sherds: 1

X: 104,35

Y: 107,51

Hæð: 7,45

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur sem sést lítið af



Sherd group: 1133

Site code: BES 87

Finds number: 400

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: blátt mynstur



Sherd group: 1134

Site code: BES 88

Finds number: 81

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: blátt mynstur



Sherd group: 1135

Site code: BES 87

Finds number: 214

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: blátt mynstur



Sherd group: 1136

Site code: BES 91

Finds number: 31

Unit number:

Number of sherds: 4

X: 166,5

Y: 118,8

Hæð: 8,84

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Eitt brotið er með bláu strika mynstri og 
hefur glerungurinn flagnað af því broti. Hin 



Sherd group: 1137

Site code: BES 87

Finds number: 436

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,27

EVE (%): 22% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt mynstur  ‐kannski kínversk ‐ þetta 
hefur verið platti því það er gat aftan á 



Sherd group: 1138

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: blátt mynstur



Sherd group: 1139

Site code: BES 87

Finds number: 397

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 54,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: lid

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue ‐ flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt blóma mynstur að utan en hvít að 
inna ‐ brotin passa saman



Sherd group: 1140

Site code: BES 87

Finds number: 226

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá þunn rönd fyrir neðarlega á brotinu



Sherd group: 1141

Site code: BES 87

Finds number: 540

Unit number: Mold undir efra steingólfi

Number of sherds: 1

X: 224

Y: 108

Hæð: 90

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Að innan eru bláar renndur en að utan er 
brotið kremað að lit



Sherd group: 1142

Site code: BES 87

Finds number: 441

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blá rönd upp við brún að innan



Sherd group: 1143

Site code: BES 96

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Þrjá renndur við halann á disknum ‐ brotið 
er að utan kremað að lit



Sherd group: 1144

Site code: BES 87

Finds number: 439

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: bláar renndur 



Sherd group: 1145

Site code: BES 87

Finds number: 399

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bláar renndur 



Sherd group: 1146

Site code: BES 87

Finds number: 1024

Unit number:

Number of sherds: 1

X: 226

Y: 121,6

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: drug pot

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bláar renndur upp við brúnn



Sherd group: 1147

Site code: BES 87

Finds number: 421

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bláar renndur ‐ brotin passa ekki saman en 
eru sennilega úr sama íláti



Sherd group: 1148

Site code: BES 87

Finds number: 421

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,18

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bláar renndur 



Sherd group: 1149

Site code: BES 87

Finds number: 421

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: edge‐banded

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Bláar renndur 



Sherd group: 1150

Site code: BES 87

Finds number: 486

Unit number:

Number of sherds: 1

X: 200

Y: 114

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Blátt mynstur sem er mjög óskýrt



Sherd group: 1151

Site code: BES 87

Finds number: 141

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: blue

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Sennilega blátt mynstur en erfitt að sjá það 



Sherd group: 1152

Site code: BES 87

Finds number: 397

Unit number:

Number of sherds: 4

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Fjögur lítil brot sem passa ekki saman en 
eru sennilega úr sama íláti



Sherd group: 1153

Site code: BES 96

Finds number: 249

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er flagnaður nær alllur af



Sherd group: 1154

Site code: BES 94

Finds number: 22

Unit number:

Number of sherds: 1

X: 184,31

Y: 148,32

Hæð: 7

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1155

Site code: BES 94

Finds number: 4

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,84

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1156

Site code: BES 94

Finds number: 4

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1157

Site code: BES 94

Finds number: 4

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er mikið flagnaður af 



Sherd group: 1158

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1159

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1160

Site code: BES 87

Finds number: 105

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1161

Site code: BES 88

Finds number: 80

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er mikið flagnaður af



Sherd group: 1162

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er aðeins út í blátt



Sherd group: 1163

Site code: BES 91

Finds number: 73

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er aðeins út í blátt



Sherd group: 1164

Site code: BES

Finds number: 459

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1165

Site code: BES

Finds number: 459

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er aðeins sprunginn og 
liturinn er aðeins eins og hann sé út í bleikt



Sherd group: 1166

Site code: BES 87

Finds number: 221

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot af glerung sem hafa flagnað af ‐ 
glerungurinn er aðeins spurnginn og 



Sherd group: 1167

Site code: BES 87

Finds number: 848

Unit number: Gólflög

Number of sherds: 2

X: 204‐8

Y: 122‐6

Hæð: 60‐80

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: early ? ‐ 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Por quality ‐ Tvö brot sem passa ekki 
saman en eru sennilega af sama ílátinu ‐ 



Sherd group: 1168

Site code: BES 87

Finds number: 234

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er aðeins sprunginn og 
liturinn er aðeins eins og hann sé út í bleikt



Sherd group: 1169

Site code: BES 87

Finds number: 220

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er aðeins sprunginn og 
liturinn er aðeins eins og hann sé út í bleikt



Sherd group: 1170

Site code: BES 87

Finds number: 438

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1171

Site code: BES 87

Finds number: 438

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1172

Site code: BES 87

Finds number: 104

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er aðeins út í blátt



Sherd group: 1173

Site code: BES 87

Finds number:

Unit number: Hreinsun á efra steina gólflagi

Number of sherds: 1

X: 208

Y: 124‐126

Hæð: 70

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1174

Site code: BES 87

Finds number: 738

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1175

Site code: BES 87

Finds number: 235

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn farinn að flagna



Sherd group: 1176

Site code: BES 87

Finds number: 212

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1177

Site code: BES 87

Finds number: 417

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,6

EVE (%): 19% (base)

Diameter (mm): 5

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn farinn að flagna



Sherd group: 1178

Site code: BES 89

Finds number: 237

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1179

Site code: BES 94

Finds number: 26

Unit number:

Number of sherds: 13

X: 184,34

Y: 146,99

Hæð: 7,16

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 1180

Site code: BES 94

Finds number: 26

Unit number:

Number of sherds: 10

X: 184,34

Y: 146,99

Hæð: 7,16

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti ‐ Glerungurinn er aðeins út í 



Sherd group: 1181

Site code: BES 87

Finds number: 756

Unit number:

Number of sherds: 1

X: 206

Y: 126

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1182

Site code: BES 98

Finds number:

Unit number: Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: M‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1183

Site code: BES 89

Finds number:

Unit number: Móaska

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: M‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,84

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: purpule

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Fjólublátt skraut ‐ glerungurinn er glær að 
utan að hluta



Sherd group: 1184

Site code: BES 91

Finds number: 66

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,43

EVE (%): 12% (base)

Diameter (mm): 10

Rim type:

Refit/same as: 1185?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Green, Yellowe, purpule 

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Græn lauf , Gular línur og fjólublá rönd ‐ 
sennilegt að brotið passi við nr 1185 en 



Sherd group: 1185

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: OGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1184?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 32

Makers mark:

Date range: 17‐18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Green flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Græn lauf með dökkum stöngli ‐ sennilegt 
að brotið passi við nr 1184 en passar þó 



Sherd group: 1186

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 41,16

EVE (%): 20% (rim)

Diameter (mm): 16

Rim type: 8‐Wt

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: ornamental dish

Fabric code: 33

Makers mark:

Date range: 18 th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ornamental dish ‐ Leirinn er eins og 
laufblöð 



Sherd group: 1187

Site code: BES 95

Finds number: 318

Unit number:

Number of sherds: 1

X: 107,95

Y: 113,48

Hæð: 7,6

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1188

Site code: BES 95

Finds number: 537

Unit number:

Number of sherds: 1

X: 140,26

Y: 114,94

Hæð: 8,07

Hole/svæði: RH‐7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: yes?

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1189

Site code: BES 89

Finds number: 242

Unit number:

Number of sherds: 1

X: 174‐175

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Banding

Other Slip effects: factory slipware

Moulding:

Moulding type:

Applique method:



Weight (g): 0,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Blátt og svart 



Sherd group: 1190

Site code: BES 87

Finds number: 500

Unit number:

Number of sherds: 1

X: 206

Y: 110

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 1191

Site code: BES 88

Finds number: 274

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Svæði III

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 36,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: lid

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Gular línur með grænum strikum yfir



Sherd group: 1192

Site code: BES 93

Finds number: 897

Unit number:

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 253,8

EVE (%): 28% (rim)

Diameter (mm): 20

Rim type:

Refit/same as: 1193

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Gular og grænar slettur ‐ brotin passa 
saman og hafa sum verið límd saman



Sherd group: 1193

Site code: BES 93

Finds number: 1012

Unit number:

Number of sherds: 2

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 35,11

EVE (%): 12% (rim)

Diameter (mm): 20

Rim type:

Refit/same as: 1192

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Gular slettur 



Sherd group: 1194

Site code: BES 90

Finds number: 174

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 100,2

EVE (%): 15% (rim)

Diameter (mm): 25

Rim type: 13

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl with handel

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Snáka línur og þykkar renndur að innan ‐ 
að utan upp við brún er snáka lína sem 



Sherd group: 1195

Site code: BES 87

Finds number: 328

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 51,34

EVE (%): 18% (base)

Diameter (mm): 13

Rim type:

Refit/same as: 1196

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Gular línur og rákir með grænum doppum 
yfir í botninum, fyrir ofan línur eru línur 



Sherd group: 1196

Site code: BES 87

Finds number: 548

Unit number:

Number of sherds: 1

X: 224

Y: 230

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 36,16

EVE (%): 13% (base)

Diameter (mm): 13

Rim type:

Refit/same as: 1195

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: gult og grænt skraut sem hefur flagnað af



Sherd group: 1197

Site code: BES 95

Finds number: 473

Unit number:

Number of sherds: 3

X: 138,97

Y: 113,25

Hæð: 8,26

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 32,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mynstrið er flagnað af hefur verið gutl



Sherd group: 1198

Site code: BES 96

Finds number: 107

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 131,11

EVE (%): 15% (rim)

Diameter (mm): 30

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljós/gult slöngu mynstur og rendur ‐ á 
brúninni að utan hefur leirinn verið þrýstur 



Sherd group: 1199

Site code: BES 91

Finds number: 160

Unit number:

Number of sherds: 1

X: 168

Y: 121

Hæð: 8,78

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Gult mynstur



Sherd group: 1200

Site code: BES 90

Finds number: 77

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Gult mynstur sem er farið að flagna af



Sherd group: 1201

Site code: BES 90

Finds number: 173

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 81,4

EVE (%): 15% (rim)

Diameter (mm): 24

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Gulir hringir með grænum línum á milli, gul 
þykk lína upp við brún ‐ að utan er einnig 



Sherd group: 1202

Site code: BES 90

Finds number: 240

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐10

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,21

EVE (%): 25% (rim)

Diameter (mm): 10

Rim type: 16

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Gult snáka mynstur fyrir neðan brún



Sherd group: 1203

Site code: BES 87

Finds number: 297

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Stofa D

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handel of a dish

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gult og grænt mynstur



Sherd group: 1204

Site code: BES 90

Finds number: 6

Unit number:

Number of sherds: 1

X: 191,9

Y: 122,9

Hæð: 8

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: gult snáka mynstur með grænu í sem 



Sherd group: 1205

Site code: BES 94

Finds number: 27

Unit number:

Number of sherds: 1

X: 184,34

Y: 146,99

Hæð: 7,16

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst snáka mystur með ljósri rönd við brún 
en að utan er það grænleit



Sherd group: 1206

Site code: BES

Finds number: 1109

Unit number:

Number of sherds: 1

X: 206

Y: 124

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljósar renndur með grænu striki þvert á



Sherd group: 1207

Site code: BES

Finds number: 345

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst mynstur



Sherd group: 1208

Site code: BES 93

Finds number: 942

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): partial

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,49

EVE (%): 8% (rim)

Diameter (mm): 14

Rim type: 33

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar (straight)

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Að utan er ljóst mynstur  ‐ glerungurinn er 
að innan en að hluta að utan



Sherd group: 1209

Site code: BES 92

Finds number: 147

Unit number:

Number of sherds: 1

X: 158,55

Y: 109,5

Hæð: 8,61

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur að innan



Sherd group: 1210

Site code: BES 87

Finds number: 554

Unit number:

Number of sherds: 1

X: 208

Y: 128

Hæð: 90‐100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handel

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilega handfang af disk ‐ með ljósu 
mynstri



Sherd group: 1211

Site code: BES 87

Finds number: 201

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst mynstur



Sherd group: 1212

Site code: BES 88

Finds number: 172

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst mynstur ‐ hringlaga línur ‐ 
glerungurinn er aðeins dekkri en önnur 



Sherd group: 1213

Site code: BES 92

Finds number: 349

Unit number:

Number of sherds: 1

X: 158,39

Y: 106,59

Hæð: 8,29

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur á brún sem og að innan



Sherd group: 1214

Site code: BES

Finds number: 509

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst mynstur



Sherd group: 1215

Site code: BES 92

Finds number: 226

Unit number:

Number of sherds: 1

X: 158,73

Y: 109,99

Hæð: 8,55

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,6

EVE (%): 6% (rim)

Diameter (mm): 23

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst og grænt mynstur



Sherd group: 1216

Site code: BES 87

Finds number: 517

Unit number:

Number of sherds: 1

X: 224

Y: 124

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljósar renndur



Sherd group: 1217

Site code: BES 87

Finds number: 404

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst mynstur



Sherd group: 1218

Site code: BES 88

Finds number: 68

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur að utan ‐ hugsanlegt að 
glerungurinn sé aðeins dekkri að utan öðru 



Sherd group: 1219

Site code: BES 88

Finds number: 68

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur að utan ‐ Brotið hefur flagnað



Sherd group: 1220

Site code: BES 88

Finds number: 68

Unit number:

Number of sherds: 6

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9195

EVE (%): 10% (rim)

Diameter (mm): 10

Rim type: 10

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur að utan ‐ einnig á 
handfanginu eru ljós strik ‐ upp við 



Sherd group: 1221

Site code: BES 92

Finds number: 420

Unit number:

Number of sherds: 1

X: 158,47

Y: 105,59

Hæð: 8,27

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er flagnaður mikið af en 
mynstrið er ljóst



Sherd group: 1222

Site code: BES 87

Finds number: 332

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst mynstur að utan



Sherd group: 1223

Site code: BES 93

Finds number: 1010

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,98

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst snáka mynstur að utan og fyrir ofan 
það eru ljósar litlar renndur



Sherd group: 1224

Site code: BES 87

Finds number: 95

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 48,64

EVE (%): 24% (base)

Diameter (mm): 7

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljósar renndur að innan með grænum 
slettum



Sherd group: 1225

Site code: BES 87

Finds number: 204

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,54

EVE (%):

Diameter (mm):

Rim type: 11

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur með grænu í að utan



Sherd group: 1226

Site code: BES 92

Finds number: 144

Unit number:

Number of sherds: 1

X: 158,68

Y: 106,43

Hæð: 8,57

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur með grænu í ‐ Glerungurinn 
farinn að flagna



Sherd group: 1227

Site code: BES 92

Finds number: 144

Unit number:

Number of sherds: 1

X: 158,68

Y: 106,43

Hæð: 8,57

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle 

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur



Sherd group: 1228

Site code: BES 87

Finds number: 487

Unit number:

Number of sherds: 1

X: 200

Y: 114

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur ‐ glerungurinn farinn að 
flagna



Sherd group: 1229

Site code: BES 87

Finds number: 63

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 55,97

EVE (%): 28% (base)

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur með grænu í.



Sherd group: 1230

Site code: BES 90

Finds number: 82

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent): partial

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,45

EVE (%): 18% (base)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljósar renndur að innan með grænu 
mynstri líka en að utan upp við brún eru 



Sherd group: 1231

Site code: BES 92

Finds number: 313

Unit number:

Number of sherds: 1

X: 158,89

Y: 106,32

Hæð: 8,37

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1232

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljósar rendur



Sherd group: 1232

Site code: BES 92

Finds number: 443

Unit number:

Number of sherds: 2

X: 159,11

Y: 105,98

Hæð: 8,24

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1231

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljósar rendur ‐ brotið hefur klofnað



Sherd group: 1233

Site code: BES 92

Finds number: 195

Unit number:

Number of sherds: 1

X: 158,62

Y: 105,78

Hæð: 8,47

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1232?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljósar rendur ‐ sennilegt að það passi við 
nr 1232 



Sherd group: 1234

Site code: BES 92

Finds number: 430

Unit number:

Number of sherds: 1

X: 158,66

Y: 106,08

Hæð: 8,23

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1232?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljósar rendur ‐ sennilegt að það passi við 
nr 1232 



Sherd group: 1235

Site code: BES 87

Finds number: 1124

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 50

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur



Sherd group: 1236

Site code: BES 87

Finds number: 94

Unit number:

Number of sherds: 6

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur að utan ‐ Brotin eru 
sennilega úr sama íláti



Sherd group: 1237

Site code: BES 87

Finds number: 341

Unit number:

Number of sherds: 4

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 92,62

EVE (%): 31% (rim)

Diameter (mm): 14

Rim type: 10

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur að utan, bæði hvítar stuttar 
rendur og skraut. Glerungurinn er aðeins 



Sherd group: 1238

Site code: BES 87

Finds number: 103

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 82,28

EVE (%): 100% (rim)

Diameter (mm): 3

Rim type: stútur

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bottle

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulir dropar á hlið á stúttnum ‐ allan 
hringinn ‐ Glerungurinn er aðeins út í brúnt



Sherd group: 1239

Site code: BES 87

Finds number: 409

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst mynstur?



Sherd group: 1240

Site code: BES 91

Finds number: 122

Unit number:

Number of sherds: 1

X: 164

Y: 124,3

Hæð: 8,53

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst mynstur sem hefur flagnað af og 
sennilega lent í eldi svo glerungurinn er 



Sherd group: 1241

Site code: BES 92

Finds number: 203

Unit number:

Number of sherds: 1

X: 158,26

Y: 106,5

Hæð: 8,56

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 65,94

EVE (%): 11% (rim)

Diameter (mm): 26

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Brúnt í gruninn með ljósum röndum sem 
eru flagnaðar af og grænni brún



Sherd group: 1242

Site code: BES 87

Finds number: 103

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 43,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): clear

Notes: Ljóst mynstur með röndum og doppum, 
grænt snáka mynstur sem og rendur yfir 



Sherd group: 1243

Site code: BES 92

Finds number: 171

Unit number:

Number of sherds: 1

X: 158,76

Y: 105,81

Hæð: 8,5

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með hvítu mynstri sem er 
með grænislikju yfir



Sherd group: 1244

Site code: BES 92

Finds number: 367

Unit number:

Number of sherds: 1

X: 160

Y: 107,32

Hæð: 8,27

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er flagnaður af en ein þunn 
græn lína er eftir



Sherd group: 1245

Site code: BES 87

Finds number: 683

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er flagnaður af allur 



Sherd group: 1246

Site code: BES 96

Finds number: 249

Unit number:

Number of sherds: 17

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 68,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1249?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst í grunninn með brúnum þunnum 
röndum og litlum droppum. Grænar slikjur 



Sherd group: 1247

Site code: BES 87

Finds number: 190

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): partial

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 59,82

EVE (%): 10% (rim)

Diameter (mm): 19

Rim type: 28

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós kremað í grunninn en ekkert mynstur 
sést



Sherd group: 1248

Site code: BES 96

Finds number: 121

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin eru græn og brún og á einu hefur 
glerungurinn flagnað af ‐ sennilegt að 



Sherd group: 1249

Site code: BES 90

Finds number: 290

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1246?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin eru ljós í grunninn með brúnu og 
grænu mynstri ‐ sennilegt að þetta sé úr 



Sherd group: 1250

Site code: BES 90

Finds number: 85

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er flagnaður af allur 



Sherd group: 1251

Site code: BES 88

Finds number: 162

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,22

EVE (%): 19% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt í grunninn með ljósum/gulum 
röndum ‐ Glerungurinn farinn að flagna



Sherd group: 1252

Site code: BES 96

Finds number: 409

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle?

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Hvítt í grunninn en enginn skreyting sést



Sherd group: 1253

Site code: BES 87

Finds number: 590

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,8

EVE (%): 11% (rim)

Diameter (mm): 17

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungur er allur flagnaður af, sést glytta í 
ljósan grunn



Sherd group: 1254

Site code: BES 92

Finds number: 213

Unit number:

Number of sherds: 1

X: 158,28

Y: 106,45

Hæð: 8,61

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst að utan með slip undir en að innan er 
það orange að lit með glerung



Sherd group: 1255

Site code: BES 91

Finds number: 142

Unit number:

Number of sherds: 1

X: 168,5

Y: 120,5

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 40,68

EVE (%): 12% (base)

Diameter (mm): 20

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með ljósum lóðréttum 
litlum strikum upp við brún að utan



Sherd group: 1256

Site code: BES 96

Finds number: 249

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur sem er aðeins út í grænt 
með ljósri snáka rönd að utan



Sherd group: 1257

Site code: BES 90

Finds number: 11

Unit number:

Number of sherds: 1

X: 191,4

Y: 22,9

Hæð: 8,5

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með hvítu mynstri að utan



Sherd group: 1258

Site code: BES 96

Finds number: 290

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænleitur glerungur með ljósu mynstri að 
utan



Sherd group: 1259

Site code: BES 92

Finds number: 123

Unit number:

Number of sherds: 1

X: 159,6

Y: 107,07

Hæð: 8,47

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með hvítu snáka mynstri að 
utan



Sherd group: 1260

Site code: BES 88

Finds number: 252

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,23

EVE (%): 10% (rim)

Diameter (mm): 11

Rim type: 11

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með ljósum lóðréttum 
strikum að utan upp við brún ‐ brennt að 



Sherd group: 1261

Site code: BES 87

Finds number: 586

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænleitur glerungur með ljósu mynstri að 
utan



Sherd group: 1262

Site code: BES 92

Finds number: 403

Unit number:

Number of sherds: 1

X: 158,67

Y: 109,17

Hæð: 8,31

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: ljóst mynstur



Sherd group: 1263

Site code: BES 87

Finds number: 1142

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange í grunninn með ljósu og brúnu 
mynstri ‐ á öðru brotinu hefur mynstrið 



Sherd group: 1264

Site code: BES 90

Finds number: 2

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange í grunninn með ljósu mynstri að 
utan ‐ brotin passa ekki saman en eru 



Sherd group: 1265

Site code: BES 92

Finds number: 291

Unit number:

Number of sherds: 4

X: 159,21

Y: 108,67

Hæð: 8,49

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange í grunninn með ljósu mynstri að 
utan ‐ brotin passa ekki saman en eru 



Sherd group: 1266

Site code: BES 89

Finds number: 280

Unit number: Eldhús

Number of sherds: 1

X: 192,15

Y: 123,25

Hæð: 160

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 33,7

EVE (%): 8% (rim)

Diameter (mm): 25

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 36

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt í grunninn með orange mynstri, 
röndum og línum



Sherd group: 1267

Site code: BES 87

Finds number: 488

Unit number:

Number of sherds: 1

X: 200

Y: 114

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er flagnaður af allur 



Sherd group: 1268

Site code: BES 96

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs: Curvilinear Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range: mid 16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnt í grunninn með ljósu og grænu 
mynstri



Sherd group: 1269

Site code: BES 87

Finds number: 367

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,69

EVE (%): 22% (rim)

Diameter (mm): 10

Rim type: 1

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að utan en að innan er 
hann glær að hluta



Sherd group: 1270

Site code: BES 87

Finds number: 619

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að inna sem utan



Sherd group: 1271

Site code: BES 87

Finds number: 684

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur ‐ Eitt brotið er sennilega af 
handfagni en brotin passa ekki saman en 



Sherd group: 1272

Site code: BES 87

Finds number: 103

Unit number:

Number of sherds: 11

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 38,66

EVE (%): 20% (rim)

Diameter (mm): 10

Rim type: 16

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan en að upp við 
brún verður glerungurinn aðeins út í brúnt 



Sherd group: 1273

Site code: BES 87

Finds number: 470

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungurinn að innan en að utan er 
hann aðeins út í brúnt



Sherd group: 1274

Site code: BES 87

Finds number: 605

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungurinn að innan en að utan er 
hann aðeins út í brúnt



Sherd group: 1275

Site code: BES 87

Finds number: 514

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan en aðeins út í 
brúnt að utan



Sherd group: 1276

Site code: BES 93

Finds number: 26

Unit number: Lag 1 ‐ Móaska

Number of sherds: 10

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 65,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan en að utan er 
það svart en þó ekki brent ‐ Glerungurinn 



Sherd group: 1277

Site code: BES 92

Finds number: 247

Unit number:

Number of sherds: 1

X: 159,17

Y: 108,32

Hæð: 8,46

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græm glerungur



Sherd group: 1278

Site code: BES 87

Finds number: 765

Unit number: Gólflag ‐ skurður við NV‐horn á tröppum

Number of sherds: 1

X: 204

Y: 124

Hæð: 80

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en út í brúnt að utan



Sherd group: 1279

Site code: BES 87

Finds number: 191

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,78

EVE (%): 19% (rim)

Diameter (mm): 22

Rim type: 34

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en ljósara upp við brún



Sherd group: 1280

Site code: BES 87

Finds number: 618

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en ljósara upp við brún



Sherd group: 1281

Site code: BES 87

Finds number: 605

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en brúnt að utan



Sherd group: 1282

Site code: BES 87

Finds number: 375

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1314?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan ‐ ein þunn rönd sem er 
ljósari



Sherd group: 1283

Site code: BES 92

Finds number: 95

Unit number:

Number of sherds: 4

X: 158,76

Y: 115,19

Hæð: 8,68

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 87,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan en að innan er glerungurinn 
glær ‐ Handfangið er "útskorið" 



Sherd group: 1284

Site code: BES 87

Finds number:

Unit number: Hreinsun á efra steina gólflagi

Number of sherds: 1

X: 208

Y: 124‐126

Hæð: 70

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en brúnt að utan



Sherd group: 1285

Site code: BES 92

Finds number: 245

Unit number:

Number of sherds: 1

X: 158,72

Y: 110,23

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan



Sherd group: 1286

Site code: BES 87

Finds number: 957

Unit number:

Number of sherds: 1

X: 202‐204

Y: 124‐126

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan sem utan



Sherd group: 1287

Site code: BES 87

Finds number: 962

Unit number:

Number of sherds: 1

X: 206‐207

Y: 122

Hæð: 90‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan



Sherd group: 1288

Site code: BES 87

Finds number: 742

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan sem utan



Sherd group: 1289

Site code: BES 87

Finds number: 742

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan



Sherd group: 1290

Site code: BES 92

Finds number: 421

Unit number:

Number of sherds: 1

X: 159,99

Y: 109,03

Hæð: 8,34

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,26

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en að utan hefur það 
flagnað 



Sherd group: 1291

Site code: BES

Finds number: 512

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en brennt að utan sem og 
aðeins að inna



Sherd group: 1292

Site code: BES 87

Finds number: 687

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en brúnt að utan



Sherd group: 1293

Site code: BES 87

Finds number: 368

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,5

EVE (%):

Diameter (mm):

Rim type: 11

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan sem utan



Sherd group: 1294

Site code: BES 87

Finds number: 682

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan ‐ aðeins dekkri doppur inn 
á milli



Sherd group: 1295

Site code: BES 87

Finds number: 759

Unit number:

Number of sherds: 1

X: 206

Y: 128

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan, aðeins dökkt



Sherd group: 1296

Site code: BES 92

Finds number: 314

Unit number:

Number of sherds: 2

X: 159,94

Y: 107,59

Hæð: 8,42

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan



Sherd group: 1297

Site code: BES 87

Finds number: 742

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: like að fingernails

Applique method:



Weight (g): 4,39

EVE (%): 12% (rim)

Diameter (mm): 6

Rim type: 11

Refit/same as: 1298?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan sem utan ‐ Pressað hefur 
verið í leirinn, blóma mynstur?



Sherd group: 1298

Site code: BES 87

Finds number: 602

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,18

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as: 1297?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan með skrauti í leirnum ‐ 
hefur flagnað að innan



Sherd group: 1299

Site code: BES 87

Finds number: 644

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1300?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan en brúnt að innan



Sherd group: 1300

Site code: BES 87

Finds number: 543

Unit number: Mold undir efra steingólfi

Number of sherds: 1

X: 224

Y: 108

Hæð: 90 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1299?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan en brúnt að innan



Sherd group: 1301

Site code: BES 87

Finds number: 543

Unit number: Mold undir efra steingólfi

Number of sherds: 1

X: 224

Y: 108

Hæð: 90 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan en brúnt að innan



Sherd group: 1302

Site code: BES 89

Finds number: 247

Unit number:

Number of sherds: 2

X: 177‐178

Y: 125‐126

Hæð: 771

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,1

EVE (%): 5% (rim)

Diameter (mm): 22

Rim type: 13

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en að utan er það ljóst og 
brúnt ‐ Brotin passa ekki saman en eru 



Sherd group: 1303

Site code: BES 89

Finds number: 247

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð: 771

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan



Sherd group: 1304

Site code: BES 92

Finds number: 415

Unit number:

Number of sherds: 1

X: 159,26

Y: 108,69

Hæð: 8,35

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan



Sherd group: 1305

Site code: BES 96

Finds number: 107

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk grænt að utan en ljósara að innan



Sherd group: 1306

Site code: BES 87

Finds number: 752

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐130

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan sem utan



Sherd group: 1307

Site code: BES 87

Finds number: 520

Unit number:

Number of sherds: 1

X: 228

Y: 126

Hæð: 110

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk grænt að utan en brotið hefur 
flagnað að innan



Sherd group: 1308

Site code: BES 87

Finds number: 745

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan en að innan er gulbrúnt



Sherd group: 1309

Site code: BES 87

Finds number: 735

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,43

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan sem og innan en feytar 
aðeins í ljóst neðar á innan



Sherd group: 1310

Site code: BES 87

Finds number: 383

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,83

EVE (%): 15% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en út í gult að utan



Sherd group: 1311

Site code: BES 94

Finds number: 9

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan en að innan er gulbrúnt



Sherd group: 1312

Site code: BES 87

Finds number: 218

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en út í gult að utan



Sherd group: 1313

Site code: BES 88

Finds number: 179

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: colander

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt báðu megin ‐ göt eins og á sigti



Sherd group: 1314

Site code: BES 88

Finds number: 30

Unit number:

Number of sherds: 1

X: 190

Y: 144

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1282?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan með aðeins dekkri 
röndum ‐ Hugsanlegt að það passi við nr 



Sherd group: 1315

Site code: BES 87

Finds number: 382

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan en glerungurinn er mikið 
flagnaður af



Sherd group: 1316

Site code: BES 95

Finds number: 335

Unit number:

Number of sherds: 1

X: 100,7

Y: 118,83

Hæð: 8,19

Hole/svæði: RH‐5

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 16

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilegt að brotið hafi lent í bruna að 
utan 



Sherd group: 1317

Site code: BES 87

Finds number: 720

Unit number:

Number of sherds: 2

X: 202

Y: 124

Hæð: 90 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að hluta að utan en að inna eru þau 
brún með grænum doppum



Sherd group: 1318

Site code: BES

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: yes?

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan



Sherd group: 1319

Site code: BES 88

Finds number: 251

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,49

EVE (%): 10% (rim)

Diameter (mm): 18

Rim type: 10

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan sem utan en að utan er 
glerungurinn búinn að mást af?



Sherd group: 1320

Site code: BES 88

Finds number: 169

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan og hefur leirinn verið 
mótaður með línum



Sherd group: 1321

Site code: BES 88

Finds number: 305

Unit number:

Number of sherds: 3

X: 200

Y: 138‐144

Hæð:

Hole/svæði: Snið 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 48,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl with handel

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að hluta að innan en ofar á ílátinu 
verður það aðeins út í brúnt, sami litur að 



Sherd group: 1322

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt og brúnt að utan en að innan hefur 
brotið flagnað



Sherd group: 1323

Site code: BES 92

Finds number: 424

Unit number:

Number of sherds: 2

X: 159,19

Y: 109,23

Hæð: 8,32

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn brot en hafa flagnað



Sherd group: 1324

Site code: BES 92

Finds number: 424

Unit number:

Number of sherds: 1

X: 159,19

Y: 109,23

Hæð: 8,32

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að innan



Sherd group: 1325

Site code: BES

Finds number: 727

Unit number:

Number of sherds: 3

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að inna en að utan er það eins út í 
brúnt ‐ Tvö brotana hafa verið límd saman



Sherd group: 1326

Site code: BES 87

Finds number: 370

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan með þunnum röndum og 
mynstri en að innan er liturinn út í gult



Sherd group: 1327

Site code: BES 87

Finds number: 199

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,34

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grænt að utan með röndum en að innan er 
það aðeins út í gult 



Sherd group: 1328

Site code: BES 88

Finds number: 100

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 93,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1329

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að inna með aðeins 
svörtum flekkjum ‐ hreint að utan



Sherd group: 1329

Site code: BES 88

Finds number: 156

Unit number:

Number of sherds: 2

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 51,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1328

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að inna með aðeins 
svörtum flekkjum ‐ hreint að utan



Sherd group: 1330

Site code: BES 88

Finds number: 100

Unit number:

Number of sherds: 4

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 49,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að inna með aðeins 
svörtum flekkjum ‐ hreint að utan



Sherd group: 1331

Site code: BES 88

Finds number: 157

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 207,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1332, 1333?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: saucepan

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Skaft af potti ‐ Gæti verið svipað og nr D 
eða 4c í greiningu Guðrúnu 



Sherd group: 1332

Site code: BES 88

Finds number: 157

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 37,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1331, 1333?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að inna með aðeins 
svörtum flekkjum ‐ hreint að utan ‐ 



Sherd group: 1333

Site code: BES 88

Finds number: 157

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1331, 1332

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að inna með aðeins 
svörtum flekkjum ‐ hreint að utan ‐ 



Sherd group: 1334

Site code: BES 92

Finds number: 621

Unit number:

Number of sherds: 1

X: 159,97

Y: 109,31

Hæð: 8,05

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1335

Site code: BES 87

Finds number: 694

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að inna með aðeins 
svörtum flekkjum ‐ hreint að utan



Sherd group: 1336

Site code: BES 92

Finds number: 285

Unit number:

Number of sherds: 1

X: 158,49

Y: 109,48

Hæð: 8,45

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1337

Site code: BES 95

Finds number: 468

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: RH‐3/T‐42

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1338

Site code: BES 87

Finds number: 371

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún gleurngur að innan ‐ annað 
brotið brennt



Sherd group: 1339

Site code: BES 87

Finds number: 333

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1340

Site code: BES 88

Finds number: 256

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes ‐ outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ hreint að 
utan með svörtu eftir eld



Sherd group: 1341

Site code: BES 87

Finds number: 358

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1342

Site code: BES 87

Finds number: 721

Unit number:

Number of sherds: 1

X: 202

Y: 124

Hæð: 90 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes ‐ outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brennt að utan



Sherd group: 1343

Site code: BES 87

Finds number: 94

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes ‐ outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ brennt að 
utan ‐ Brotin passa ekki saman en eru 



Sherd group: 1344

Site code: BES 96

Finds number: 12

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1345

Site code: BES 95

Finds number: 218

Unit number:

Number of sherds: 1

X: 98,45

Y: 113,71

Hæð: 7,8

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brennt að utan



Sherd group: 1346

Site code: BES 95

Finds number: 474

Unit number:

Number of sherds: 1

X: 138,71

Y: 112,58

Hæð: 8,24

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brennt að utan



Sherd group: 1347

Site code: BES 87

Finds number: 574

Unit number:

Number of sherds: 2

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan með 
grænum flekkjum í ‐hreint að utan



Sherd group: 1348

Site code: BES 87

Finds number: 94

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1349

Site code: BES 87

Finds number: 748

Unit number: Lausafundur úr neðri gólflögum

Number of sherds: 1

X: 200‐210

Y:

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,02

EVE (%): 11% (rim)

Diameter (mm): 12

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ hreint að 
utan



Sherd group: 1350

Site code: BES 87

Finds number: 222

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 38,09

EVE (%): 22% (rim)

Diameter (mm): 12

Rim type: 5

Refit/same as: 1356?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að inna með aðeins 
svörtum flekkjum ‐ hreint að utan



Sherd group: 1351

Site code: BES 87

Finds number: 693

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ hreint að 
utan ‐ brotin passa ekki saman en eru 



Sherd group: 1352

Site code: BES 87

Finds number: 585

Unit number:

Number of sherds: 2

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ hreint að 
utan ‐ brotin passa ekki saman en eru 



Sherd group: 1353

Site code: BES 96

Finds number: 416

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk grænt að innan en hreint að utan ‐ 
brotin passa ekki saman en eru sennilega 



Sherd group: 1354

Site code: BES 92

Finds number: 282

Unit number:

Number of sherds: 1

X: 158,97

Y: 109,79

Hæð: 8,5

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1355

Site code: BES 87

Finds number: 499

Unit number:

Number of sherds: 4

X: 206

Y: 110

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan ‐ brotin passa ekki saman en eru 



Sherd group: 1356

Site code: BES 87

Finds number: 193

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,16

EVE (%): 12% (rim)

Diameter (mm): 12

Rim type: 5

Refit/same as: 1350?

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan með aðeins 
svörtum flekkjum ‐ hreint að utan



Sherd group: 1357

Site code: BES 87

Finds number: 139

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 38,58

EVE (%):

Diameter (mm):

Rim type: 19

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan og að hluta 
að utan ‐ Brotin passa ekki saman en eru 



Sherd group: 1358

Site code: BES 88

Finds number: 167

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,56

EVE (%): 18% (rim)

Diameter (mm): 12

Rim type: 23

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn aðeins út í brún glerungur að inna en 
hreint að utan



Sherd group: 1359

Site code: BES 96

Finds number: 65

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,76

EVE (%): 10% (rim)

Diameter (mm): 14

Rim type: 16

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Poor glazing ‐ Grænt að innan ‐ hreint að 
utan ‐ glerungurinn aðeins hrjúfur



Sherd group: 1360

Site code: BES 94

Finds number: 12

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handel

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur



Sherd group: 1361

Site code: BES 94

Finds number: 12

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur



Sherd group: 1362

Site code: BES 96

Finds number: 401

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,52

EVE (%):

Diameter (mm):

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan sem og að 
hluta að utan



Sherd group: 1363

Site code: BES 95

Finds number: 564

Unit number:

Number of sherds: 6

X: 102,25

Y: 112,65

Hæð: 7,54

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ hreint að 
utan ‐ brotin passa ekki saman en eru 



Sherd group: 1364

Site code: BES 95

Finds number: 570

Unit number:

Number of sherds: 1

X: 101,87

Y: 112,38

Hæð: 7,49

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,39

EVE (%):

Diameter (mm):

Rim type: 25

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan að utan 
grátt að utan ‐ mynstur í leirnum



Sherd group: 1365

Site code: BES 91

Finds number: 143

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan en flagnað 
að utan ‐ brotin passa ekki saman en eru 



Sherd group: 1366

Site code: BES 95

Finds number: 729

Unit number:

Number of sherds: 9

X: 102,38

Y: 110,98

Hæð: 7,37

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 72,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ hreint að 
utan ‐ brotin passa ekki saman en eru 



Sherd group: 1367

Site code: BES 92

Finds number: 85

Unit number:

Number of sherds: 1

X: 158,149

Y: 115,952

Hæð: 8,822

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1368

Site code: BES 92

Finds number: 85

Unit number:

Number of sherds: 1

X: 158,149

Y: 115,952

Hæð: 8,822

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,45

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: yes‐inside

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur ‐ brotið flagnað að 
utan



Sherd group: 1369

Site code: BES 89

Finds number: 40

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 0,88‐0,95 undir yfirborði 

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,8

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur með svörtum 
doppum að innan ‐ hreint að utan ‐ brotin 



Sherd group: 1370

Site code: BES 88

Finds number:

Unit number: Lausafundur

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: Birds foot

Applique method:



Weight (g): 64,96

EVE (%): 21% (rim)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan sem er með 
grænum hrjúfum doppum ‐ að utan er 



Sherd group: 1371

Site code: BES 87

Finds number: 726

Unit number:

Number of sherds: 8

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gærn glerungur að innan en að utan er 
hvít slip en glerungurinn farinn af? ‐ brotin 



Sherd group: 1372

Site code: BES 92

Finds number: 372

Unit number:

Number of sherds: 1

X: 159,97

Y: 107,09

Hæð: 8,25

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan sem er aðeins 
hrjúfur ‐ brotið er flagnað að utan



Sherd group: 1373

Site code: BES 87

Finds number: 1142

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að utan sem innan



Sherd group: 1374

Site code: BES 87

Finds number: 631

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að utan en að innan 
er hann aðeins meira brún ‐ brotin passa 



Sherd group: 1375

Site code: BES 92

Finds number: 303

Unit number:

Number of sherds: 1

X: 160,01

Y: 110,02

Hæð: 8,43

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1376?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur báðu megin ‐ Sennilega 
sama ílát og nr 1376 en þau passa ekki 



Sherd group: 1376

Site code: BES 92

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1375?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur báðu megin ‐ Sennilega 
sama ílát og nr 1375 en þau passa ekki 



Sherd group: 1377

Site code: BES 87

Finds number: 467

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan en að 
flagnað að utan



Sherd group: 1378

Site code: BES 87

Finds number: 467

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan en að utan er 
það hreint en sennilega brennt



Sherd group: 1379

Site code: BES 92

Finds number: 469

Unit number:

Number of sherds: 1

X: 158,64

Y: 112,7

Hæð: 8,51

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan sem utan



Sherd group: 1380

Site code: BES 87

Finds number: 405

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,95

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan en að utan 
er glerungurinn glær



Sherd group: 1381

Site code: BES 96

Finds number: 396

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ flagnað að 
utan ‐ brotin passa ekki saman en eru 



Sherd group: 1382

Site code: BES 96

Finds number: 132

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,14

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að utan en að innan er 
hann glær



Sherd group: 1383

Site code: BES 87

Finds number: 363

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gærn/brún glerungur að innan en að utan 
er það flagnað og brennt



Sherd group: 1384

Site code: BES 90

Finds number: 78

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 47,22

EVE (%): 15% (rim)

Diameter (mm): 19

Rim type: 10

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar (handle)

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan sem utan



Sherd group: 1385

Site code: BES 88

Finds number: 262

Unit number: Svæði III utan Kirkjugarði

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gærn glerungur sem er búinn að mást af



Sherd group: 1386

Site code: BES 88

Finds number: 255

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,66

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan sem utan



Sherd group: 1387

Site code: BES 87

Finds number: 634

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur öðru megin og græn og 
brún hinu megin



Sherd group: 1388

Site code: BES 87

Finds number: 637

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,82

EVE (%): 10% (rim)

Diameter (mm): 15

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/gulur glerungur að inna sem utan



Sherd group: 1389

Site code: BES

Finds number: 562

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 57

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan en hreint að utan



Sherd group: 1390

Site code: BES 87

Finds number: 419

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Stofa C

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 90,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur sem er aðeins út í gult. 
Glerungurinn hefur flagnað af að hluta ‐ 



Sherd group: 1391

Site code: BES 87

Finds number: 526

Unit number:

Number of sherds: 1

X: 208

Y: 136

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 112,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a skillet

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brot af handfangi ‐ Frekar gróft ‐ Græn 
glerungur að hluta



Sherd group: 1392

Site code: BES 88

Finds number: 99

Unit number:

Number of sherds: 2

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 74,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1393

Site code: BES 87

Finds number: 335

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,8

EVE (%):

Diameter (mm):

Rim type: 11

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glrungur að innan en hreint að 
utan



Sherd group: 1394

Site code: BES 87

Finds number: 734

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að inna sem utan



Sherd group: 1395

Site code: BES 88

Finds number: 255

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,74

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að utan en að inna hefur 
brotið flagnað



Sherd group: 1396

Site code: BES 87

Finds number: 591

Unit number:

Number of sherds: 2

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1397

Site code: BES 90

Finds number:

Unit number: N‐hluti

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan sem utan en 
að innan eru einnig smá appelsínugulur 



Sherd group: 1398

Site code: BES 87

Finds number: 744

Unit number:

Number of sherds: 1

X: 206‐210

Y: 112

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,38

EVE (%):

Diameter (mm):

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: Yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan en að utan 
hefur hiti brætt glerunginn



Sherd group: 1399

Site code: BES 87

Finds number: 634

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,55

EVE (%): 8% (rim)

Diameter (mm): 13

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe): reeded

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan sem utan en 
að innan er einnig smá orange og skær 



Sherd group: 1400

Site code: BES 91

Finds number:

Unit number:

Number of sherds: 1

X: 166

Y: 119

Hæð: 8,8

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn doppóttur glerungur að utan sem 
innan



Sherd group: 1401

Site code: BES 89

Finds number: 268

Unit number:

Number of sherds: 1

X: 124

Y:

Hæð: 112

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að hluta að utan en að 
innan er það brúnt



Sherd group: 1402

Site code: BES 91

Finds number: 56

Unit number:

Number of sherds: 1

X: 167

Y: 119,5

Hæð: 8,8

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brúnt að innan en að utan er það 
brúnt og hrjúft



Sherd group: 1403

Site code: BES 87

Finds number: 539

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 120‐150

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 42

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan ‐ brotið er 
flagnað að utan



Sherd group: 1404

Site code: BES 95

Finds number: 291

Unit number:

Number of sherds: 1

X: 97,92

Y: 107,96

Hæð: 7,32

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,75

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 42

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að inna sem utan



Sherd group: 1405

Site code: BES 92

Finds number: 32

Unit number:

Number of sherds: 1

X: 158,59

Y: 104,79

Hæð: 8,1

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 42

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan ‐ Leirinn aðeins 
orange



Sherd group: 1406

Site code: BES 87

Finds number: 188

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐40 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 42

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan



Sherd group: 1407

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,54

EVE (%): 13% (rim)

Diameter (mm): 8

Rim type: 7

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 43

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan sem utan



Sherd group: 1408

Site code: BES 88

Finds number: 152

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 43

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að utan en að inna hefur 
brotið flagnað



Sherd group: 1409

Site code: BES 87

Finds number: 300

Unit number:

Number of sherds: 4

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa D

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 41,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 44

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn doppóttur glerungur að innan ‐ 
hreint að utan með rákir í leirnum



Sherd group: 1410

Site code: BES 89

Finds number: 306

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 44

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn doppóttur glerungur að innan með 
svartri rönd um 3 cm neðan við brún ‐ 



Sherd group: 1411

Site code: BES 88

Finds number: 168

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 45

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós græn glerungur sem er mikið 
flagnaður af



Sherd group: 1412

Site code: BES 93

Finds number: 550

Unit number:

Number of sherds: 1

X: 172,53

Y: 115,36

Hæð: 8,75

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan sem utan



Sherd group: 1413

Site code: BES 87

Finds number: 580

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan 



Sherd group: 1414

Site code: BES 87

Finds number: 549

Unit number:

Number of sherds: 1

X: 224

Y: 130?

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 35,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan sem utan



Sherd group: 1415

Site code: BES 87

Finds number: 136

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1416

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ brennt að 
utan ‐ passar við nr 1416



Sherd group: 1416

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1415

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ brennt að 
utan ‐ passar við nr 1415



Sherd group: 1417

Site code: BES 88

Finds number: 174

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,35

EVE (%): 12% (rim)

Diameter (mm): 11

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan sem fer 
aðeins út í brúnt þegar neðar dregur í 



Sherd group: 1418

Site code: BES 88

Finds number: 175178

Unit number:

Number of sherds: 2

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19

EVE (%): 12% (rim)

Diameter (mm): 10

Rim type: 10

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan og að hluta 
að utan ‐ brotin passa ekki saman en eru 



Sherd group: 1419

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 4

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 48,47

EVE (%): 11% (rim)

Diameter (mm): 13

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan og aðeins 
yfir brún ‐ brotin passa ekki saman en eru 



Sherd group: 1420

Site code: BES 94

Finds number: 34

Unit number:

Number of sherds: 2

X: 184,23

Y: 150,26

Hæð: 6,98

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 47,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ brotin 
passa saman



Sherd group: 1421

Site code: BES 87

Finds number: 547

Unit number:

Number of sherds: 1

X: 206

Y: 124

Hæð: 100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan



Sherd group: 1422

Site code: BES 87

Finds number: 664

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan



Sherd group: 1423

Site code: BES

Finds number: 539

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 120‐150

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan



Sherd group: 1424

Site code: BES 88

Finds number: 57

Unit number: Efsta lag móösku

Number of sherds: 1

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: square boxes

Applique method:



Weight (g): 7,57

EVE (%): 8% (rim)

Diameter (mm): 8

Rim type: 11

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan sem utan ‐ 
Mynstur hefur verið pressað í leirinn



Sherd group: 1425

Site code: BES

Finds number: 666

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted: yes

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að utan en að innan 
er hann glær ‐ mynstur hefur verið pressað 



Sherd group: 1426

Site code: BES 93

Finds number: 205

Unit number:

Number of sherds: 2

X: 184‐90

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn og brún glerungur að utan en að 
inna er hvítt slip ‐ brotin passa saman



Sherd group: 1427

Site code: BES 92

Finds number: 523

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan en mikip 
flagnaður



Sherd group: 1428

Site code: BES 87

Finds number: 533

Unit number:

Number of sherds: 1

X: 226

Y: 124

Hæð: 120‐150

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að utan sam innan



Sherd group: 1429

Site code: BES 87

Finds number: 394

Unit number:

Number of sherds: 1

X: 206

Y: 122

Hæð: 80‐100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan en að 
flagnað að utan



Sherd group: 1430

Site code: BES 95

Finds number: 153

Unit number:

Number of sherds: 2

X: 102,93

Y: 111,2

Hæð: 7,6

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 120,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl with handel

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að inna ‐ handfang 
af skál ‐ brotin passa saman



Sherd group: 1431

Site code: BES 89

Finds number: 292

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 60,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan



Sherd group: 1432

Site code: BES 89

Finds number: 292

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: yes?

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1433

Site code: BES 89

Finds number: 292

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ brotin 
passa saman



Sherd group: 1434

Site code: BES 89

Finds number: 292

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að inna með dekkri 
röndum ‐ brotin passa ekki saman en eru 



Sherd group: 1435

Site code: BES 88

Finds number: 248

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 60,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1436

Site code: BES 93

Finds number: 960

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 210

EVE (%): 12% (rim)

Diameter (mm): 19

Rim type: 11

Refit/same as: 1437?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: pipkin with handle

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ brot nr 
1437 passar ekki við en er sennilega úr 



Sherd group: 1437

Site code: BES 92

Finds number: 152

Unit number:

Number of sherds: 1

X: 158,39

Y: 108,64

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 52,91

EVE (%): 10% (rim)

Diameter (mm): 19

Rim type: 17

Refit/same as: 1436?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: pipkin with handle

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ brot nr 
1436 passar ekki við en er sennilega úr 



Sherd group: 1438

Site code: BES 93

Finds number: 271

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Flagnað að utan



Sherd group: 1439

Site code: BES 91

Finds number: 182

Unit number:

Number of sherds: 1

X: 168

Y: 119

Hæð: 8,51

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Aðeins dökkar doppur í glerungnum



Sherd group: 1440

Site code: BES 91

Finds number: 46

Unit number:

Number of sherds: 1

X: 164‐165

Y: 118‐119

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,15

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1441

Site code: BES 92

Finds number: 117

Unit number:

Number of sherds: 2

X: 154,85

Y: 107,65

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1442?, 1453?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti ‐ líklegt að þau séu úr sama 



Sherd group: 1442

Site code: BES 92

Finds number: 121

Unit number:

Number of sherds: 2

X: 158,74

Y: 108,07

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1441?, 1453?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti ‐ líklegt að þau séu úr sama 



Sherd group: 1443

Site code: BES 87

Finds number: 465

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Aðeins glerungur að utan líka en mjög lítið



Sherd group: 1444

Site code: BES 95

Finds number: 532

Unit number:

Number of sherds: 1

X: 97,36

Y: 111,28

Hæð: 7,46

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1445

Site code: BES 96

Finds number: 143

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1446

Site code: BES 95

Finds number: 149

Unit number:

Number of sherds: 1

X: 99,2

Y: 112,99

Hæð: 7,92

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1447

Site code: BES 91

Finds number: 41

Unit number:

Number of sherds: 1

X: 164

Y: 120

Hæð: 8,76

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1448

Site code: BES 95

Finds number: 546

Unit number:

Number of sherds: 1

X: 104,7

Y: 111,13

Hæð: 7,74

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 27,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1449

Site code: BES 96

Finds number: 230

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ 
glerungurinn flagnaður mikið af



Sherd group: 1450

Site code: BES 96

Finds number: 314

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ 
glerungurinn flagnaður mikið af



Sherd group: 1451

Site code: BES 96

Finds number: 314

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn aðeins 



Sherd group: 1452

Site code: BES 95

Finds number: 645

Unit number:

Number of sherds: 1

X: 101,05

Y: 112,78

Hæð: 7,51

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 90,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ fóturinn er brotinn



Sherd group: 1453

Site code: BES 92

Finds number: 340

Unit number:

Number of sherds: 1

X: 158,41

Y: 109,07

Hæð: 8,45

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 27,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1441, 1442?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1454

Site code: BES 87

Finds number: 407

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1455

Site code: BES 88

Finds number: 170

Unit number:

Number of sherds: 1

X: 190

Y: 147

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungur alveg að innan en að utan að 
hluta ‐ Rauð/brún glerungur



Sherd group: 1456

Site code: BES 95

Finds number: 479

Unit number:

Number of sherds: 1

X: 137,18

Y: 112,48

Hæð: 8,15

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1457

Site code: BES 95

Finds number: 228

Unit number:

Number of sherds: 1

X: 100,46

Y: 110,22

Hæð: 7,58

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1458

Site code: BES 96

Finds number: 405

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn 



Sherd group: 1459

Site code: BES 95

Finds number: 622

Unit number:

Number of sherds: 3

X: 99,63

Y: 111,87

Hæð: 7,59

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ tvö 
brotana passa saman 



Sherd group: 1460

Site code: BES 87

Finds number: 121

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 126,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvö brot sem hana fests saman við 
brennslu ‐ sennilegt að annað brotið hafi 



Sherd group: 1461

Site code: BES 89

Finds number: 220

Unit number:

Number of sherds: 2

X: 173‐174

Y: 125‐126

Hæð: 127

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 57,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside?

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1462

Site code: BES 88

Finds number: 311

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 82,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Far eftir handfang að utan ‐ Rauð/brún 
glerungur báðu meginn



Sherd group: 1463

Site code: BES 87

Finds number: 479

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 110‐140 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Of lítið til að mæla stærð ‐ Rauð/brún 
glerungur báðu megin



Sherd group: 1464

Site code: BES 87

Finds number: 364

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 45,97

EVE (%): 8% (rim)

Diameter (mm): 19

Rim type: 24

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins dökkur) glerungur með 
dökkum doppum í báðu megin



Sherd group: 1465

Site code: BES 92

Finds number: 235

Unit number:

Number of sherds: 3

X: 159,14

Y: 108,4

Hæð: 8,47

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 118,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish (handle)

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að báðu megin með 
dökkum doppum í ‐ brotin passa saman



Sherd group: 1466

Site code: BES 87

Finds number: 504

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins út í grænt að hluta) að 
innan og að hluta að utan



Sherd group: 1467

Site code: BES 94

Finds number: 48

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 79,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside? Knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan og að hluta 
að utan



Sherd group: 1468

Site code: BES 87

Finds number: 356

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1469

Site code: BES 88

Finds number: 257

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1470

Site code: BES

Finds number: 1004

Unit number:

Number of sherds: 1

X: 228

Y: 126

Hæð: 110

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í að innan en er flagnaður að utan



Sherd group: 1471

Site code: BES 87

Finds number: 195

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1472

Site code: BES 87

Finds number: 483

Unit number:

Number of sherds: 7

X:

Y:

Hæð: 110‐140 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 42,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan og að hluta 
að utan ‐ brotin passa ekki saman en eru 



Sherd group: 1473

Site code: BES 93

Finds number: 890

Unit number:

Number of sherds: 1

X: 156,53

Y: 108,8

Hæð: 7,43

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1474

Site code: BES 87

Finds number: 348

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins ljós) glerungur með 
dökkum doppum í báðu megin



Sherd group: 1475

Site code: BES 87

Finds number: 327

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐150 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 30,26

EVE (%): 9% (rim)

Diameter (mm): 15

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í að innan sem nær yfir brún að 



Sherd group: 1476

Site code: BES 94

Finds number: 43

Unit number:

Number of sherds: 1

X: 184,91

Y: 144,72

Hæð: 6,61

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1477

Site code: BES 88

Finds number: 67

Unit number:

Number of sherds: 3

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 73,55

EVE (%): 12% (rim)

Diameter (mm): 25

Rim type: 19

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (hemispherical)

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í ‐ tvö brotana hafa verið límd 



Sherd group: 1478

Site code: BES 88

Finds number: 200

Unit number:

Number of sherds: 1

X: 190‐200

Y: 131‐140

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside/knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn aðeins 



Sherd group: 1479

Site code: BES 87

Finds number: 354

Unit number:

Number of sherds: 4

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í ‐ Brotin eru mjög lítil og passa 



Sherd group: 1480

Site code: BES 87

Finds number: 625

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1481

Site code: BES 87

Finds number: 692

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn 



Sherd group: 1482

Site code: BES 87

Finds number: 722

Unit number:

Number of sherds: 1

X: 202

Y: 124

Hæð: 90

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins ljós) glerungur með 
dökkum doppum að innan



Sherd group: 1483

Site code: BES 90

Finds number: 74

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside‐knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1484

Site code: BES 87

Finds number: 360

Unit number:

Number of sherds: 4

X: 226

Y: 116

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1485

Site code: BES 87

Finds number: 702

Unit number:

Number of sherds: 3

X: 228

Y: 118‐122

Hæð: 200 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1486

Site code: BES 94

Finds number: 12

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan og að hluta 
að utan



Sherd group: 1487

Site code: BES 88

Finds number: 52

Unit number:

Number of sherds: 1

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1488

Site code: BES 88

Finds number: 59

Unit number:

Number of sherds: 1

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside‐knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1489

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 3

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1490

Site code: BES 88

Finds number: 300

Unit number:

Number of sherds: 1

X: 190

Y: 144

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1491

Site code: BES 88

Finds number: 300

Unit number:

Number of sherds: 1

X: 190

Y: 144

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn aðeins 



Sherd group: 1492

Site code: BES 87

Finds number: 535

Unit number:

Number of sherds: 1

X: 226

Y: 120

Hæð: 120‐150

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan sem utan



Sherd group: 1493

Site code: BES 88

Finds number: 186

Unit number:

Number of sherds: 1

X: 190

Y: 131

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: fingerprints

Applique method:



Weight (g): 96,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Fingraför sem skreyting báðu megin ‐ 
rauð/brún glerungur 



Sherd group: 1494

Site code: BES 87

Finds number: 339

Unit number:

Number of sherds: 2

X: 226‐230

Y: 110‐120

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: fingerprints 

Applique method:



Weight (g): 83,84

EVE (%): 27% (rim)

Diameter (mm): 15

Rim type: 22

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Fingra skreyting að utan við brún ‐ Brotin 
hafa verið límd saman ‐ rauð/brún 



Sherd group: 1495

Site code: BES 88

Finds number: 94

Unit number:

Number of sherds: 1

X: 190‐196

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1496

Site code: BES 88

Finds number: 118

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1497

Site code: BES 88

Finds number: 124

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,18

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1498

Site code: BES 96

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,26

EVE (%): 10% (rim)

Diameter (mm): 13

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1499

Site code: BES 96

Finds number:

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 107,56

EVE (%): 10% (rim)

Diameter (mm): 23

Rim type: 14

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í að innan ‐ brotin passa saman



Sherd group: 1500

Site code: BES 87

Finds number: 369

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside‐knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1501

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ tvö 
brotana passa saman 



Sherd group: 1502

Site code: BES

Finds number: 1105

Unit number:

Number of sherds: 2

X: 226

Y: 120

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 40,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1503

Site code: BES 87

Finds number: 752

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐130

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins dökkur) glerungur með 
dökkum doppum í



Sherd group: 1504

Site code: BES 87

Finds number: 752

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐130

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1505

Site code: BES 87

Finds number: 752

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐130

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1506

Site code: BES 87

Finds number: 752

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐130

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1507

Site code: BES 87

Finds number: 752

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐130

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í að innan sem nær yfir brún að 



Sherd group: 1508

Site code: BES 89

Finds number: 279

Unit number: Eldhús

Number of sherds: 1

X: 190‐191.5

Y: 122‐124

Hæð:

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1509

Site code: BES 89

Finds number: 279

Unit number: Eldhús

Number of sherds: 1

X: 190‐191.5

Y: 122‐124

Hæð:

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 27,98

EVE (%): 12% (rim)

Diameter (mm): 16

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í að innan sem nær aðeins yfir 



Sherd group: 1510

Site code: BES 94

Finds number: 7

Unit number:

Number of sherds: 12

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 251,5

EVE (%): 9% (rim)

Diameter (mm): 22

Rim type: 19

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að báðu megin með 
dökkum doppum í ‐ brotin passa saman en 



Sherd group: 1511

Site code: BES 89

Finds number: 290

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 48,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1512

Site code: BES 89

Finds number: 290

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 221,89

EVE (%): 8% (rim)

Diameter (mm): 22

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod w/handle

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ sum brotin 
passa saman



Sherd group: 1513

Site code: BES 89

Finds number: 303

Unit number:

Number of sherds: 6

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 108,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1514

Site code: BES 89

Finds number: 303

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1515

Site code: BES 90

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1516

Site code: BES 87

Finds number: 138

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,45

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Fingrafar fyrir ofan handfangið, sennilegt 
að það hafi komið þegar handfanginu var 



Sherd group: 1517

Site code: BES 92

Finds number: 400

Unit number:

Number of sherds: 1

X: 158,79

Y: 108,51

Hæð: 8,27

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1518

Site code: BES 92

Finds number: 400

Unit number:

Number of sherds: 1

X: 158,79

Y: 108,51

Hæð: 8,27

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1519

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan og að hluta 
að utan



Sherd group: 1520

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1521

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 3

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1522

Site code: BES 87

Finds number: 133

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan?



Sherd group: 1523

Site code: BES 88

Finds number: 171

Unit number:

Number of sherds: 1

X: 186

Y: 147

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan sem utan



Sherd group: 1524

Site code: BES 87

Finds number: 962

Unit number:

Number of sherds: 1

X: 206‐207

Y: 122

Hæð: 90‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1525

Site code: BES 87

Finds number: 624

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 33,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan og að hluta 
að utan



Sherd group: 1526

Site code: BES 87

Finds number: 635

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í að innan sem nær aðeins yfir 



Sherd group: 1527

Site code: BES 87

Finds number: 1142

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 120,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1528

Site code: BES 87

Finds number: 1142

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 139,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside‐knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum ‐ brotin eru límd saman



Sherd group: 1529

Site code: BES 87

Finds number: 633

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1530

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X: 208

Y: 126

Hæð: 90

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 53,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1531

Site code: BES 87

Finds number: 628

Unit number:

Number of sherds: 4

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 35,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1532

Site code: BES 92

Finds number: 411

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð: 8.20‐8.60

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn 



Sherd group: 1533

Site code: BES 92

Finds number: 411

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð: 8.20‐8.60

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn 



Sherd group: 1534

Site code: BES 87

Finds number: 629

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside‐knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1535

Site code: BES 87

Finds number: 622

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 38,6

EVE (%): 14% (rim)

Diameter (mm): 15

Rim type: 31

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1536

Site code: BES 87

Finds number: 389

Unit number:

Number of sherds: 1

X: 206

Y: 122

Hæð: 80‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1537

Site code: BES 87

Finds number: 464

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1538

Site code: BES 87

Finds number: 447

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 300 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,64

EVE (%):

Diameter (mm):

Rim type: 20

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ brotið of 
lítið til að mæla brún



Sherd group: 1539

Site code: BES 87

Finds number: 332

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan sem utan



Sherd group: 1540

Site code: BES 87

Finds number: 697

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan sem utan



Sherd group: 1541

Site code: BES 87

Finds number: 750

Unit number:

Number of sherds: 1

X: 226‐228

Y: 120‐122

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur ‐ brotið er flagnað



Sherd group: 1542

Site code: BES 87

Finds number: 372

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1543

Site code: BES 87

Finds number: 730

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1544

Site code: BES 87

Finds number: 505

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan sem utan



Sherd group: 1545

Site code: BES 87

Finds number: 541

Unit number:

Number of sherds: 1

X: 224

Y: 108

Hæð: 90 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan sem utan



Sherd group: 1546

Site code: BES 92

Finds number: 334

Unit number:

Number of sherds: 5

X: 159,31

Y: 108,68

Hæð: 8,4

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 51,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í að innan ‐ brotin passa saman að 



Sherd group: 1547

Site code: BES 87

Finds number: 597

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan ‐ 
glerungurinn flagnaður aðeins af öðru 



Sherd group: 1548

Site code: BES 87

Finds number: 583

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1549

Site code: BES 87

Finds number: 572

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1550

Site code: BES 87

Finds number: 572

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1551

Site code: BES 87

Finds number: 489

Unit number:

Number of sherds: 1

X: 200

Y: 114

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1552

Site code: BES 87

Finds number: 376

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1553

Site code: BES 95

Finds number: 324

Unit number:

Number of sherds: 1

X: 103,75

Y: 107,66

Hæð: 7,34

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1554

Site code: BES 87

Finds number: 649

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1555

Site code: BES 87

Finds number: 493

Unit number:

Number of sherds: 2

X: 208

Y: 124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1556

Site code: BES 87

Finds number: 598

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn aðeins 



Sherd group: 1557

Site code: BES 87

Finds number: 510

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin eru flögnuð



Sherd group: 1558

Site code: BES 89

Finds number: 267

Unit number:

Number of sherds: 1

X: 124

Y:

Hæð: 109

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn aðeins 



Sherd group: 1559

Site code: BES 89

Finds number: 267

Unit number:

Number of sherds: 1

X: 124

Y:

Hæð: 109

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn aðeins 



Sherd group: 1560

Site code: BES 87

Finds number: 696

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1561

Site code: BES 92

Finds number: 649

Unit number:

Number of sherds: 1

X: 159,97

Y: 108,18

Hæð: 7,98

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1562

Site code: BES 87

Finds number: 390

Unit number:

Number of sherds: 1

X: 206

Y: 122

Hæð: 80‐100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1563

Site code: BES 87

Finds number: 492

Unit number:

Number of sherds: 1

X: 208

Y: 124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1564

Site code: BES 87

Finds number: 758

Unit number:

Number of sherds: 1

X: 206

Y: 128

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1565

Site code: BES 87

Finds number: 758

Unit number:

Number of sherds: 1

X: 206

Y: 128

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1566

Site code: BES 87

Finds number: 633

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1567

Site code: BES 87

Finds number: 534

Unit number:

Number of sherds: 1

X: 226

Y: 120

Hæð: 120‐150

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1568

Site code: BES 87

Finds number: 380

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan sem utan



Sherd group: 1569

Site code: BES 87

Finds number: 469

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan sem utan



Sherd group: 1570

Site code: BES 87

Finds number: 131

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: Inside‐knife

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1571

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent):

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotið er flagnað 



Sherd group: 1572

Site code: BES 87

Finds number: 859

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1573

Site code: BES 87

Finds number: 859

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1574

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ glerungurinn aðeins 



Sherd group: 1575

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1576

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1577

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins ljós) glerungur með 
dökkum doppum að innan



Sherd group: 1578

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1579

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1580

Site code: BES 87

Finds number:

Unit number: Hreinsun á efra steina gólflagi

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1581

Site code: BES 89

Finds number: 47

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 54,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins ljós) glerungur með 
dökkum doppum að innan



Sherd group: 1582

Site code: BES 89

Finds number: 276

Unit number: Eldhús

Number of sherds: 1

X: 190‐191,5

Y: 122‐124

Hæð:

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,65

EVE (%): 10% (rim)

Diameter (mm): 12

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins ljós) glerungur með 
dökkum doppum að innan



Sherd group: 1583

Site code: BES 87

Finds number: 498

Unit number:

Number of sherds: 1

X: 206

Y: 110

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins ljós) glerungur með 
dökkum doppum í báðu megin



Sherd group: 1584

Site code: BES 87

Finds number: 632

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerugur að innan, aðeins 
hrjúfur ‐ annað brotið er flagnað öðru 



Sherd group: 1585

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 175‐176

Y: 125‐126

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins dökkur) glerungur með 
dökkum doppum í báðu megin



Sherd group: 1586

Site code: BES 94

Finds number: 12

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,09

EVE (%): 12% (rim)

Diameter (mm): 14

Rim type: 19

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins dökkur) glerungur með 
dökkum doppum í báðu megin



Sherd group: 1587

Site code: BES 89

Finds number: 261

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins dökkur) glerungur með 
dökkum doppum í að innan en að utan er 



Sherd group: 1588

Site code: BES 87

Finds number: 531

Unit number:

Number of sherds: 1

X: 226

Y: 124

Hæð: 120‐150

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,02

EVE (%): 9% (rim)

Diameter (mm): 11

Rim type: 13

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish (small)

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins dökkur) glerungur að 
innan sem að hluta að utan, aðeins hrjúft 



Sherd group: 1589

Site code: BES 90

Finds number:

Unit number: Lag II ‐ úr móösku

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún (aðeins ljós) glerungur með 
dökkum doppum í báðu megin ‐ 



Sherd group: 1590

Site code: BES 96

Finds number: 420

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur með dökkum 
doppum í að innan sem nær yfir brún að 



Sherd group: 1591

Site code: BES 96

Finds number: 420

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1592

Site code: BES 96

Finds number: 413

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur ‐ brotið er flagnað



Sherd group: 1593

Site code: BES 91

Finds number: 202

Unit number:

Number of sherds: 3

X: 168

Y: 121

Hæð: 8,47

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin eru flögnuð að 



Sherd group: 1594

Site code: BES 91

Finds number: 97

Unit number:

Number of sherds: 4

X: 161

Y: 122

Hæð: 8,9

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glelrungur að utan með 
dökkum flekkjum í ‐ Brotin eru flögnuð að 



Sherd group: 1595

Site code: BES 96

Finds number: 246

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 51,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan á sumum 
brotnum en eitthvað af þeim passar 



Sherd group: 1596

Site code: BES 95

Finds number: 234

Unit number:

Number of sherds: 1

X: 97,31

Y: 111,6

Hæð: 7,57

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1597

Site code: BES 87

Finds number: 386

Unit number:

Number of sherds: 2

X: 206

Y: 122

Hæð: 80‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,84

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur með grænum doppum í ‐ 
brotin eru límd saman



Sherd group: 1598

Site code: BES 87

Finds number: 575

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur með grænum doppum í



Sherd group: 1599

Site code: BES 87

Finds number: 538

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 120‐150 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur með grænum doppum í ‐ 
glerungur er aðeins hrjúfur, sennilega eftir 



Sherd group: 1600

Site code: BES 87

Finds number: 406

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur með grænum doppum í ‐ 
glerungur er aðeins hrjúfur, sennilega eftir 



Sherd group: 1601

Site code: BES 87

Finds number: 623

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 59,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur með grænum doppum í ‐ 
brotin passa ekki saman en eru sennilega 



Sherd group: 1602

Site code: BES 87

Finds number: 395

Unit number:

Number of sherds: 11

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 204,31

EVE (%): 100% (base)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur með grænum doppum í ‐ 
brotin eru límd saman



Sherd group: 1603

Site code: BES 87

Finds number: 1148

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur með grænum doppum í ‐ 
brotin eru límd saman



Sherd group: 1604

Site code: BES 89

Finds number: 282

Unit number: Eldhús

Number of sherds: 5

X: 192,5

Y: 125,25

Hæð: 167

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur með grænum doppum í ‐ 
brotin passa ekki saman en eru sennilega 



Sherd group: 1605

Site code: BES 98

Finds number:

Unit number: Í móösku

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: M‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 37,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1606

Site code: BES 92

Finds number:

Unit number: úr róti efst á svæðinu

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1607

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1607

Site code: BES

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 64,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1606

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1608

Site code: BES 87

Finds number: 98

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1609

Site code: BES 87

Finds number: 621

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1610

Site code: BES 87

Finds number: 137

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1611

Site code: BES 90

Finds number: 67

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 61,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan ‐ Glerungurinn mikið flagnaður 



Sherd group: 1612

Site code: BES 87

Finds number: 206

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
að utan sem innan



Sherd group: 1613

Site code: BES 87

Finds number: 130

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
að utan sem innan



Sherd group: 1614

Site code: BES 90

Finds number:

Unit number: N‐hluti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1615

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 2

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1616

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
að utan sem innan



Sherd group: 1617

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1618

Site code: BES 96

Finds number: 400

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
að utan sem innan



Sherd group: 1619

Site code: BES 92

Finds number:

Unit number: úr róti efst á svæðinu

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotið er flagnað að 



Sherd group: 1620

Site code: BES 92

Finds number: 341

Unit number:

Number of sherds: 3

X: 159,03

Y: 108,79

Hæð: 8,4

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 53,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Brotin passa 
saman



Sherd group: 1621

Site code: BES 92

Finds number: 126

Unit number:

Number of sherds: 1

X: 158,86

Y: 108,06

Hæð: 8,52

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1622, 1623, 1624, 1625?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn aðeins 
"flagnaður" að utan ‐ Brotin passa ekki 



Sherd group: 1622

Site code: BES 92

Finds number: 121

Unit number:

Number of sherds: 1

X: 158,74

Y: 108,07

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1621, 1623, 1624, 1625?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn aðeins 
"flagnaður" að utan ‐ Brotin passa ekki 



Sherd group: 1623

Site code: BES 92

Finds number: 133

Unit number:

Number of sherds: 1

X: 158,35

Y: 109,91

Hæð: 8,63

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1621, 1622, 1624, 1625?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn aðeins 
"flagnaður" að utan ‐ Brotin passa ekki 



Sherd group: 1624

Site code: BES 92

Finds number: 296

Unit number:

Number of sherds: 1

X: 159,33

Y: 109,26

Hæð: 8,48

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1621, 1622, 1623, 1625?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn aðeins 
"flagnaður" að utan ‐ Brotin passa ekki 



Sherd group: 1625

Site code: BES 92

Finds number: 117

Unit number:

Number of sherds: 2

X: 154,85

Y: 107,65

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1621, 1622, 1623, 1624?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn aðeins 
"flagnaður" að utan ‐ Brotin passa ekki 



Sherd group: 1626

Site code: BES 91

Finds number: 58

Unit number:

Number of sherds: 1

X: 162

Y: 125,5

Hæð: 8,9

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn aðeins 
flagnaður að utan



Sherd group: 1627

Site code: BES 92

Finds number: 25

Unit number:

Number of sherds: 1

X: 158,25

Y: 105

Hæð: 8,25

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1628

Site code: BES 92

Finds number: 249

Unit number:

Number of sherds: 1

X: 159,78

Y: 109,73

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1629

Site code: BES 92

Finds number: 249

Unit number:

Number of sherds: 1

X: 159,78

Y: 109,73

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1630

Site code: BES 92

Finds number: 249

Unit number:

Number of sherds: 1

X: 159,78

Y: 109,73

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1631

Site code: BES 87

Finds number: 709

Unit number:

Number of sherds: 1

X: 208

Y: 126

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1330

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1632

Site code: BES 92

Finds number: 216

Unit number:

Number of sherds: 1

X: 159,09

Y: 108,18

Hæð: 8,45

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1633

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1633

Site code: BES 92

Finds number: 244

Unit number:

Number of sherds: 1

X: 158,84

Y: 108,47

Hæð: 8,49

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,45

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1632

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ að utan er 
smá glerungshringur



Sherd group: 1634

Site code: BES 92

Finds number: 342

Unit number:

Number of sherds: 1

X: 158,22

Y: 108,71

Hæð: 8,46

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1635

Site code: BES 89

Finds number: 140

Unit number:

Number of sherds: 7

X: 173,6

Y: 124,8

Hæð: 121

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 159,26

EVE (%): 18% (rim)

Diameter (mm): 17

Rim type: 17

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle coking pot

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Brotin eru 
límd saman



Sherd group: 1636

Site code: BES 89

Finds number: 140

Unit number:

Number of sherds: 2

X: 173,6

Y: 124,8

Hæð: 121

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 157,07

EVE (%): 20% (rim)

Diameter (mm): 17

Rim type: 17

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle coking pot

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1637

Site code: BES 92

Finds number: 242

Unit number:

Number of sherds: 1

X: 159,11

Y: 108,33

Hæð: 8,49

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1638

Site code: BES 87

Finds number: 530

Unit number:

Number of sherds: 1

X: 226

Y: 124

Hæð: 120‐150

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 52,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1639

Site code: BES 88

Finds number: 247

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 43,23

EVE (%): 32% (base)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1640

Site code: BES 92

Finds number: 95

Unit number:

Number of sherds: 1

X: 158,76

Y: 115,19

Hæð: 8,68

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn aðeins 
flagnaður að utan



Sherd group: 1641

Site code: BES 87

Finds number: 387

Unit number:

Number of sherds: 16

X: 206

Y: 122

Hæð: 80‐100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 46,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1642?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan‐ 
Brotin passa ekki saman en líklegt eru að 



Sherd group: 1642

Site code: BES 87

Finds number: 761

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1641?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan



Sherd group: 1643

Site code: BES 92

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 47,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: frying‐pan

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan



Sherd group: 1644

Site code: BES 92

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan



Sherd group: 1645

Site code: BES 92

Finds number: 616

Unit number:

Number of sherds: 1

X: 160,1

Y: 112,09

Hæð: 8,11

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1646

Site code: BES 92

Finds number: 636

Unit number:

Number of sherds: 1

X: 158,49

Y: 104,66

Hæð: 8,13

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1647

Site code: BES 87

Finds number: 402

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan



Sherd group: 1648

Site code: BES 87

Finds number: 588

Unit number:

Number of sherds: 2

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem og að 
hluta að utan‐ Brotin passa ekki saman en 



Sherd group: 1649

Site code: BES 92

Finds number: 208

Unit number:

Number of sherds: 1

X: 158,66

Y: 107,58

Hæð: 8,43

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1650

Site code: BES 87

Finds number: 626

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan en að utan er 
hann aðeins út í grænt 



Sherd group: 1651

Site code: BES 87

Finds number: 94

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan ‐ 
hann er farinn að flagna af



Sherd group: 1652

Site code: BES 87

Finds number: 706

Unit number:

Number of sherds: 1

X: 210

Y: 114‐120

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að hluta ‐ hluti af 
handfangi



Sherd group: 1653

Site code: BES 92

Finds number: 323

Unit number:

Number of sherds: 1

X: 160,04

Y: 110,79

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn aðeins 
flagnaður að utan



Sherd group: 1654

Site code: BES 87

Finds number: 646

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan‐ 
Brotin passa ekki saman en líklegt eru að 



Sherd group: 1655

Site code: BES 87

Finds number: 365

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1656

Site code: BES 87

Finds number: 648

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,18

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan



Sherd group: 1657

Site code: BES 87

Finds number: 643

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan‐ 
Brotin passa ekki saman en líklegt eru að 



Sherd group: 1658

Site code: BES 87

Finds number: 596

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan



Sherd group: 1659

Site code: BES 92

Finds number: 370

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan og að 
hluta að utan ‐ brotin sennilega úr sama 



Sherd group: 1660

Site code: BES 87

Finds number: 643

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1661

Site code: BES 87

Finds number: 686

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1662

Site code: BES 87

Finds number: 731

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1663

Site code: BES 87

Finds number: 731

Unit number:

Number of sherds: 2

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan og að 
hluta að utan ‐ brotin sennilega úr sama 



Sherd group: 1664

Site code: BES 87

Finds number: 595

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1665

Site code: BES 87

Finds number: 589

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Partur af handfangi ‐ orange glerugur 



Sherd group: 1666

Site code: BES 95

Finds number: 190

Unit number:

Number of sherds: 1

X: 100,61

Y: 110,16

Hæð: 7,71

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1667

Site code: BES 88

Finds number: 303

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn 
flagnaður að utan



Sherd group: 1668

Site code: BES 88

Finds number: 303

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan



Sherd group: 1669

Site code: BES 87

Finds number: 732

Unit number:

Number of sherds: 2

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan‐ 
Brotin passa ekki saman en líklegt eru að 



Sherd group: 1670

Site code: BES 87

Finds number: 594

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1671

Site code: BES 87

Finds number: 886

Unit number:

Number of sherds: 1

X: 226

Y: 116‐118

Hæð: 60‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan ‐ leirinn 
er flagnaður að utan



Sherd group: 1672

Site code: BES 92

Finds number: 438

Unit number:

Number of sherds: 1

X: 159,25

Y: 112,06

Hæð: 8,38

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,15

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1673

Site code: BES 95

Finds number: 601

Unit number: III ‐ úr sniðbálk milli RH5 og RH6

Number of sherds: 3

X:

Y:

Hæð: <8.49

Hole/svæði: RH‐6

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan ‐ leirinn 
er flagnaður að utan



Sherd group: 1674

Site code: BES 93

Finds number: 266

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan og að 
hluta að utan ‐ brotin sennilega úr sama 



Sherd group: 1675

Site code: BES 87

Finds number: 740

Unit number:

Number of sherds: 8

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 27,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan‐ 
Brotin passa ekki saman en líklegt eru að 



Sherd group: 1676

Site code: BES 87

Finds number: 740

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1677

Site code: BES 88

Finds number: 270

Unit number:

Number of sherds: 2

X: 200

Y: 138‐144

Hæð:

Hole/svæði: Við snið 2

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ brotinn eru 
klofinn og passa ekki saman en eru 



Sherd group: 1678

Site code: BES 87

Finds number: 640

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan og að 
hluta að utan



Sherd group: 1679

Site code: BES 87

Finds number: 640

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1680

Site code: BES 87

Finds number: 353

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan ‐ leirinn 
er flagnaður að utan ‐ brotin passa ekki 



Sherd group: 1681

Site code: BES 87

Finds number: 353

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan‐ 
Brotin passa ekki saman en líklegt eru að 



Sherd group: 1682

Site code: BES 87

Finds number: 724

Unit number:

Number of sherds: 1

X: 208

Y: 134

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,63

EVE (%): 10% (rim)

Diameter (mm): 21

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem nær aðeins 
yfir brún



Sherd group: 1683

Site code: BES 87

Finds number: 532

Unit number:

Number of sherds: 1

X: 226

Y: 124

Hæð: 120‐150

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1684

Site code: BES 87

Finds number: 532

Unit number:

Number of sherds: 2

X: 226

Y: 124

Hæð: 120‐150

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan‐ 
Brotin passa ekki saman en líklegt eru að 



Sherd group: 1685

Site code: BES 87

Finds number: 743

Unit number:

Number of sherds: 1

X: 209

Y: 122

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan



Sherd group: 1686

Site code: BES 96

Finds number: 379

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 51,16

EVE (%): 8% (rim)

Diameter (mm): 21

Rim type: 20

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem og að 
hluta að utan‐ Brotin passa ekki saman en 



Sherd group: 1687

Site code: BES 95

Finds number: 590

Unit number:

Number of sherds: 1

X: 97,85

Y: 111,75

Hæð: 7,43

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan sem og 
að utan



Sherd group: 1688

Site code: BES 95

Finds number: 193

Unit number:

Number of sherds: 1

X: 99,94

Y: 109,09

Hæð: 7,69

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan sem og 
að utan



Sherd group: 1689

Site code: BES 95

Finds number: 647

Unit number:

Number of sherds: 1

X: 99,34

Y: 111,63

Hæð: 7,52

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1690

Site code: BES 95

Finds number: 708

Unit number:

Number of sherds: 1

X: 99,76

Y: 112,46

Hæð: 7,44

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1691

Site code: BES 95

Finds number: 541

Unit number:

Number of sherds: 1

X: 138,22

Y: 116,13

Hæð: 8,17

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ glerungurinn 
mikið flagnaður af



Sherd group: 1692

Site code: BES 91

Finds number: 5

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan og er hann 
aðeins hrjúfur ‐ Brotin hafa verið límd 



Sherd group: 1693

Site code: BES 96

Finds number: 249

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: orangeg/ljós glerungur að innan ‐ brotinn 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1694

Site code: BES 91

Finds number: 103

Unit number:

Number of sherds: 1

X: 163

Y: 122,5

Hæð: 9,06

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 35,36

EVE (%): 21% (base)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ glerungurinn 
mikið flagnaður af



Sherd group: 1695

Site code: BES 95

Finds number: 523

Unit number:

Number of sherds: 8

X: 137,44

Y: 115,4

Hæð: 8,13

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 84,54

EVE (%): 14% (rim)

Diameter (mm): 16

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Brotin passa 
saman að hluta



Sherd group: 1696

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að utan en brotinn eru 
flögnuð ‐ þau passa ekki saman en eru 



Sherd group: 1697

Site code: BES 98

Finds number:

Unit number: Í móösku

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: M‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan sem og 
að utan



Sherd group: 1698

Site code: BES 88

Finds number: 50

Unit number:

Number of sherds: 1

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐inside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1699

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1700

Site code: BES 96

Finds number: 249

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan ‐ leirinn 
er flagnaður að utan



Sherd group: 1701

Site code: BES 88

Finds number: 56

Unit number:

Number of sherds: 1

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan sem og 
að utan



Sherd group: 1702

Site code: BES 88

Finds number: 58

Unit number:

Number of sherds: 1

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1703

Site code: BES 90

Finds number: 10

Unit number:

Number of sherds: 1

X: 192,4

Y: 123,2

Hæð: 8,2

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1704

Site code: BES 92

Finds number: 303

Unit number:

Number of sherds: 1

X: 160,01

Y: 110,02

Hæð: 8,43

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að utan en að 
innan er brotið flagnað



Sherd group: 1705

Site code: BES 88

Finds number: 261

Unit number: Svæði utan Kirkjugarðs

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 32,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan



Sherd group: 1706

Site code: BES 87

Finds number: 203

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að utan en að 
innan er brotið flagnað



Sherd group: 1707

Site code: BES 87

Finds number: 196

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,45

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1708

Site code: BES 92

Finds number: 357

Unit number:

Number of sherds: 1

X: 158,82

Y: 106,38

Hæð: 8,26

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að utan en að 
innan er brotið flagnað



Sherd group: 1709

Site code: BES 87

Finds number: 551

Unit number:

Number of sherds: 1

X: 208

Y: 120

Hæð: 90‐100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 39,42

EVE (%): 8% (rim)

Diameter (mm): 21

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan og að 
hluta að utan



Sherd group: 1710

Site code: BES 93

Finds number: 36

Unit number: Lag I ‐ úr móösku

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan 



Sherd group: 1711

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn aðeins 
flagnaður að utan



Sherd group: 1712

Site code: BES 94

Finds number: 35

Unit number:

Number of sherds: 3

X: 183,11

Y: 145,95

Hæð: 6,96

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan, 
nema á einu brotinu en þar er enginn 



Sherd group: 1713

Site code: BES 94

Finds number: 25

Unit number:

Number of sherds: 3

X: 184,31

Y: 148,1

Hæð:

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan sem og 
að utan ‐ brotin passa ekki saman en eru 



Sherd group: 1714

Site code: BES 87

Finds number: 733

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1715

Site code: BES 93

Finds number: 517

Unit number:

Number of sherds: 1

X: 155,86

Y: 113,08

Hæð: 7,63

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1716

Site code: BES 87

Finds number: 189

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 144,33

EVE (%): 22% (rim)

Diameter (mm): 20

Rim type: 22

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan sem og 
að utan



Sherd group: 1717

Site code: BES 87

Finds number: 452

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem og að 
hluta að utan



Sherd group: 1718

Site code: BES 88

Finds number: 271

Unit number:

Number of sherds: 1

X: 200

Y: 138‐144

Hæð:

Hole/svæði: Við snið 3

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að utan



Sherd group: 1719

Site code: BES 92

Finds number: 225

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ brotin passa 
ekki saman



Sherd group: 1720

Site code: BES 89

Finds number:

Unit number: Eldhús

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan sem utan ‐ 
hann er farinn að flagna af



Sherd group: 1721

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan 



Sherd group: 1722

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange glerungur að innan ‐ Leirinn 
flagnaður að utan



Sherd group: 1723

Site code: BES 87

Finds number: 752

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐130 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan



Sherd group: 1724

Site code: BES 87

Finds number: 403

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan sem utan ‐ 
brotinn passa ekki saman en eru sennilega 



Sherd group: 1725

Site code: BES 92

Finds number: 1

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,3

EVE (%): 12% (rim)

Diameter (mm): 17

Rim type: 25

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan sem næ 
aðeins yfir brún að utan ‐ glerungurinn er 



Sherd group: 1726

Site code: BES 90

Finds number:

Unit number:

Number of sherds: 1

X: 193,2

Y: 123

Hæð: 8

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 38,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan



Sherd group: 1727

Site code: BES 95

Finds number: 490

Unit number: Úr sniðbálk milli RH 5 og RH6

Number of sherds: 1

X: 102,47

Y: 117,72

Hæð: 8,49

Hole/svæði: RH‐6

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan en að utan 
er brotið dökk brúnt



Sherd group: 1728

Site code: BES 90

Finds number: 7

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur með dökkum doppum 
í að innan ‐ Glerungurinn mikið flagnaður 



Sherd group: 1729

Site code: BES 95

Finds number: 490

Unit number: Úr sniðbálk milli RH 5 og RH6

Number of sherds: 3

X: 102,47

Y: 117,72

Hæð: 8,49

Hole/svæði: RH‐6

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1730

Site code: BES 87

Finds number: 749

Unit number:

Number of sherds: 2

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1731

Site code: BES 87

Finds number: 537

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 120‐150

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan og að hluta að 
utan 



Sherd group: 1732

Site code: BES 87

Finds number: 408

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan en að utan er það 
dökk brúnt



Sherd group: 1733

Site code: BES

Finds number: 723

Unit number:

Number of sherds: 1

X: 202

Y: 124

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1734

Site code: BES 92

Finds number: 106

Unit number:

Number of sherds: 1

X: 159,32

Y: 107,58

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotið er flagnað að 



Sherd group: 1735

Site code: BES 88

Finds number: 253

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan sem utan



Sherd group: 1736

Site code: BES 89

Finds number: 281

Unit number:

Number of sherds: 1

X: 190,4

Y: 122,85

Hæð: 142

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan 



Sherd group: 1737

Site code: BES 96

Finds number: 423

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1738

Site code: BES 87

Finds number: 752

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐130 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes?

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan



Sherd group: 1739

Site code: BES 87

Finds number: 740

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan en að utan 
er brotið brúnt 



Sherd group: 1740

Site code: BES 87

Finds number: 582

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1741

Site code: BES 89

Finds number: 307

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan með 
grænum doppum í 



Sherd group: 1742

Site code: BES 87

Finds number: 627

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan með 
grænum doppum í ‐ brotin passa ekki 



Sherd group: 1743

Site code: BES 87

Finds number: 707

Unit number:

Number of sherds: 1

X: 208

Y: 122‐124

Hæð: 50‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan með 
grænum doppum í 



Sherd group: 1744

Site code: BES 87

Finds number: 707

Unit number:

Number of sherds: 1

X: 208

Y: 122‐124

Hæð: 50‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1745

Site code: BES 95

Finds number: 743

Unit number:

Number of sherds: 5

X: 96,81

Y: 111,04

Hæð: 7,44

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 51,29

EVE (%): 9% (rim)

Diameter (mm): 15

Rim type: 8

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur ‐ Brotinn passa saman



Sherd group: 1746

Site code: BES 87

Finds number: 563

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,83

EVE (%): 12% (rim)

Diameter (mm): 15

Rim type: 11

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur sem nær aðeins yfir brún



Sherd group: 1747

Site code: BES 87

Finds number: 707

Unit number:

Number of sherds: 1

X: 208

Y: 122‐124

Hæð: 50‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1748

Site code: BES 87

Finds number: 366

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,2

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1749

Site code: BES 87

Finds number: 546

Unit number:

Number of sherds: 1

X: 206

Y: 124

Hæð: 100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,17

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1750

Site code: BES 87

Finds number: 638

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,38

EVE (%):

Diameter (mm):

Rim type: 19

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1751

Site code: BES 88

Finds number: 250

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,27

EVE (%): 18% (rim)

Diameter (mm): 10

Rim type: 13

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1752

Site code: BES 87

Finds number: 490

Unit number:

Number of sherds: 1

X: 206

Y: 130

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 48,33

EVE (%): 8% (rim)

Diameter (mm): 19

Rim type: 32

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1753

Site code: BES 87

Finds number: 749

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að hluta ‐ Brotið mikið 
flagnað



Sherd group: 1754

Site code: BES 96

Finds number: 420

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1755

Site code: BES 89

Finds number: 289

Unit number: Eldhús

Number of sherds: 2

X: 192,5

Y: 125,25

Hæð: 167

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur ‐ Brotinn passa saman



Sherd group: 1756

Site code: BES 87

Finds number: 743

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en aðeins ljósari að 
innan



Sherd group: 1757

Site code: BES 87

Finds number: 749

Unit number:

Number of sherds: 3

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 1758

Site code: BES 87

Finds number: 299

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 70‐80 cm

Hole/svæði: Stofa D

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan að hluta



Sherd group: 1759

Site code: BES 87

Finds number: 724

Unit number:

Number of sherds: 2

X: 208

Y: 134

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en aðeins ljósari að 
innan ‐ Brotin passa ekki saman en eru 



Sherd group: 1760

Site code: BES 87

Finds number: 743

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem er aðeins út í 
grænt



Sherd group: 1761

Site code: BES 87

Finds number: 743

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1762

Site code: BES 95

Finds number: 619

Unit number:

Number of sherds: 2

X: 101,98

Y: 113,38

Hæð: 7,47

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan en að utan eru 
þau steingrá ‐ brotin passa ekki saman en 



Sherd group: 1763

Site code: BES 96

Finds number: 183

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 1764

Site code: BES 96

Finds number: 183

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan aðeins út í grænt ‐ 
Brotið flagnað að utan



Sherd group: 1765

Site code: BES 96

Finds number: 132

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1766

Site code: BES 96

Finds number: 191

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ tvö brotana 
passa saman



Sherd group: 1767

Site code: BES 96

Finds number: 214

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 39,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur  (aðeins ljósari að innan) að 
utan sem innan



Sherd group: 1768

Site code: BES 95

Finds number: 528

Unit number:

Number of sherds: 1

X: 101,26

Y: 117,84

Hæð: 7,83

Hole/svæði: RH‐6

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungnur á hluta handfangsins



Sherd group: 1769

Site code: BES 96

Finds number: 50

Unit number:

Number of sherds: 5

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 97,09

EVE (%): 21% (rim)

Diameter (mm): 24

Rim type: 20

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin passa 
saman



Sherd group: 1770

Site code: BES 96

Finds number:

Unit number:

Number of sherds: 7

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 65,33

EVE (%):

Diameter (mm):

Rim type: 33

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ hluti af 
brotunum passa saman ‐ sennilegt að þau 



Sherd group: 1771

Site code: BES 95

Finds number: 622

Unit number:

Number of sherds: 2

X: 99,63

Y: 111,87

Hæð: 7,59

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside ‐ knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 1772

Site code: BES 87

Finds number: 749

Unit number:

Number of sherds: 5

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að hluta ‐ Brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 1773

Site code: BES 87

Finds number:

Unit number: Hreinsun á efra steina gólflagi

Number of sherds: 1

X: 208

Y: 124‐126

Hæð: 70

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan ‐ aðeins 
dekkri að utan



Sherd group: 1774

Site code: BES 87

Finds number:

Unit number: Hreinsun á efra steina gólflagi

Number of sherds: 1

X: 208

Y: 124‐126

Hæð: 70

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1775

Site code: BES 89

Finds number: 44

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,9

EVE (%): 21% (rim)

Diameter (mm): 8

Rim type: 19

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: drug pot

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1776

Site code: BES 92

Finds number: 245

Unit number:

Number of sherds: 2

X: 158,72

Y: 110,23

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 50,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin passa 
saman



Sherd group: 1777

Site code: BES 87

Finds number: 957

Unit number:

Number of sherds: 2

X: 202‐204

Y: 124‐126

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 1778

Site code: BES 89

Finds number:

Unit number:

Number of sherds: 1

X: 175‐176

Y: 125‐126

Hæð:

Hole/svæði: M‐50

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 30,85

EVE (%): 15% (base)

Diameter (mm): 16

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: jar

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1779

Site code: BES 87

Finds number: 859

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1780

Site code: BES 87

Finds number: 957

Unit number:

Number of sherds: 1

X: 202‐204

Y: 124‐126

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1781

Site code: BES 87

Finds number: 593

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1782

Site code: BES 87

Finds number: 497

Unit number:

Number of sherds: 1

X: 206

Y: 110

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1783

Site code: BES 87

Finds number: 388

Unit number:

Number of sherds: 1

X: 206

Y: 122

Hæð: 80‐100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1784

Site code: BES 87

Finds number: 471

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1785

Site code: BES 87

Finds number: 192

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1786

Site code: BES 87

Finds number: 527

Unit number:

Number of sherds: 1

X: 208

Y: 136

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,16

EVE (%):

Diameter (mm):

Rim type: 24

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem nær aðeins 
út fyrir brún



Sherd group: 1787

Site code: BES 93

Finds number: 941

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,21

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1788

Site code: BES 88

Finds number: 107

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,48

EVE (%):

Diameter (mm):

Rim type: 33

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan en að 
innan er hann flagnaður



Sherd group: 1789

Site code: BES 87

Finds number: 552

Unit number:

Number of sherds: 1

X: 206

Y: 130

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,77

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem nær aðeins 
út fyrir brún



Sherd group: 1790

Site code: BES 87

Finds number: 725

Unit number:

Number of sherds: 1

X: 204

Y: 122

Hæð: 100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,37

EVE (%): 11% (rim)

Diameter (mm): 7

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1791

Site code: BES 88

Finds number: 23

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1792

Site code: BES 88

Finds number: 28

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan ‐ 
glerungurinn flagnaður af lítillega



Sherd group: 1793

Site code: BES 88

Finds number: 20

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan og að hluta að 
utan 



Sherd group: 1794

Site code: BES 88

Finds number: 22

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan og að hluta að 
utan ‐ brotið hefur verið límt



Sherd group: 1795

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,14

EVE (%):

Diameter (mm):

Rim type: 11

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 1796

Site code: BES 87

Finds number: 491

Unit number:

Number of sherds: 1

X: 208

Y: 124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1797

Site code: BES 88

Finds number: 25

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,8

EVE (%):

Diameter (mm):

Rim type: 24

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: drug pot

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1798

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1799

Site code: BES 87

Finds number: 729

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1800

Site code: BES 87

Finds number: 519

Unit number:

Number of sherds: 1

X: 228

Y: 126

Hæð: 110

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 49,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að hluta



Sherd group: 1801

Site code: BES 93

Finds number: 527

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að hluta ‐ partu af brún?



Sherd group: 1802

Site code: BES 87

Finds number: 359

Unit number:

Number of sherds: 1

X: 226

Y: 116

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,84

EVE (%): 18% (rim)

Diameter (mm): 14

Rim type: 20

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1803

Site code: BES 87

Finds number: 739

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,86

EVE (%): 10% (rim)

Diameter (mm): 14

Rim type: 5

Refit/same as: 1804?

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Hugsanlegt að sé 
úr sama íláti og nr 1804?



Sherd group: 1804

Site code: BES 87

Finds number: 521

Unit number:

Number of sherds: 1

X: 224

Y: 126

Hæð: 110 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1803?

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Hugsanlegt að sé 
úr sama íláti og nr 1803?



Sherd group: 1805

Site code: BES 87

Finds number: 522

Unit number:

Number of sherds: 1

X: 226

Y: 124

Hæð: 120‐150 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,69

EVE (%):

Diameter (mm):

Rim type: 10

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem nær aðeins 
út fyrir brún



Sherd group: 1806

Site code: BES 87

Finds number: 536

Unit number:

Number of sherds: 1

X: 226

Y: 120

Hæð: 100

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,26

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1807

Site code: BES 89

Finds number: 304

Unit number:

Number of sherds: 11

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 80,53

EVE (%): 15% (rim)

Diameter (mm): 16

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Sum brotin 
passa saman



Sherd group: 1808

Site code: BES 87

Finds number: 381

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að hluta



Sherd group: 1809

Site code: BES 96

Finds number: 3

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan



Sherd group: 1810

Site code: BES 89

Finds number: 287

Unit number:

Number of sherds: 1

X: 192

Y: 125

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún og græn glerungur að innan ‐ stein 
eða járn fast við brotið



Sherd group: 1811

Site code: BES 87

Finds number: 449

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 300 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1812

Site code: BES 87

Finds number: 140

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1813

Site code: BES 87

Finds number: 525

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1814

Site code: BES 87

Finds number: 750

Unit number:

Number of sherds: 1

X: 226‐228

Y: 120‐122

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1815

Site code: BES 93

Finds number: 343

Unit number:

Number of sherds: 2

X: 171,38

Y: 114,76

Hæð: 8,73

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 54,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem að hluta að 
utan ‐ brotin passa ekki saman en eru 



Sherd group: 1816

Site code: BES 87

Finds number: 350

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem er mikið 
flagnaður



Sherd group: 1817

Site code: BES 93

Finds number: 37

Unit number: Lag I ‐ úr móösku

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem er mikið 
flagnaður



Sherd group: 1818

Site code: BES 96

Finds number: 65

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungnur að hluta 



Sherd group: 1819

Site code: BES 87

Finds number: 728

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1820

Site code: BES 87

Finds number: 728

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem er mikið 
flagnaður



Sherd group: 1821

Site code: BES 87

Finds number: 925

Unit number:

Number of sherds: 1

X: 223‐230

Y: 110‐120

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan ‐ aðeins 
dekkri að utan



Sherd group: 1822

Site code: BES 87

Finds number: 132

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan ‐ 
mynstur í leirnum



Sherd group: 1823

Site code: BES 87

Finds number: 127

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan ‐ mikið 
flagnaður að utan



Sherd group: 1824

Site code: BES 91

Finds number: 68

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem er mikið 
flagnaður ‐ undir honum er hvít/grá slip?



Sherd group: 1825

Site code: BES 92

Finds number: 428

Unit number:

Number of sherds: 1

X: 159,82

Y: 111,16

Hæð: 8,38

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1826

Site code: BES 87

Finds number: 695

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1827

Site code: BES 87

Finds number: 336

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1828

Site code: BES 87

Finds number: 714

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð: 80‐100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1829

Site code: BES 92

Finds number: 343

Unit number:

Number of sherds: 1

X: 159,55

Y: 108,04

Hæð: 8,35

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan en flagnað að utan



Sherd group: 1830

Site code: BES 87

Finds number: 355

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1831

Site code: BES

Finds number: 361

Unit number:

Number of sherds: 1

X: 226

Y: 116

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1832

Site code: BES 87

Finds number: 544

Unit number:

Number of sherds: 1

X: 224

Y: 108

Hæð: 90

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted: yes

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan ‐ 
mynstur í leirnum



Sherd group: 1833

Site code: BES 87

Finds number: 129

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1834

Site code: BES 88

Finds number: 122

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan að hluta ‐ flangað 
að innan



Sherd group: 1835

Site code: BES

Finds number: 528

Unit number:

Number of sherds: 2

X: 208

Y: 136

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan að hluta ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1836

Site code: BES 87

Finds number: 755

Unit number:

Number of sherds: 1

X: 206

Y: 126

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1837

Site code: BES 87

Finds number: 607

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1838

Site code: BES 87

Finds number: 1024

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,15

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1839

Site code: BES 87

Finds number: 1024

Unit number:

Number of sherds: 2

X: 226

Y: 122

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 1840

Site code: BES 87

Finds number: 625

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 58,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside‐knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1841

Site code: BES 87

Finds number: 518

Unit number:

Number of sherds: 1

X: 228

Y: 126

Hæð: 110 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 119,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem að hluta að 
utan



Sherd group: 1842

Site code: BES 87

Finds number: 518

Unit number:

Number of sherds: 1

X: 228

Y: 126

Hæð: 110 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 61,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem að hluta að 
utan ‐ brotið er þar sem handfangið kemur



Sherd group: 1843

Site code: BES 87

Finds number: 702

Unit number:

Number of sherds: 1

X: 228

Y: 118‐122

Hæð: 200 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 88,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1844

Site code: BES 96

Finds number: 416

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ frekar fínn fótur



Sherd group: 1845

Site code: BES 88

Finds number: 160

Unit number:

Number of sherds: 1

X: 190‐196

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 52,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem að hluta að 
utan



Sherd group: 1846

Site code: BES 95

Finds number: 347

Unit number:

Number of sherds: 1

X: 107,57

Y: 108,99

Hæð: 7,28

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 94,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að hluta



Sherd group: 1847

Site code: BES 93

Finds number: 34

Unit number: Lag I ‐ úr móösku

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,35

EVE (%):

Diameter (mm):

Rim type: 19

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur er nær aðeins yfir brún



Sherd group: 1848

Site code: BES 87

Finds number:

Unit number: Gólflag milli steina

Number of sherds: 1

X: 208

Y: 136

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 1849

Site code: BES 87

Finds number:

Unit number: Gólflag milli steina

Number of sherds: 2

X: 208

Y: 136

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,57

EVE (%): 18% (rim)

Diameter (mm): 11

Rim type: 23

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐inside

Frost affected:

sub‐angular: angular

Vessel type: drug pot

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan ‐ Brotin passa 
saman



Sherd group: 1850

Site code: BES 87

Finds number: 702

Unit number:

Number of sherds: 1

X: 228

Y: 118‐122

Hæð: 200 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan með smá grænu 
í ‐ flagnað að utan



Sherd group: 1851

Site code: BES 87

Finds number: 647

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan með óljósum 
grænum doppum í 



Sherd group: 1852

Site code: BES 93

Finds number: 343

Unit number:

Number of sherds: 3

X: 171,38

Y: 114,76

Hæð: 8,73

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 69,53

EVE (%): 9% (rim)

Diameter (mm): 16

Rim type: 18

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan með óljósum 
grænum doppum í ‐aðeins út í grænt að 



Sherd group: 1853

Site code: BES 87

Finds number: 647

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan



Sherd group: 1854

Site code: BES 87

Finds number: 587

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan en að utan 
er hann aðeins dekkri



Sherd group: 1855

Site code: BES 87

Finds number: 587

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan en að utan 
er hann aðeins dekkri



Sherd group: 1856

Site code: BES 87

Finds number: 1015

Unit number:

Number of sherds: 1

X: 226

Y: 122

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að hluta



Sherd group: 1857

Site code: BES 95

Finds number: 531

Unit number:

Number of sherds: 1

X: 140,43

Y: 114,34

Hæð: 8,21

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐inside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Fingra far í leirnum ‐ Brún (ljós) glerungur 
að innan sem hefur orðið fyrir hita



Sherd group: 1858

Site code: BES 96

Finds number: 314

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,6

EVE (%): 9% (rim)

Diameter (mm): 23

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan sem næ 
aðeins yfir brún að utan ‐ glerungurinn er 



Sherd group: 1859

Site code: BES 96

Finds number: 314

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan



Sherd group: 1860

Site code: BES 87

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan með 
dökkum doppum í 



Sherd group: 1861

Site code: BES 89

Finds number: 289

Unit number: Eldhús

Number of sherds: 2

X: 192,5

Y: 125,25

Hæð: 1,67

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1862

Site code: BES 88

Finds number:

Unit number: Efsta lag

Number of sherds: 1

X: 190‐200

Y: 147‐157

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan með 
grænum doppum í 



Sherd group: 1863

Site code: BES 87

Finds number: 466

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (ljós) glerungur að innan sem utan



Sherd group: 1864

Site code: BES 96

Finds number: 50

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1865

Site code: BES 87

Finds number: 703

Unit number:

Number of sherds: 2

X: 210

Y: 114

Hæð: 110 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 40,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í ‐ Brotin passa ekki 



Sherd group: 1866

Site code: BES 95

Finds number: 611

Unit number:

Number of sherds: 1

X: 142,92

Y: 117,34

Hæð: 8,32

Hole/svæði: RH‐9

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/brún glerungur að innan með 
dökkum flekkjum í



Sherd group: 1867

Site code: BES

Finds number: 641

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,34

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe): reeded

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem er mikið 
flagnaður af ‐ sennilega cooking vessel



Sherd group: 1868

Site code: BES 91

Finds number: 144

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn mikið flagnaður af ‐ brotin 
passa saman



Sherd group: 1869

Site code: BES 95

Finds number: 200

Unit number:

Number of sherds: 1

X: 97,62

Y: 110,7

Hæð: 7,69

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem er mikið 
flagnaður af ‐ sennilega cooking vessel



Sherd group: 1870

Site code: BES 87

Finds number: 103

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,02

EVE (%): 18% (base)

Diameter (mm): 11

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: base from a bowl

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan og að hluta 
að utan 



Sherd group: 1871

Site code: BES 88

Finds number: 108

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem er mikið 
flagnaður af ‐ sennilega cooking vessel



Sherd group: 1872

Site code: BES 96

Finds number: 414

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem er mikið 
flagnaður af ‐ sennilega cooking vessel



Sherd group: 1873

Site code: BES 94

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem utan



Sherd group: 1874

Site code: BES 94

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem utan



Sherd group: 1875

Site code: BES 94

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,39

EVE (%):

Diameter (mm):

Rim type: 27

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan en að utan er 
hann að hluta og aðeins dekkri



Sherd group: 1876

Site code: BES 90

Finds number: 88

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem er mikið 
flagnaður af ‐ sennilega cooking vessel



Sherd group: 1877

Site code: BES 88

Finds number: 49

Unit number:

Number of sherds: 1

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem nær 
aðeins yfir brún ‐ sennilega plate



Sherd group: 1878

Site code: BES 87

Finds number: 99

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan



Sherd group: 1879

Site code: BES 87

Finds number: 1128

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan



Sherd group: 1880

Site code: BES 88

Finds number: 47

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,29

EVE (%):

Diameter (mm):

Rim type: 1

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að utan



Sherd group: 1881

Site code: BES 90

Finds number: 83

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,92

EVE (%): 11% (rim)

Diameter (mm): 15

Rim type: 17

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan



Sherd group: 1882

Site code: BES 87

Finds number: 349

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks: inside‐knife

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan ‐ sennilega 
cooking pot



Sherd group: 1883

Site code: BES 92

Finds number: 310

Unit number:

Number of sherds: 1

X: 159,98

Y: 110,7

Hæð: 8,52

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að utan ‐ að innan er 
brotið flagnað



Sherd group: 1884

Site code: BES 87

Finds number: 553

Unit number:

Number of sherds: 1

X: 206

Y: 130

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan en að utan er 
hann flagnaður af



Sherd group: 1885

Site code: BES 87

Finds number: 396

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan



Sherd group: 1886

Site code: BES 87

Finds number: 396

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem utan



Sherd group: 1887

Site code: BES 87

Finds number: 209

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan



Sherd group: 1888

Site code: BES 87

Finds number: 198

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem utan ‐ 
aðeins farinn að flagna af



Sherd group: 1889

Site code: BES 87

Finds number: 702

Unit number:

Number of sherds: 1

X: 228

Y: 118‐122

Hæð: 200 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,75

EVE (%):

Diameter (mm):

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan sem utan



Sherd group: 1890

Site code: BES 92

Finds number: 626

Unit number:

Number of sherds: 1

X: 160,01

Y: 109,38

Hæð: 8,07

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan ‐ brotið mikið 
flagnað að innan



Sherd group: 1891

Site code: BES 88

Finds number:

Unit number:

Number of sherds: 5

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 51

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að innan ‐ brotin passa 
ekki saman en eru sennilega úr sama íláti



Sherd group: 1892

Site code: BES 98

Finds number:

Unit number: Úr móösku

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: M‐3

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 57,78

EVE (%): 8% (rim)

Diameter (mm): 17

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að utan en að innan 
er hann ljós brún og aðeins flagnaður af



Sherd group: 1893

Site code: BES 96

Finds number: 238

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan ‐ mikið 
brennt að utan



Sherd group: 1894

Site code: BES

Finds number: 636

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,64

EVE (%): 15% (rim)

Diameter (mm): 14

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted: yes

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að utan en að innan 
er hann orange brún og aðeins flagnaður af



Sherd group: 1895

Site code: BES 92

Finds number: 425

Unit number:

Number of sherds: 1

X: 158,72

Y: 111,06

Hæð: 8,41

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ mikið 
flagnaður og er brotið flagnað að utan



Sherd group: 1896

Site code: BES 87

Finds number: 343

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,32

EVE (%):

Diameter (mm):

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan sem og að 
hluta að utan



Sherd group: 1897

Site code: BES 87

Finds number: 362

Unit number:

Number of sherds: 1

X: 210

Y: 100‐102

Hæð: 350 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan en að hluta 
að utan



Sherd group: 1898

Site code: BES 87

Finds number: 881

Unit number:

Number of sherds: 1

X: 208

Y: 126

Hæð: 90 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að utan ‐ glerungur 
flagnaður af að innan



Sherd group: 1899

Site code: BES 87

Finds number: 410

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan sem utan ‐ 
mikið flagnaður að innan



Sherd group: 1900

Site code: BES 89

Finds number: 43

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 0.87‐1 m undir yfirborði

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,94

EVE (%): 27% (rim)

Diameter (mm): 13

Rim type: 10

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 53

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að inna með dökkum 
hrjúfum doppum í ‐ brotin passa saman ‐ 



Sherd group: 1901

Site code: BES 87

Finds number: 515

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 53

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að inna með dökkum 
hrjúfum doppum í ‐ poor quality



Sherd group: 1902

Site code: BES 94

Finds number: 12

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,51

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 53

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að inna með dökkum 
hrjúfum doppum í ‐ brotið flagnað að 



Sherd group: 1903

Site code: BES 88

Finds number: 166

Unit number:

Number of sherds: 1

X: 190‐196

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 54

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að innan sem er mikið 
flagnaður en að utan upp við brún er hann 



Sherd group: 1904

Site code: BES 93

Finds number: 1029

Unit number: Stofa A

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 55

Makers mark:

Date range: early to mid 18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá/brún glerungur að utan



Sherd group: 1905

Site code: BES 90

Finds number:

Unit number: NV‐Hluti

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 61,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 56

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós glerungur aðeins út í smá grænan blæ 
að innan ‐ Tvö brotana passa saman 



Sherd group: 1906

Site code: BES 90

Finds number: 70

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 42,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 57

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/grænn glerungur að innan og að 
hluta að utan ‐ Brotin passa saman



Sherd group: 1907

Site code: BES 96

Finds number: 12

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,67

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 58

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún/gulur glerungur að innan en að 
utan eru brotin flögnuð ‐ Brotin passa 



Sherd group: 1908

Site code: BES 87

Finds number: 205

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,8

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 58

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún/gulur glerungur sem fer aðeins 
út í grænt að innan sem utan



Sherd group: 1909

Site code: BES 89

Finds number: 305

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,74

EVE (%): 5% (rim)

Diameter (mm): 16

Rim type: 11

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 59

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár (mislitur) glerungur að innan ‐ brotin 
passa ekki saman



Sherd group: 1910

Site code: BES 92

Finds number: 399

Unit number:

Number of sherds: 1

X: 158,89

Y: 114,39

Hæð: 8,59

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 59

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár, aðeins út í grænt glerungur að innan



Sherd group: 1911

Site code: BES 87

Finds number: 754

Unit number:

Number of sherds: 3

X: 206

Y: 126

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 59

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá, orange, brún glernungur að innan ‐ 
tvö brotana hafa verið límd saman en hin 



Sherd group: 1912

Site code: BES 87

Finds number: 378

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 59

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá/gulur glerungur að innan



Sherd group: 1913

Site code: BES 87

Finds number: 1054

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 59

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár glerungur að innan



Sherd group: 1914

Site code: BES 95

Finds number: 59

Unit number:

Number of sherds: 1

X: 104,25

Y: 115,97

Hæð: 8,29

Hole/svæði: RH‐5

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 59

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár (mislitur) glerungur að innan



Sherd group: 1915

Site code: BES 95

Finds number: 693

Unit number:

Number of sherds: 1

X: 100,6

Y: 112,12

Hæð: 7,51

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 59

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grá/gulur glerungur að innan



Sherd group: 1916

Site code: BES 93

Finds number: 196

Unit number:

Number of sherds: 1

X: 184‐90

Y: 124‐9

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 60

Makers mark:

Date range: 1800‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Hvítur glerungur að innan en brún að 
utan ‐ Framleiðsla England



Sherd group: 1917

Site code: BES 87

Finds number: 850

Unit number:

Number of sherds: 1

X: 208

Y: 122‐126

Hæð: 40‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 60

Makers mark:

Date range: 1800‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Hvítur glerungur að innan sem er mikið 
flagnaður 



Sherd group: 1918

Site code: BES 95

Finds number: 624

Unit number:

Number of sherds: 1

X: 97,85

Y: 111,98

Hæð: 7,48

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 47,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 60

Makers mark:

Date range: 1800‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós glerungur að innan en brún að hluta 
að utan



Sherd group: 1919

Site code: BES 90

Finds number: 14

Unit number:

Number of sherds: 1

X: 180

Y: 122

Hæð: 8,3

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 54

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 60

Makers mark:

Date range: 1800‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós glerungur að innan



Sherd group: 1920

Site code: BES 90

Finds number:

Unit number: N‐hluti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 101,63

EVE (%): 15% (rim)

Diameter (mm): 22

Rim type: 26

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (baking)

Fabric code: 60

Makers mark:

Date range: 1800‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós glerungur að innan sem nær upp að 
brún en að utan er hann brún og nær hann 



Sherd group: 1921

Site code: BES 96

Finds number: 93

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan 



Sherd group: 1922

Site code: BES 87

Finds number: 554

Unit number:

Number of sherds: 1

X: 208

Y: 128

Hæð: 100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan sem 
utan



Sherd group: 1923

Site code: BES 87

Finds number: 998

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan sem 
utan



Sherd group: 1924

Site code: BES 96

Finds number:

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 60,04

EVE (%):

Diameter (mm):

Rim type: 11

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle + close

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1925

Site code: BES 95

Finds number: 615

Unit number:

Number of sherds: 1

X: 100,73

Y: 113,4

Hæð: 7,51

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan ‐ 
flagnaður að utan



Sherd group: 1926

Site code: BES 95

Finds number: 1

Unit number:

Number of sherds: 1

X: 103,04

Y: 110,51

Hæð: 8,28

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,91

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan ‐ 
glerungurinn farinn að flagna



Sherd group: 1927

Site code: BES 96

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gul/orange glerungur að innan ‐ flagnað að 
utan



Sherd group: 1928

Site code: BES 96

Finds number: 424

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 44

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gul/orange glerungur að innan



Sherd group: 1929

Site code: BES 88

Finds number: 126

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gul/orange glerungur að innan ‐ mikið 
flagnaður



Sherd group: 1930

Site code: BES 88

Finds number: 300

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan ‐ 
glerungurinn farinn að flagna



Sherd group: 1931

Site code: BES 88

Finds number: 26

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,66

EVE (%): 7% (rim)

Diameter (mm): 14

Rim type: 28

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan sem 
utan



Sherd group: 1932

Site code: BES 88

Finds number: 161

Unit number:

Number of sherds: 2

X: 190‐196

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan 



Sherd group: 1933

Site code: BES 88

Finds number: 161

Unit number:

Number of sherds: 5

X: 190‐196

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að hluta ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1934

Site code: BES 95

Finds number: 715

Unit number:

Number of sherds: 1

X: 105,01

Y: 112,09

Hæð: 7,5

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós gul/orange glerungur að innan 



Sherd group: 1935

Site code: BES 87

Finds number: 494

Unit number:

Number of sherds: 2

X: 208

Y: 124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gul/orange glerungur að innan sem utan ‐ 
Leirinn er aðeins ljósari ‐ brotin passa ekki 



Sherd group: 1936

Site code: BES 87

Finds number: 645

Unit number:

Number of sherds: 3

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,67

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gul/orange glerungur að innan sem utan ‐ 
Leirinn er aðeins ljósari ‐ brotin passa ekki 



Sherd group: 1937

Site code: BES 87

Finds number: 766

Unit number: Gólf í skurði við nv‐horn á tröppum

Number of sherds: 2

X: 204

Y: 124

Hæð: 80 cm

Hole/svæði: Svæði F / Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gul/orange glerungur að innan sem utan ‐ 
Leirinn er aðeins ljósari ‐ brotin passa ekki 



Sherd group: 1938

Site code: BES 89

Finds number: 256

Unit number:

Number of sherds: 1

X: 177‐178

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,16

EVE (%): 5% (rim)

Diameter (mm): 14‐15

Rim type: 12

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 62

Makers mark:

Date range: late 18th century ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að innan sem utan



Sherd group: 1939

Site code: BES 96

Finds number: 178

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,75

EVE (%): 18% (rim)

Diameter (mm): 6

Rim type: 21

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar (small)

Fabric code: 62

Makers mark:

Date range: late 18th century ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að innan sem utan



Sherd group: 1940

Site code: BES 87

Finds number: 513

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,26

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 62

Makers mark:

Date range: late 18th century ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að innan sem utan



Sherd group: 1941

Site code: BES 93

Finds number: 104

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range: late 18th century ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að innan sem utan



Sherd group: 1942

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 62

Makers mark:

Date range: late 18th century ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Aðeins brot í leirnum að utan ‐ Gulur 
glerungur að innan sem utan



Sherd group: 1943

Site code: BES 89

Finds number: 166

Unit number:

Number of sherds: 1

X: 175‐177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,09

EVE (%):

Diameter (mm):

Rim type: 8‐Wt

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 62

Makers mark:

Date range: late 18th century ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að innan sem utan



Sherd group: 1944

Site code: BES 90

Finds number: 134

Unit number:

Number of sherds: 1

X: 187

Y: 122

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 64,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 62

Makers mark:

Date range: late 18th century ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að innan sem utan



Sherd group: 1945

Site code: BES 93

Finds number: 940

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding: press‐moulding

Moulding type: dots

Applique method:



Weight (g): 12,41

EVE (%): 12% (rim)

Diameter (mm): 13

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 62

Makers mark:

Date range: late 18th century ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að innan sem utan



Sherd group: 1946

Site code: BES 90

Finds number: 170

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,19

EVE (%): 23% (rim)

Diameter (mm): 11

Rim type: 7

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 62

Makers mark:

Date range: late 18th century ‐ 

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að innan sem utan



Sherd group: 1947

Site code: BES 87

Finds number: 542

Unit number: Mold undir efra steingólfi

Number of sherds: 1

X: 224

Y: 108

Hæð: 90

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með grænum doppum í að 
innan



Sherd group: 1948

Site code: BES 87

Finds number: 524

Unit number:

Number of sherds: 1

X: 228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan 



Sherd group: 1949

Site code: BES 93

Finds number: 980

Unit number:

Number of sherds: 1

X: 177.30‐188.7

Y: 134.5‐138

Hæð: 8,8

Hole/svæði: 15‐v

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan 



Sherd group: 1950

Site code: BES 93

Finds number: 969

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan sem er 
farinn að flagna



Sherd group: 1951

Site code: BES 87

Finds number: 757

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan 



Sherd group: 1952

Site code: BES 87

Finds number: 707

Unit number:

Number of sherds: 1

X: 208

Y: 122‐124

Hæð: 50‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan 



Sherd group: 1953

Site code: BES 92

Finds number: 245

Unit number:

Number of sherds: 1

X: 158,72

Y: 110,23

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1954

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ Leirinn 
aðeins mótaður að utan



Sherd group: 1954

Site code: BES 92

Finds number: 225

Unit number:

Number of sherds: 2

X: 158,98

Y: 109,66

Hæð: 8,54

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 1953

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ annað 
brotið er aðeins mótaður að utan ‐ Brotin 



Sherd group: 1955

Site code: BES 87

Finds number: 507

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan 



Sherd group: 1956

Site code: BES 89

Finds number: 309

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,85

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan sem er 
farinn að flagna



Sherd group: 1957

Site code: BES 87

Finds number: 584

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan en að utan 
er brotið flagnað



Sherd group: 1958

Site code: BES 92

Finds number: 276

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan 



Sherd group: 1959

Site code: BES 91

Finds number: 86

Unit number:

Number of sherds: 1

X: 165

Y: 121

Hæð: 8,47

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan sem er 
farinn að flagna



Sherd group: 1960

Site code: BES 89

Finds number: 289

Unit number:

Number of sherds: 1

X: 192

Y: 125

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 65,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að utan að hluta



Sherd group: 1961

Site code: BES 91

Finds number: 59

Unit number:

Number of sherds: 1

X: 166

Y: 119,8

Hæð: 8,68

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,64

EVE (%):

Diameter (mm):

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan 



Sherd group: 1962

Site code: BES 87

Finds number: 439

Unit number:

Number of sherds: 1

X: 206

Y: 122

Hæð: 60‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 59,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan 



Sherd group: 1963

Site code: BES 87

Finds number: 579

Unit number:

Number of sherds: 2

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1964

Site code: BES 89

Finds number: 227

Unit number:

Number of sherds: 1

X: 177

Y: 124‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐inside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ Leirinn 
aðeins ljós



Sherd group: 1965

Site code: BES 87

Finds number: 664

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan 



Sherd group: 1966

Site code: BES 87

Finds number: 508

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan sem utan



Sherd group: 1967

Site code: BES 87

Finds number: 472

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan en að utan 
er brotið aðeins brúnt



Sherd group: 1968

Site code: BES 93

Finds number: 343

Unit number:

Number of sherds: 1

X: 171,38

Y: 114,76

Hæð: 8,73

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 76,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að utan að hluta



Sherd group: 1969

Site code: BES 92

Finds number: 5

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: yes?

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan 



Sherd group: 1970

Site code: BES 87

Finds number: 337

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐inside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ Leirinn 
aðeins ljós



Sherd group: 1971

Site code: BES 89

Finds number: 299

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,65

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1972

Site code: BES 89

Finds number: 299

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,06

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan 



Sherd group: 1973

Site code: BES 96

Finds number: 434

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 44

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós græn glerungur að inna ‐ aðeins hrjúfur



Sherd group: 1974

Site code: BES 92

Finds number: 86

Unit number:

Number of sherds: 2

X: 158,165

Y: 114,589

Hæð: 8,746

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 57,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a bowl

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að hluta að utan en 
að innan er hann orðinn ljós ‐ brotin passa 



Sherd group: 1975

Site code: BES 88

Finds number: 105

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að hluta að utan en 
að innan er hann brún/græn



Sherd group: 1976

Site code: BES 88

Finds number: 27

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: yes?

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að utan



Sherd group: 1977

Site code: BES 96

Finds number: 413

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: square boxes

Applique method:



Weight (g): 1,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að utan með 
mótuðum leir en að innan er hann brún



Sherd group: 1978

Site code: BES 96

Finds number: 413

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn/brún glerungur að utan en að 
innan er hann brún



Sherd group: 1979

Site code: BES 87

Finds number: 630

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 30,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected: yes?

sub‐angular: sub‐angular

Vessel type: tripod leg

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 1980

Site code: BES 87

Finds number: 719

Unit number:

Number of sherds: 1

X: 206

Y: 118

Hæð: 100

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 27,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected: yes?

sub‐angular: angular

Vessel type: unknown

Fabric code: 40

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur að innan 



Sherd group: 1981

Site code: BES 98

Finds number:

Unit number: Lausafundur úr skurði B

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 55,63

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 42

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn, aðeins út í grátt, glerungur að innan



Sherd group: 1982

Site code: BES 88

Finds number: 163

Unit number:

Number of sherds: 1

X: 190‐196

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 35

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn farinn af að innan, eingöngu 
hvítt slip eftir



Sherd group: 1983

Site code: BES 89

Finds number: 139

Unit number:

Number of sherds: 1

X: 172‐174

Y: 125‐126

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með ljóstu snáka mynstri ‐ 
brotið er flagnað að innan



Sherd group: 1984

Site code: BES 96

Finds number: 299

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungur mikið flagnaður af



Sherd group: 1985

Site code: BES 92

Finds number: 424

Unit number:

Number of sherds: 2

X: 159,19

Y: 109,23

Hæð: 8,23

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með ljóstu og grænum 
mynstri ‐ brotin passa ekki saman en eru 



Sherd group: 1986

Site code: BES 87

Finds number: 391

Unit number:

Number of sherds: 1

X: 206

Y: 122

Hæð: 80‐110 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með hvítu mynstri að utan



Sherd group: 1987

Site code: BES 96

Finds number: 314

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan með hvítum 
röndum í ‐ brotið er flagnað að innan



Sherd group: 1988

Site code: BES 87

Finds number: 208

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,44

EVE (%):

Diameter (mm):

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan, upp við brún er 
hvít rönd ‐ flagnað að utan



Sherd group: 1989

Site code: BES 89

Finds number: 273

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 135‐145

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,66

EVE (%):

Diameter (mm):

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með ljósu mynstri ‐ 
glerungurinn er nær allur flagnaður af



Sherd group: 1990

Site code: BES 87

Finds number: 876

Unit number:

Number of sherds: 1

X: 208

Y: 130

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með hvítu mynstri ‐ 
glerungurnn er mikið flagnaður af



Sherd group: 1991

Site code: BES 92

Finds number: 291

Unit number:

Number of sherds: 1

X: 159,21

Y: 108,67

Hæð: 8,49

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún að innan en hvít frá brún og yfir



Sherd group: 1992

Site code: BES 92

Finds number: 429

Unit number:

Number of sherds: 1

X: 158,84

Y: 106,15

Hæð: 8,22

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,92

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með hvítu mynstri ‐ að 
utan er brotið mikið flagnað



Sherd group: 1993

Site code: BES 87

Finds number: 767

Unit number:

Number of sherds: 1

X: 208

Y: 124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan með ljósu og 
grænum mynstri



Sherd group: 1994

Site code: BES 88

Finds number: 168

Unit number:

Number of sherds: 1

X: 190‐196

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,14

EVE (%):

Diameter (mm):

Rim type: 19

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan með ljósri rönd 
upp við brún en að utan er það ljóst með 



Sherd group: 1995

Site code: BES 87

Finds number: 516

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós glerungur með aðeins brúnu í að innan



Sherd group: 1996

Site code: BES 96

Finds number: 411

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn allur farinn af



Sherd group: 1997

Site code: BES 92

Finds number: 342

Unit number:

Number of sherds: 1

X: 158,22

Y: 108,71

Hæð: 8,46

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,17

EVE (%):

Diameter (mm):

Rim type: 33

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn allur farinn af



Sherd group: 1998

Site code: BES 88

Finds number: 254

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan með 
hvítum röndum að utan



Sherd group: 1999

Site code: BES 87

Finds number: 482

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 110‐140 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan með 
hvítum röndum að utan



Sherd group: 2000

Site code: BES 87

Finds number: 346

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan með 
hvítu mynstri að utan



Sherd group: 2001

Site code: BES 93

Finds number: 197

Unit number:

Number of sherds: 1

X: 184‐90

Y: 124‐9

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan með 
hvítum ská‐skástrikum að utan



Sherd group: 2002

Site code: BES 87

Finds number: 684

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 44

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós græn glerungur að innan sem er mikið 
flagnaður 



Sherd group: 2003

Site code: BES 87

Finds number: 767

Unit number:

Number of sherds: 3

X: 208

Y: 124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 46

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan ‐ eitt 
brotið er með járn úrfellingu fasta við 



Sherd group: 2004

Site code: BES 87

Finds number: 767

Unit number:

Number of sherds: 2

X: 208

Y: 124

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem er mikið 
flagnaður ‐ brotin eru límd saman



Sherd group: 2005

Site code: BES

Finds number:

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur ‐ brotið mikið flagnað



Sherd group: 2006

Site code: BES 89

Finds number: 260

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan en að innan 
brún sem hefur flagnað mikið af



Sherd group: 2007

Site code: BES 90

Finds number: 73

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 36,31

EVE (%): 20 %(base)

Diameter (mm): 10

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar (small)

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan en að innan 
brún sem hefur flagnað mikið af ‐ brotin 



Sherd group: 2008

Site code: BES 87

Finds number: 681

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,68

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að innan



Sherd group: 2009

Site code: BES 87

Finds number: 715

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð: 80‐110

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að innan sem utan



Sherd group: 2010

Site code: BES 94

Finds number: 15

Unit number:

Number of sherds: 1

X: 184,33

Y: 149,1

Hæð: 6,97

Hole/svæði: 22

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: lines like waves

Applique method:



Weight (g): 20,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan með mynstri í 
leirnum ‐ flagnað að innan



Sherd group: 2011

Site code: BES 94

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: cut lines

Applique method:



Weight (g): 10,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan með mynstri í 
leirnum ‐ Brún með dökkum doppum í að 



Sherd group: 2012

Site code: BES 87

Finds number: 475

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: flowers

Applique method:



Weight (g): 27,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan með mynstri í 
leirnum ‐ Brún með dökkum doppum í að 



Sherd group: 2013

Site code: BES 93

Finds number: 103

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að innan sem utan ‐ 
brotin passa ekki saman en eru sennilega 



Sherd group: 2014

Site code: BES

Finds number:

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan ‐ brotið 
flagnað að innan



Sherd group: 2015

Site code: BES 87

Finds number: 707

Unit number:

Number of sherds: 2

X: 208

Y: 122‐124

Hæð: 50‐60 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 2016?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan en að innan 
er hann út í brúnt ‐ brotin límd saman



Sherd group: 2016

Site code: BES 87

Finds number: 334

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 2015?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan en að innan 
er hann út í brúnt



Sherd group: 2017

Site code: BES

Finds number:

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 40,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a jar

Fabric code: 63

Makers mark:

Date range: 1600‐1750

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur öðru megin en orange 
hinu megin



Sherd group: 2018

Site code: BES 90

Finds number: 151

Unit number:

Number of sherds: 1

X: 187.25‐188.45

Y: 122.26‐123.94

Hæð: 8,2

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 68,31

EVE (%): 13% (rim)

Diameter (mm): 22

Rim type: 13

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 64

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún, glansandi glerungur að innan 
sem nær yfir brún að utan



Sherd group: 2019

Site code: BES 93

Finds number: 391

Unit number:

Number of sherds: 1

X: 168,06

Y: 137,71

Hæð: 7,21

Hole/svæði: 15

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,53

EVE (%): 16% (rim)

Diameter (mm): 7

Rim type: 29

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: drug pot

Fabric code: 64

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún, glansandi glerungur að innan 
sem utan



Sherd group: 2020

Site code: BES 92

Finds number: 404

Unit number:

Number of sherds: 1

X: 158,56

Y: 111,82

Hæð: 8,47

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 64

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún, glansandi glerungur að utan ‐ 
brotið flagnað að innan



Sherd group: 2021

Site code: BES 93

Finds number: 968

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,66

EVE (%): 29% (rim)

Diameter (mm): 9

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: lid

Fabric code: 65

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan sem utan



Sherd group: 2022

Site code: BES 90

Finds number: 76

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,24

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 2026?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 65

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að utan sem er mikið 
flagnaður ‐ að innan er brotið flagnað en 



Sherd group: 2023

Site code: BES 89

Finds number: 75

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,49

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 65

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan sem utan ‐ 
gat er á brotinu en þó ekki viðgerðargat 



Sherd group: 2024

Site code: BES 93

Finds number: 939

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 65

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan sem utan ‐ 
að utan er smá tota sem er hvít



Sherd group: 2025

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,18

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 65

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan sem utan ‐ 
brotin passa ekki saman en eru sennilega 



Sherd group: 2026

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,86

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 2022?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 65

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að utan sem er mikið 
flagnaður ‐ að innan er brotið flagnað en 



Sherd group: 2027

Site code: BES 90

Finds number:

Unit number: Efsta lag úr rótaðri mold

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 2

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan sem er nær 
alveg flagnaður af



Sherd group: 2028

Site code: BES 88

Finds number: 127

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 64

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að utan sem er mikið 
flagnaður af



Sherd group: 2029

Site code: BES 87

Finds number: 503

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 53,84

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með grænum dopp í að 
innan



Sherd group: 2030

Site code: BES 87

Finds number: 736

Unit number:

Number of sherds: 1

X: 209

Y: 124

Hæð: 40‐60

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með grænum doppum í að 
innan



Sherd group: 2031

Site code: BES 87

Finds number: 480

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 110‐140 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,98

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan sem og 
að hlutan að utan



Sherd group: 2032

Site code: BES 88

Finds number: 159

Unit number:

Number of sherds: 1

X: 190‐196

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að hluta að utan



Sherd group: 2033

Site code: BES 92

Finds number: 540

Unit number:

Number of sherds: 1

X: 158,75

Y: 105,87

Hæð: 8,17

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur á brún en að innan 
er brotið flagnað 



Sherd group: 2034

Site code: BES 87

Finds number: 462

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún að innan ‐ brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 2035

Site code: BES 87

Finds number: 462

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur að innan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 2036

Site code: BES 93

Finds number: 348

Unit number:

Number of sherds: 1

X: 171,94

Y: 114,34

Hæð: 8,38

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún að innan



Sherd group: 2037

Site code: BES 88

Finds number: 32

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,84

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan 



Sherd group: 2038

Site code: BES 96

Finds number: 165

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,62

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan ‐ brotið er 
mikið brunnið



Sherd group: 2039

Site code: BES 93

Finds number: 566

Unit number:

Number of sherds: 1

X: 171,53

Y: 111,14

Hæð: 8,55

Hole/svæði: 19

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn er mikið bruninn 



Sherd group: 2040

Site code: BES 87

Finds number: 454

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,48

EVE (%): 11% (rim)

Diameter (mm): 15

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange/brún glerungur með grænum 
doppum á brúninni ‐ Brotið er allt flagnað 



Sherd group: 2041

Site code: BES 87

Finds number: 446

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 300 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 71,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan en að utan er smá 
glerungur sem er aðeins út í gærnt



Sherd group: 2042

Site code: BES 90

Finds number: 66

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að hluta að utan en að 
innan er brotið alveg flagnað



Sherd group: 2043

Site code: BES 96

Finds number: 50

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að hluta að innan 



Sherd group: 2044

Site code: BES 96

Finds number: 3

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: thik line

Applique method:



Weight (g): 25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Smá brún glerungur að utan (mjög lítil 
rönd) ‐ Slöngu mynstur í leirnum



Sherd group: 2045

Site code: BES 92

Finds number: 4

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 2046

Site code: BES 88

Finds number: 121

Unit number:

Number of sherds: 1

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,07

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted: yes

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur á brúninni ‐ að innan er 
brotið allt flagnað 



Sherd group: 2047

Site code: BES 92

Finds number: 556

Unit number:

Number of sherds: 1

X: 159,4

Y: 111,1

Hæð: 8,24

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur á brúninni ‐ að innan er 
brotið allt flagnað 



Sherd group: 2048

Site code: BES 96

Finds number: 85

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að hluta að utan ‐ brotin 
passa ekki saman en eru sennilega úr sama 



Sherd group: 2049

Site code: BES 96

Finds number: 316

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan



Sherd group: 2050

Site code: BES 96

Finds number: 117

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan 



Sherd group: 2051

Site code: BES 95

Finds number: 158

Unit number:

Number of sherds: 1

X: 103,07

Y: 113,02

Hæð: 7,67

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að hluta að utan



Sherd group: 2052

Site code: BES 90

Finds number: 12

Unit number:

Number of sherds: 1

X: 193,6

Y: 123,1

Hæð: 8

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,48

EVE (%): 15% (rim)

Diameter (mm): 13

Rim type: 14

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl (samll)

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2053

Site code: BES 87

Finds number: 608

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 38,84

EVE (%): 13% (rim)

Diameter (mm): 19

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2054

Site code: BES 89

Finds number: 266

Unit number:

Number of sherds: 1

X: 124

Y:

Hæð: 109

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,93

EVE (%):

Diameter (mm):

Rim type: 15

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2055

Site code: BES 87

Finds number: 998

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2056

Site code: BES 87

Finds number: 998

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,41

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2057

Site code: BES 87

Finds number: 692

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐120 cm

Hole/svæði: Stofa A

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2058

Site code: BES 96

Finds number: 416

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2059

Site code: BES 87

Finds number: 768

Unit number:

Number of sherds: 1

X: 224‐228

Y: 118

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 30,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2060

Site code: BES 87

Finds number: 468

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2061

Site code: BES 87

Finds number: 665

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2062

Site code: BES 87

Finds number: 448

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 300 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2063

Site code: BES 87

Finds number: 714

Unit number:

Number of sherds: 1

X: 204

Y: 114

Hæð: 80‐110

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2064

Site code: BES 90

Finds number:

Unit number: N‐hluti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 35,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2065

Site code: BES 89

Finds number: 292

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 39,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2066

Site code: BES 93

Finds number: 970

Unit number:

Number of sherds: 1

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 39,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2067

Site code: BES 88

Finds number: 60

Unit number:

Number of sherds: 1

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 52,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2068

Site code: BES 93

Finds number: 999

Unit number:

Number of sherds: 1

X: 162,88

Y: 148,06

Hæð: 6,47

Hole/svæði: 21

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 62,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2069

Site code: BES 95

Finds number: 581

Unit number:

Number of sherds: 1

X: 104,96

Y: 112,42

Hæð: 7,52

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 48,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2070

Site code: BES 91

Finds number: 173

Unit number:

Number of sherds: 1

X: 163

Y: 120,7

Hæð: 8,57

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,28

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2071

Site code: BES 95

Finds number: 584

Unit number:

Number of sherds: 1

X: 99,37

Y: 110,08

Hæð: 7,55

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2072

Site code: BES 92

Finds number: 164

Unit number:

Number of sherds: 1

X: 158,95

Y: 106,11

Hæð: 8,5

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 48,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2073

Site code: BES 92

Finds number: 196

Unit number:

Number of sherds: 2

X: 158,56

Y: 106,35

Hæð: 8,47

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotin passa 
saman



Sherd group: 2074

Site code: BES 87

Finds number: 749

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2075

Site code: BES 96

Finds number: 434

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2076

Site code: BES 92

Finds number: 565

Unit number:

Number of sherds: 1

X: 158,53

Y: 105,48

Hæð: 8,25

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2077

Site code: BES 91

Finds number: 202

Unit number:

Number of sherds: 1

X: 168

Y: 121

Hæð: 8,47

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,78

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐part

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotin passa 
ekki saman en eru sennilega úr sama íláti



Sherd group: 2078

Site code: BES 87

Finds number: 128

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐part

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2079

Site code: BES

Finds number: 749

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,13

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2080

Site code: BES 95

Finds number: 595

Unit number:

Number of sherds: 1

X: 98,61

Y: 110,62

Hæð: 7,45

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐part

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2081

Site code: BES 87

Finds number: 739

Unit number:

Number of sherds: 1

X: 206‐210

Y: 122

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,78

EVE (%):

Diameter (mm):

Rim type: 19

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2082

Site code: BES 92

Finds number: 551

Unit number:

Number of sherds: 1

X: 158,77

Y: 105,43

Hæð: 8,37

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2083

Site code: BES 87

Finds number: 354

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐part

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2084

Site code: BES 87

Finds number: 94

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,51

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2085

Site code: BES 93

Finds number: 106

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,05

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotin passa 
ekki saman en eru sennilega úr sama íláti



Sherd group: 2086

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2087

Site code: BES 96

Finds number: 299

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2088

Site code: BES 87

Finds number: 330

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐80

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotin passa 
ekki saman en eru sennilega úr sama íláti



Sherd group: 2089

Site code: BES 95

Finds number:

Unit number: Rótað moldarlag undir torfvegg yfir móösku

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 9

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: part of a candel stick

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2090

Site code: BES 90

Finds number: 87

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 120,92

EVE (%): 25% (base)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2091

Site code: BES 87

Finds number: 608

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 113,27

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ rákir eftir 
rennslu að innan



Sherd group: 2092

Site code: BES 88

Finds number: 258

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotin passa 
ekki saman en eru sennilega úr sama íláti



Sherd group: 2093

Site code: BES 87

Finds number: 642

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,38

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2094

Site code: BES 88

Finds number: 12

Unit number:

Number of sherds: 1

X: 198

Y: 136

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2095

Site code: BES 87

Finds number: 634

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐part

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2096

Site code: BES 87

Finds number: 329

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 38,62

EVE (%): 100% (base)

Diameter (mm): 5

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: candel stick

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted: yes

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með skrauti við neðri brún



Sherd group: 2097

Site code: BES 88

Finds number: 249

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Kirkjugaður III

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐part

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2098

Site code: BES 90

Finds number: 65

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Partu af handfangi ‐ Orange leir með engu 
skrauti



Sherd group: 2099

Site code: BES 88

Finds number: 33

Unit number:

Number of sherds: 1

X: 190‐196

Y: 144‐150

Hæð: 8,5

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 27,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2100

Site code: BES 92

Finds number: 488

Unit number:

Number of sherds: 1

X: 168,03

Y: 118,3

Hæð: 8,43

Hole/svæði: 12

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2101

Site code: BES 87

Finds number: 351

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2102

Site code: BES 92

Finds number: 330

Unit number:

Number of sherds: 1

X: 159,43

Y: 107,58

Hæð: 8,34

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2103

Site code: BES 91

Finds number: 57

Unit number:

Number of sherds: 1

X: 162

Y: 125,5

Hæð: 8,9

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotið er 
flagnað að utan



Sherd group: 2104

Site code: BES 95

Finds number: 166

Unit number:

Number of sherds: 1

X: 97,77

Y: 115,91

Hæð: 7,95

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotið er 
flagnað að innan



Sherd group: 2105

Site code: BES 96

Finds number: 118

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,19

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotið er 
flagnað að innan



Sherd group: 2106

Site code: BES 96

Finds number: 47

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,83

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2107

Site code: BES 87

Finds number: 151

Unit number:

Number of sherds: 2

X:

Y:

Hæð: 20‐40 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,03

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir, flögnuð brot ‐ brotin passa 
ekki saman en eru sennilega úr sama íláti



Sherd group: 2108

Site code: BES 92

Finds number: 433

Unit number:

Number of sherds: 1

X: 174,2

Y: 107,11

Hæð: 6,81

Hole/svæði: 7

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2109

Site code: BES 87

Finds number: 511

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,76

EVE (%):

Diameter (mm):

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐inside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotið er 
flagnað að utan



Sherd group: 2110

Site code: BES

Finds number:

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotið er 
flagnað að innan



Sherd group: 2111

Site code: BES 87

Finds number: 359

Unit number:

Number of sherds: 1

X: 226

Y: 116

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti ‐ brotið er 
flagnað að innan



Sherd group: 2112

Site code: BES 87

Finds number: 374

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,15

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐inside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2113

Site code: BES 90

Finds number: 75

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir (aðeins ljós) með engu skrauti ‐ 
flagnaður að innan sem utan



Sherd group: 2114

Site code: BES 87

Finds number: 463

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,2

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 69

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir (aðeins ljós) með engu skrauti ‐ 
aðeins brún húð að innan sem utan



Sherd group: 2115

Site code: BES 90

Finds number: 71

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 39,99

EVE (%):

Diameter (mm):

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: 0range leir (aðeins ljós) með engu skrauti ‐ 
3 brot hafa verið límd saman



Sherd group: 2116

Site code: BES 89

Finds number: 304

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Orange leir með engu skrauti



Sherd group: 2117

Site code: BES

Finds number:

Unit number:

Number of sherds: 2

X: 200‐210

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 21,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 68

Makers mark:

Date range: early medivel

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Enginn glerungur ‐ þýskt earthenware af 
Pingsdorf gerð ‐ early medieval



Sherd group: 2118

Site code: BES 96

Finds number: 142

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 50,11

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 16

Makers mark:

Date range: 13‐14 century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Leifar af glerung að utan ‐ brotin passa ekki 
saman en eru sennilega úr sama íláti



Sherd group: 2119

Site code: BES 98

Finds number:

Unit number: Hjá/ofan við hleðslu við L110

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: M‐1

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 41,15

EVE (%): 20% (rim)

Diameter (mm): 16

Rim type: 15

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 69

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin hafa verið límd saman



Sherd group: 2120

Site code: BES 90

Finds number: 84

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 69

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið flagnað að innan



Sherd group: 2121

Site code: BES 90

Finds number:

Unit number: Ýmislegt dót úr efsta lagi ‐ "ruddanum"

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 69

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2122

Site code: BES 87

Finds number: 604

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,58

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur á brún að innan ‐ brotið er 
flagnað að innan



Sherd group: 2123

Site code: BES 92

Finds number: 222

Unit number:

Number of sherds: 1

X: 161,31

Y: 117,18

Hæð: 8,45

Hole/svæði: 12

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Smá leifar af brúnum glerung ‐ doppa



Sherd group: 2124

Site code: BES 93

Finds number: 903

Unit number: Milli C‐6 og C‐9

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 20

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: finger

Applique method:



Weight (g): 40,67

EVE (%): 10% (rim)

Diameter (mm): 24

Rim type: 16

Refit/same as: 2132?

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mynstur að utan undir brún



Sherd group: 2125

Site code: BES 88

Finds number:

Unit number: Efsta lag móösku

Number of sherds: 1

X: 190‐196

Y: 131‐138

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2126

Site code: BES

Finds number: 1109

Unit number:

Number of sherds: 1

X: 206

Y: 124

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Partur af brún



Sherd group: 2127

Site code: BES 94

Finds number: 41

Unit number:

Number of sherds: 2

X: 184,64

Y: 147,51

Hæð: 6,7

Hole/svæði: 22

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 222,36

EVE (%): 27% (rim)

Diameter (mm): 23

Rim type: 16

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: tripot/coking pot

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 2128

Site code: BES 94

Finds number: 33

Unit number:

Number of sherds: 7

X: 182,92

Y: 145,93

Hæð: 6,94

Hole/svæði: 22

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 195,41

EVE (%): 17% (rim)

Diameter (mm): 25

Rim type: 16

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: tripot/coking pot

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brúnin er slöngu‐laga ‐ Tvö brota passa 
saman en sennilegt að þau séu öll úr sama 



Sherd group: 2129

Site code: BES 92

Finds number: 162

Unit number:

Number of sherds: 1

X: 159,08

Y: 105,7

Hæð: 8,45

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 77,42

EVE (%): 13% (rim)

Diameter (mm): 26

Rim type: 8‐Wt

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Bein brún



Sherd group: 2130

Site code: BES 93

Finds number: 74

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,15

EVE (%): 8% (rim)

Diameter (mm): 24

Rim type: 16

Refit/same as: 2131

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: tripot/coking pot

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2131

Site code: BES 93

Finds number: 519

Unit number:

Number of sherds: 1

X: 156,89

Y: 104,92

Hæð: 7,93

Hole/svæði: 20

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 31,54

EVE (%): 9% (rim)

Diameter (mm): 24

Rim type: 16

Refit/same as: 2130

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: tripot/coking pot

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2132

Site code: BES 91

Finds number: 13

Unit number:

Number of sherds: 1

X: 162

Y: 125

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,04

EVE (%): 8% (rim)

Diameter (mm): 24

Rim type: 16

Refit/same as: 2124?

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: tripot/coking pot

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sennilegt að brotið passi við nr 2124 en þó 
passa þau ekki saman



Sherd group: 2133

Site code: BES 92

Finds number: 105

Unit number:

Number of sherds: 1

X: 159,6

Y: 107,42

Hæð: 8,53

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,36

EVE (%): 8% (rim)

Diameter (mm): 25

Rim type: 16

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: tripot/coking pot

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2134

Site code: BES 87

Finds number: 506

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 41,74

EVE (%): 9% (rim)

Diameter (mm): 24

Rim type: 16

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: tripot/coking pot

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið er flagnað að utan



Sherd group: 2135

Site code: BES 98

Finds number:

Unit number: Skuður B ‐ Lausafundur

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 132,31

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti ‐ mjög eidd að innan



Sherd group: 2136

Site code: BES 89

Finds number: 274

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 135‐145

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 20,64

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2137

Site code: BES 88

Finds number: 101

Unit number:

Number of sherds: 4

X: 190‐200

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 39,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Sum brotin hafa verið límd saman



Sherd group: 2138

Site code: BES 87

Finds number: 603

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2139

Site code: BES 87

Finds number: 550

Unit number:

Number of sherds: 2

X: 224

Y: 130

Hæð:

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa saman



Sherd group: 2140

Site code: BES 87

Finds number: 689

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,53

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2141

Site code: BES 87

Finds number: 1121

Unit number:

Number of sherds: 1

X: 206

Y: 130

Hæð: 90 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,22

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2142

Site code: BES 92

Finds number: 108

Unit number:

Number of sherds: 1

X: 158,99

Y: 107,49

Hæð: 8,59

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,45

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2143

Site code: BES 92

Finds number: 392

Unit number:

Number of sherds: 1

X: 158,3

Y: 108,58

Hæð: 8,32

Hole/svæði: 13

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,61

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið er aðeins orange að utan



Sherd group: 2144

Site code: BES 96

Finds number: 350

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2145

Site code: BES 96

Finds number: 310

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2146

Site code: BES 96

Finds number: 310

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,52

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2147

Site code: BES 95

Finds number: 701

Unit number:

Number of sherds: 1

X: 100,07

Y: 112,83

Hæð: 7,49

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2148

Site code: BES 95

Finds number: 654

Unit number:

Number of sherds: 1

X: 102,52

Y: 112,41

Hæð: 7,45

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 28,73

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2149

Site code: BES 96

Finds number: 58

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,42

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2150

Site code: BES 96

Finds number: 57

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,89

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2151

Site code: BES 96

Finds number: 333

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún



Sherd group: 2152

Site code: BES 87

Finds number: 474

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,12

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 70

Makers mark:

Date range: 18‐19 öld

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn/húðin farinn að flagna öðru 
megin



Sherd group: 2153

Site code: BES 87

Finds number: 347

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,97

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 71

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2154

Site code: BES 96

Finds number: 384

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,69

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 71

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 2155

Site code: BES 95

Finds number: 674

Unit number:

Number of sherds: 1

X: 103,58

Y: 112,43

Hæð: 7,48

Hole/svæði: RH‐2

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 18,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 71

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið aðeins flagnað að utan



Sherd group: 2156

Site code: BES 96

Finds number: 381

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,36

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 71

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2157

Site code: BES 96

Finds number: 335

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,81

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 71

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2158

Site code: BES 95

Finds number: 626

Unit number:

Number of sherds: 2

X: 95,4

Y: 110,76

Hæð: 7,41

Hole/svæði: RH‐3

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,75

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 71

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa saman



Sherd group: 2159

Site code: BES 96

Finds number: 303

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 2160, 2161?

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 71

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Passar ekki við brot nr 2160 og 2161 en er 
sennilega úr sama íláti



Sherd group: 2160

Site code: BES 96

Finds number: 304

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,76

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 2159, 2161?

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 71

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Passar ekki við brot nr 2159 og 2161 en er 
sennilega úr sama íláti



Sherd group: 2161

Site code: BES 96

Finds number: 334

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,9

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 2159, 2160?

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 71

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Passar ekki við brot nr 2159 og 2160 en er 
sennilega úr sama íláti



Sherd group: 2162

Site code: BES 96

Finds number: 375

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 70,44

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐inside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 72

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2163

Site code: BES 96

Finds number: 250

Unit number:

Number of sherds: 12

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 132,55

EVE (%): 10% (rim)

Diameter (mm): 24

Rim type: 30

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐inside

Frost affected:

sub‐angular: angular

Vessel type: tripod

Fabric code: 72

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Eitthvað af brotunum passa saman



Sherd group: 2164

Site code: BES 90

Finds number: 89

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐7

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 69

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotið er flagnað að innan



Sherd group: 2165

Site code: BES 87

Finds number: 560

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan sem er nær alveg 
flagnaður af ‐ að innan er leirinn orange



Sherd group: 2166

Site code: BES 93

Finds number: 77

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan er 
leirinn oragne



Sherd group: 2167

Site code: BES

Finds number:

Unit number:

Number of sherds: 3

X: 200‐210

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan sem er nær alveg 
flagnaður af ‐ að innan er brotið alveg 



Sherd group: 2168

Site code: BES 87

Finds number: 557

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,17

EVE (%): 12% (rim)

Diameter (mm): 9

Rim type: 2‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: drug pot

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan er 
leirinn oragne



Sherd group: 2169

Site code: BES 88

Finds number: 207

Unit number:

Number of sherds: 1

X: 190‐196

Y: 147‐151

Hæð: 8,5

Hole/svæði: Öskuhagur

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,33

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að utan ‐ grár leir ‐ 
orange að innan



Sherd group: 2170

Site code: BES 87

Finds number: 606

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 104,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 11

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós brún glerungur að utan ‐ grár leir ‐ 
orange að innan ‐ rákir eftir rennslu að 



Sherd group: 2171

Site code: BES 87

Finds number: 616

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún (glansandi) glerungur að utan en 
brotið er flagnað að innan



Sherd group: 2172

Site code: BES 96

Finds number: 364

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,93

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að uan ‐rákir eftir rennslu ‐ 
orange að innan



Sherd group: 2173

Site code: BES 93

Finds number: 190

Unit number:

Number of sherds: 1

X: 184‐190

Y: 124‐129

Hæð: 8,6

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan en að innan er 
brotið flagnað 



Sherd group: 2174

Site code: BES 87

Finds number: 334

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan með doppum í ‐ 
leirinn brún/orange að innan



Sherd group: 2175

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,23

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur (aðeins glans) að utan ‐ 
leirinn grár/orange að innan



Sherd group: 2176

Site code: BES 90

Finds number:

Unit number: Fundir úr niðurgrefti

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,04

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 7

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 2177

Site code: BES 90

Finds number:

Unit number: NV‐ horn (ræsi?)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 8

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 147,54

EVE (%): 28% (rim)

Diameter (mm): 16

Rim type: 44‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: chamber pot

Fabric code: 9

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mattur brún glerungur að utan en ljór 
orange að innan



Sherd group: 2178

Site code: BES 89

Finds number: 41

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 63,66

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: chamber pot

Fabric code: 9

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mattur brún glerungur að utan en ljór 
orange að innan ‐ Tvö brotana hafa verið 



Sherd group: 2179

Site code: BES 89

Finds number: 67

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 2180

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 9

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mattur brún glerungur að utan en ljór 
orange að innan



Sherd group: 2180

Site code: BES 89

Finds number:

Unit number: Eldhús

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as: 2179

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 9

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mattur brún glerungur að utan en ljór 
orange að innan



Sherd group: 2181

Site code: BES 89

Finds number: 67

Unit number:

Number of sherds: 4

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 226,54

EVE (%): 35% (base)

Diameter (mm): 12

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug

Fabric code: 9

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mattur brún glerungur að utan en ljór 
orange að innan ‐ Brotin passa saman



Sherd group: 2182

Site code: BES 94

Finds number:

Unit number: Lausafundur

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,87

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 9

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mattur brún glerungur að utan en ljór 
orange að innan



Sherd group: 2183

Site code: BES 89

Finds number: 100

Unit number:

Number of sherds: 3

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 49,55

EVE (%): 17% (base)

Diameter (mm): 15

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: chamber pot

Fabric code: 9

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Mattur brún glerungur að utan en ljór 
orange að innan ‐ brotin passa ekki saman 



Sherd group: 2184

Site code: BES 93

Finds number: 251

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 13

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 33,21

EVE (%): 20% (rim)

Diameter (mm): 8

Rim type: 2‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jug (smal)

Fabric code: 4

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár glerungur með doppum í að utan en 
að innan er hann grár



Sherd group: 2185

Site code: BES 87

Finds number: 998

Unit number:

Number of sherds: 1

X: 206‐210

Y: 118

Hæð: 100 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,77

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 12

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan sem innan ‐ rákir eftir 
rennslu að innan (frekar gróft)



Sherd group: 2186

Site code: BES 87

Finds number: 671

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 60‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 23,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 12

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan sem innan ‐ rákir eftir 
rennslu að innan (frekar gróft)



Sherd group: 2187

Site code: BES 87

Finds number: 458

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 12

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt báðu meing ‐ rákir eftir rennslu öðru 
megin (frekar gróft)



Sherd group: 2188

Site code: BES 87

Finds number: 202

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,15

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 12

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grátt að utan en ljósara að innan ‐ rákir 
eftir rennslu (frekar gróft)



Sherd group: 2189

Site code: BES 87

Finds number: 711

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 52,54

EVE (%): 40% (rim)

Diameter (mm): 8

Rim type: 49‐st

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 15

Makers mark:

Date range: 19th century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár (ljós) glerungur að innan sem utan



Sherd group: 2190

Site code: BES 90

Finds number:

Unit number: Lag II (úr móösku)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 7

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 15

Makers mark:

Date range: 19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár (ljós) glerungur að innan sem utan



Sherd group: 2191

Site code: BES 89

Finds number: 17

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 14,37

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 15

Makers mark:

Date range: 19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár (ljós) glerungur að innan sem utan ‐ 
brotin passa ekki saman en eru sennilega 



Sherd group: 2192

Site code: BES 93

Finds number: 278

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: 16

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 9,8

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 15

Makers mark:

Date range: 19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Grár (ljós) glerungur að innan sem utan



Sherd group: 2193

Site code: BES 96

Finds number: 427

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,5

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range: 1700‐1780

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Batavian ‐Flora

Enamelled: Brown‐outside

Gylden:

Lustre:

Quality (paintwork):

Notes: Blá laufblöð að innan en brúnt að utna



Sherd group: 2194

Site code: BES 87

Finds number: 180

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 20‐40 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,01

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Allur glerungurinn farinn af



Sherd group: 2195

Site code: BES 91

Finds number: 218

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Hvítur glerungur öðru megin ‐ glerungurinn 
farinn að flagna



Sherd group: 2196

Site code: BES 87

Finds number: 752

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100‐130

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 32

Makers mark:

Date range: 17‐18th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan ‐ brotið er 
flagnað hinu meginn



Sherd group: 2197

Site code: BES 89

Finds number: 57

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐1

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,7

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐part

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilegar 
úr sama íláti 



Sherd group: 2198

Site code: BES

Finds number: 104

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 42,39

EVE (%): 22% (rim)

Diameter (mm): 15

Rim type: 2

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að utan



Sherd group: 2199

Site code: BES 87

Finds number: 323

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Stofa D

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,68

EVE (%): 7% (rim)

Diameter (mm): 11

Rim type: 3

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að utan með mynstri 
í en að innan er það ljós grænt/gult



Sherd group: 2200

Site code: BES

Finds number: 147

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan



Sherd group: 2201

Site code: BES

Finds number: 117

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,18

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 38

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan sem er nær 
alveg flagnaður af



Sherd group: 2202

Site code: BES

Finds number: 111

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,74

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan



Sherd group: 2203

Site code: BES 87

Finds number: 581

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,09

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: handle

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur (mislitur) 



Sherd group: 2204

Site code: BES

Finds number: 120

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,47

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 37

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn glerungur að innan



Sherd group: 2205

Site code: BES 87

Finds number: 568

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 29,14

EVE (%): 12% (rim)

Diameter (mm): 15

Rim type: 4

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 44

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/brún glerungur með dökkum 
doppum í að innan og að hluta að utan



Sherd group: 2206

Site code: BES 87

Finds number: 579

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 4,72

EVE (%): 6% (rim)

Diameter (mm): 11.‐12

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 41

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn glerungur að innan



Sherd group: 2207

Site code: BES 87

Finds number: 621

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 178,38

EVE (%): 15% (rim)

Diameter (mm): 25

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl (grunn)

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að innan sem að 
hluta að utan ‐ Brotin hafa veirð límd 



Sherd group: 2208

Site code: BES 93

Finds number: 951

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 2

X: 155‐158

Y: 104‐117

Hæð:

Hole/svæði: H‐20

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 435

EVE (%): 48% (rim)

Diameter (mm): 21

Rim type: 6

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að innan sem utana 
sem er farinn að flagna mikið af ‐ brotin 



Sherd group: 2209

Site code: BES 87

Finds number: 564

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,07

EVE (%): 5% (rim)

Diameter (mm): 21

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl (grunn)

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að innan sem að 
hluta að utan



Sherd group: 2210

Site code: BES 87

Finds number: 565

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 34,62

EVE (%): 8% (rim)

Diameter (mm): 21

Rim type: 10

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að innan sem utan



Sherd group: 2211

Site code: BES 87

Finds number: 566

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 16,54

EVE (%): 13% (rim)

Diameter (mm): 13

Rim type: 1

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að innan sem utan



Sherd group: 2212

Site code: BES

Finds number: 106

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,9

EVE (%): 4% (rim)

Diameter (mm): 10. ‐ 15

Rim type: 5

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að innan



Sherd group: 2213

Site code: BES

Finds number: 119

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,41

EVE (%): 10% (rim)

Diameter (mm): 13

Rim type: 20

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að innan sem að 
hluta að utan



Sherd group: 2214

Site code: BES 87

Finds number: 577

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 56

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að innan með 
grænum hring



Sherd group: 2215

Site code: BES

Finds number: 109

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að innan sem er 
mikið flagnaður af



Sherd group: 2216

Site code: BES 87

Finds number: 601

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,25

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 52

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún/græn glerungur að utan en græn að 
innan



Sherd group: 2217

Site code: BES 87

Finds number: 570

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 41,08

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með svörtum doppum í að 
innan



Sherd group: 2218

Site code: BES 87

Finds number: 578

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 26,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 48

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með svörtum doppum í að 
innan ‐ Brún glerungur að hluta að utan



Sherd group: 2219

Site code: BES 87

Finds number: 477

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 3

X:

Y:

Hæð: 110‐140 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 129,31

EVE (%): 15% (rim)

Diameter (mm): 22

Rim type: 9

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: bowl (grunn)

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem að utan 
nema undir ‐ Brotin límd saman



Sherd group: 2220

Site code: BES 87

Finds number: 478

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð: 110‐140 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 92,99

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: handle of a tripod

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að utan sem er aðeins 
farinn að flagna af



Sherd group: 2221

Site code: BES 87

Finds number: 481

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 2

X:

Y:

Hæð: 110‐140 cm

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 47,02

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan ‐ Brotin límd 
saman



Sherd group: 2222

Site code: BES 87

Finds number: 588

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6,35

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan



Sherd group: 2223

Site code: BES 87

Finds number: 562

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 33,9

EVE (%): 10% (rim)

Diameter (mm): 16

Rim type: 17

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 49

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með aðeins grænu að 
innan sem er mikið flagnaður af



Sherd group: 2224

Site code: BES 87

Finds number: 571

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 27,7

EVE (%): 10% (rim)

Diameter (mm): 17

Rim type: 18

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan og að utan 
er hann aðeins út í grænt



Sherd group: 2225

Site code: BES 87

Finds number: 576

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 25,4

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan sem að 
hluta að utan



Sherd group: 2226

Site code: BES 87

Finds number: 571

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 6

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan



Sherd group: 2227

Site code: BES 87

Finds number: 569

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,48

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan



Sherd group: 2228

Site code: BES 87

Finds number: 599

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan ‐ að utan er 
mynstur eftir þumal í leirnum



Sherd group: 2229

Site code: BES 87

Finds number: 584

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): partial

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 11,72

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 50

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Glerungurinn mattur að innan ‐ Dökk brún 
glerungur að innan og að hluta að utan



Sherd group: 2230

Site code: BES 87

Finds number: 592

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,29

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 44

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Græn/gulur glerungur að innan ‐ ljós leir



Sherd group: 2231

Site code: BES 87

Finds number: 600

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,16

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökkur glerungur að innan



Sherd group: 2232

Site code: BES

Finds number: 123

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,32

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökkur glerungur að utan ‐ Brotið flagnað 
að innan



Sherd group: 2233

Site code: BES

Finds number: 128

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 22,95

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2234

Site code: BES

Finds number: 113

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 12,94

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljóst ‐ hvítt undirlag með grænum glerung í 
að innan ??



Sherd group: 2235

Site code: BES

Finds number: 129

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 39,43

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: tripod leg

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2236

Site code: BES 87

Finds number: 573

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 33,98

EVE (%): 5% (rim)

Diameter (mm): 22

Rim type: 2

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2237

Site code: BES 87

Finds number: 224

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 2

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 17,33

EVE (%): 10% (rim)

Diameter (mm): 23

Rim type: 11

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 34

Makers mark:

Date range: 17 th century ‐

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós orange glerungur með ljósu mynstri að 
utan ‐ brotin límd saman



Sherd group: 2238

Site code: BES 87

Finds number: 590

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,07

EVE (%): 9% (rim)

Diameter (mm): 17

Rim type: 13

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 34

Makers mark:

Date range: 17 th century ‐

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós glerungur að innan sem utan sem er 
farinn að flagna af



Sherd group: 2239

Site code: BES 87

Finds number: 567

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 52,33

EVE (%): 12% (rim)

Diameter (mm): 28

Rim type: 13

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: dish

Fabric code: 34

Makers mark:

Date range: 17 th century ‐

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Ljós glerungur að innan sem utan



Sherd group: 2240

Site code: BES

Finds number: 116

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: SLIP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 24,96

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur me ljósu slöngu mynstri og 
fleira



Sherd group: 2241

Site code: BES 87

Finds number: 298

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: Stofa D

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: Twigs fans marbling

Moulding:

Moulding type:

Applique method:



Weight (g): 15,82

EVE (%): 20% (rim)

Diameter (mm): 12

Rim type: 8‐Wt

Refit/same as:

Residues:

Repair hole: yes

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: bowl

Fabric code: 29

Makers mark:

Date range: 1800‐1890

Applique motif:

Turned (lathe): engine‐turned

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Kopar vír enn í repair holunni ‐ Brúnt í 
gruninn með hvítu, bláu og svörtu 



Sherd group: 2242

Site code: BES 87

Finds number: 617

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method: mould‐applied



Weight (g): 3,14

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 1

Makers mark:

Date range: 17‐18 th century

Applique motif: dots and ?

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Blá rönd kringum mynstrið sem er óljós



Sherd group: 2243

Site code: BES 87

Finds number: 712

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,55

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur með svörtum doppum í að 
utan ‐ aðeins ljósari að innan



Sherd group: 2244

Site code: BES 87

Finds number: 556

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 15,73

EVE (%): 38% (base)

Diameter (mm): 4

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: drug pot

Fabric code: 5

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að innan sem utan ‐ aðeins 
glans



Sherd group: 2245

Site code: BES 87

Finds number: 461

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 2,42

EVE (%): 10% (rim)

Diameter (mm): 8

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup (hemispheri

Fabric code: 25

Makers mark:

Date range: 1700 ‐ 1780

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Batavian‐chinese

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Batavian ‐ brúnt að utan með bláu 
skástrika mynstir upp við brún að inna



Sherd group: 2246

Site code: BES 87

Finds number: 230

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Blue and white

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Blátt blóma mynstur með skástrika mynstri 
upp við brún að innan



Sherd group: 2247

Site code: BES 87

Finds number: 100

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 0,79

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Batavian

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Tvær þunnar rauð/orange línur upp við 
brún að innan ‐ brúnt að utan



Sherd group: 2248

Site code: BES 87

Finds number: 101

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð: 80‐110 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,3

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 25

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/orange partu af fugli



Sherd group: 2249

Site code: BES 87

Finds number: 229

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð: 20‐80 cm

Hole/svæði: Stofa B

Production marks/flaws:

Glaze (extent): all‐over

Decoration: UGP

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,07

EVE (%): 10% (rim)

Diameter (mm): 7

Rim type:

Refit/same as: 417

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: cup (hemispheri

Fabric code: 25

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted: pattern/motif

Hand painted pattern: Flora

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Rauð/orange laufblöð að utan en að innan 
upp við brún er þunn lína og lítið mynstur 



Sherd group: 2250

Site code: BES 87

Finds number: 620

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði: Eystri heimkeyrsla

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SPONGE

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 7,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 29

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge: tortioseshell

Sponge motifs: purpule

Print: tissue

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork): diffuse

Notes: Fjólublátt skýjað 



Sherd group: 2251

Site code: BES

Finds number: 115

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 8,1

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt: yes‐outside

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk brún glerungur að innan



Sherd group: 2252

Site code: BES

Finds number: 125

Unit number: (Á sýningu á Bessastöðum)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding: hand‐moulding

Moulding type: dots

Applique method:



Weight (g): 10,88

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 61

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: White slip under, orange slip on top of the 
white one, bust just blobbs an then green 



Sherd group: 2253

Site code: BES 96

Finds number: 410

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): exterior

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,71

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 16

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk grá/svart að utan en brúnt með 
svörtum doppum að innan



Sherd group: 2254

Site code: BES 90

Finds number: 135

Unit number:

Number of sherds: 1

X: 186,54

Y: 123,79

Hæð: 8,31

Hole/svæði: H‐8

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curviliner Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,42

EVE (%): 13% (rim)

Diameter (mm): 13

Rim type: 16

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: jar

Fabric code: 36

Makers mark:

Date range: mid16‐mid19th century

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að inna sem utan en að 
utan er hann aðeins út í gult og er mikið 



Sherd group: 2255

Site code: BES 90

Finds number:

Unit number: NV‐ horn (ræsi?)

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs: Curviliner Trailing

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 19,06

EVE (%): 11% (rim)

Diameter (mm): 11

Rim type: 33

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 36

Makers mark:

Date range: mid16‐mid19th century

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brún glerungur að inna sem er nær allur 
farinn af upp við brún verður hann ljós og 



Sherd group: 2256

Site code: BES 89

Finds number: 275

Unit number:

Number of sherds: 1

X:

Y:

Hæð:

Hole/svæði: H‐4

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 3,21

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 66

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:



Sherd group: 2257

Site code: BES 90

Finds number: 72

Unit number:

Number of sherds: 2

X:

Y:

Hæð:

Hole/svæði: H‐5

Production marks/flaws:

Glaze (extent): partial

Decoration: PLAIN

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 10,59

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 47

Makers mark:

Date range:

Applique motif:

Turned (lathe): grooved

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa ekki saman en eru sennilega 
úr sama íláti



Sherd group: 2258

Site code: BES

Finds number:

Unit number:

Number of sherds: 1

X: 200‐210

Y:

Hæð:

Hole/svæði:

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 1,39

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 39

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Dökk græn og ljós gærn glerungur að innan



Sherd group: 2259

Site code: BES 87

Finds number: 473

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 40‐80 cm

Hole/svæði:

Production marks/flaws:

Glaze (extent): all‐over

Decoration: SLIP

Slip trail motifs:

Other Slip effects: multi‐coloured

Moulding:

Moulding type:

Applique method:



Weight (g): 0,82

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 34

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Gulur glerungur að utan en að innan er 
hann brún með hvítu í



Sherd group: 2260

Site code: BES 91

Finds number: 205

Unit number:

Number of sherds: 1

X: 163,8

Y: 125,5

Hæð: 8,4

Hole/svæði: H‐12

Production marks/flaws:

Glaze (extent): interior

Decoration: COLG

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 5,46

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 63

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Svar/brún glerungur að innan



Sherd group: 2261

Site code: BES 94

Finds number: 17

Unit number:

Number of sherds: 3

X: 184,31

Y: 148,32

Hæð: 7

Hole/svæði: 22

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 143,57

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes: Brotin passa saman ‐ mjög gróft ílát ‐ rákir 
eftir rennslu að innan



Sherd group: 2262

Site code: BES 87

Finds number: 134

Unit number:

Number of sherds: 1

X:

Y:

Hæð: 100 cm

Hole/svæði: Vestri heimkeyrsla

Production marks/flaws:

Glaze (extent):

Decoration:

Slip trail motifs:

Other Slip effects:

Moulding:

Moulding type:

Applique method:



Weight (g): 13,17

EVE (%):

Diameter (mm):

Rim type:

Refit/same as:

Residues:

Repair hole:

Wear marks:

Burnt:

Frost affected:

sub‐angular: sub‐angular

Vessel type: unknown

Fabric code: 67

Makers mark:

Date range:

Applique motif:

Turned (lathe):

Rouletted:

Sponge:

Sponge motifs:

Print:

Print pattern:

Hand painted:

Hand painted pattern:

Enamelled:

Gylden:

Lustre:

Quality (paintwork):

Notes:


